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Abstract

In this thesis, the manufacturing and use of dye-doped organic crystals for nanofiber-based single
molecule spectroscopy (SMS) at cryogenic temperatures is studied. Optical nanofibers with sub-
wavelength diameters provide a high intensity evanescent field, which allows high excitation and
emission collection efficiencies for molecules close to the fiber surface.

The nanofibers used for spectroscopic measurements in this work are produced from stan-
dard optical glass fibers via flame pulling, resulting in a sub-wavelength diameter waist of a
tapered optical fiber (TOF). The light transmission characteristics of such a nanofiber depend
critically on the geometrical shape of the TOF transitions: as long as the fiber taper is kept shal-
low, losses due to coupling from the fundamental to higher order modes are negligible and the
transmission properties of the fiber are maintained. When an external object is interfaced with
the TOF, the size has to be small enough that the evanescent field suffers only small disturbances
and the light guiding abilities of the optical fiber are maintained.

For SMS a stable environment of the molecule is essential. Since they are highly ordered,
crystals offer the most favorable host system. They can be manufactured by various methods
such as sublimation or growth from solution. These methods are employed here for terrylene
molecules in a p-terphenyl crystal to create small crystals with a low dopant concentration. The
resulting samples are examined spectrally and with the help of a scanning electron microscope
for their applicability with TOFs. After the manufacturing and deposition of proper sized doped
crystals on the TOF, the samples are cooled down in a liquid helium bath cryostat to a temper-
ature of 4.4 K, where the phonon transitions within the sample are highly reduced. All further
molecule spectroscopy experiments are conducted at this temperature.

The fluorescence of the molecular ensemble is investigated and the vibronic transitions of
terrylene are revealed by fluorescence excitation measurements. To address a single molecule,
it has to be distinguished from the ensemble. The crystal provides some inhomogeneous broad-
ening which allows to spectrally select a single molecule using a narrowband laser. A single
molecule is clearly identified by means of its fluorescence autocorrelation function and mea-
surements of the spectral stability show, if the molecule is suited for long time measurements.
Stable molecules are investigated by fluorescence spectroscopy and fluorescence intensity auto-
correlation measurements. This allows a further evaluation of the manufactured crystal samples
and their usability for SMS with a TOF.
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Kurzfassung

In dieser Arbeit wird die Herstellung und Verwendung von Farbstoff-dotierten organischen Kris-
tallen für die nanofaserbasierte Einzelmolekülspektroskopie (engl. single molecule spectroscopy,
SMS) bei kryogenen Temperaturen untersucht. Optische Nanofasern mit Durchmessern unter-
halb der Wellenlänge des geführten Lichts weisen ein evanszentes Feld hoher Intensität auf,
welches hohe Anregungs- und Fluoreszenzsammeleffizienzen für Moleküle nahe der Faserober-
fläche ermöglicht.

Die Nanofasern, die für die spektroskopischen Messungen in dieser Arbeit Verwendung fin-
den, werden mittels Erhitzen und Ziehen aus optischen Glasfasern hergestellt. Die so erhaltenen
verjüngten optischen Fasern (engl. tapered optical fiber, TOF) haben Durchmesser unterhalb
der Wellenlänge des geführten Lichts. Die Lichtführungseigenschaften solcher Nanofasern hän-
gen kritisch von der geometrischen Form der Verjüngungsübergänge der TOF ab: solange die
Verjüngung mit einem flachen Winkel erfolgt sind Führungsverluste aufgrund von Kopplungen
zwischen der Grundmode und höheren Moden vernachlässigbar und die Transmissionseigen-
schaften der Faser bleiben erhalten. Wenn ein externes Objekt an die TOF gekoppelt wird, muss
dessen Größe klein genug sein, damit das evanszente Feld nur kleine Störungen erfährt und die
lichtführenden Eigenschaften der optischen Faser erhalten bleiben.

Eine stabile Umgebung ist bei SMS für das Molekül wesentlich. Kristalle bieten hierbei das
präferierte Wirtssystem da sie eine hochgradig geordnete Struktur besitzen. Sie können auf ver-
schieden Arten, wie Sublimation oder Wachstum aus übersättigter Lösung, hergestellt werden.
Beide Methoden werden in dieser Arbeit für Terrylen-Moleküle in einem p-Terphenyl-Kristall
angewandt, um möglichst kleine Kristalle mit niedriger Dotierung herzustellen. Die hergestellten
Proben werden spektral und mit der Hilfe eines Rasterelektronenmikroskopes für die Eignung
zur Verwendung mit TOFs untersucht. Nach der Herstellung und Deponierung von Kristallen mit
entsprechender Größe auf der TOF werden die Proben in einem Flüssig-Helium-Badkryostaten
auf Temperaturen von 4.4 K gekühlt, bei der die Phononenübergänge in der Probe stark reduziert
sind. Alle weiteren Molekülspektroskopie-Experimente werden bei dieser Temperatur durchge-
führt.

Die Fluoreszenz des molekularen Ensembles und die vibronischen Übergänge von Terrylen
werden mittels Fluoreszenzanregungsmessungen untersucht. Um mit einem einzelnen Molekül
zu interagieren muss es vom Ensemble unterscheidbar sein. Die durch den Kristall bewirkte
inhomogene Verbreiterung ermöglicht es, einzelne Moleküle mit einem schmalbandigen La-
ser spektral auszuwählen. Ein einzelnes Molekül kann einwandfrei mittels seiner Fluoreszenz-
Autokorrelationsfunktion identifiziert werden und Messungen der spektralen Stabilität zeigen,
ob das Molekül für Langzeit-Messungen geeignet ist. Stabile Moleküle werden mit Hilfe von
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Fluoreszenzspektroskopie und Fluoreszenz-Autokorrelationsmessungen untersucht. Dies erlaubt
eine weitere Beurteilung der hergestellten Kristallproben und ihrer Nutzung für SMS mittels ei-
ner TOF.
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CHAPTER 1
Introduction

Over the last century, the interaction of light and matter has been one of the essential research
topics in quantum physics, leading to numerous advancements in the theoretical understanding
of the nature of light as well as practical technical applications. With the rising ability to control
light-matter interactions even for single quantum systems, new areas of research like quantum
information are generated [1]. In 2012, the Nobel prize in physics was awarded to Serge Haroche
and David Wineland for their efforts in manipulating quantum systems.

During the last decades, various techniques for the controlled manipulation and detection
of single quantum systems like atoms, molecules or nanocrystals have been invented and op-
timized: the imaging of single atoms or molecules on surfaces is possible since the invention
of the scanning tunneling microscope [2] and the atomic force microscope [3] and allows sub-
nanometer resolution in real space. The first optical detection of single particles was realized
by storing atomic ions in an electromagnetic trap [4]and the first spectroscopical detection of a
single molecule within a solid was performed by W. E. Moerner and L. Kador in 1989 by mea-
suring the absorption signal of a single pentacene molecule [5]. This experiment was conducted
at liquid-helium temperatures and was based on frequency/Stark modulation techniques. Due to
the ratio of an unfavorable molecular cross section to the beam cross section, the signal-to-noise
ratio was limited. Only one year later, M. Orrit and J. Bernard introduced fluorescence excitation
spectroscopy as a new method for single molecule spectroscopy (SMS) [6]. Up to now, it is the
preferred method due to its superior sensitivity.

Since then, SMS has been performed for many different types of molecules [7] and different
environments like in solids, on surfaces or in liquids. Single molecules in solids can be used as
sensitive sensors for the investigation of their local environment. Furthermore, single molecules
embedded in organic crystals are well suited to take the role as an efficient single quantum
emitter, since they offer a higher emitter density for a typical sample size and concentration
compared to quantum dots or color centers in diamond nanocrystals [8]. Crystal embedded
molecules provide a high photostability as well as a relatively high spectral stability. Their
resonance frequency can be tuned by applying a static electric field and using the Stark effect [9].
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The main challenge for SMS is to separate a very small signal from the noise produced by
the molecule’s surrounding and the optical system. To overcome this problem, many approaches
were made using different techniques like confocal microscopy [10], total internal reflection
microscopy [11, 12] or near-field scanning optical microscopy [13]. In 2014, the Nobel Prize
in Chemistry was awarded to Eric Bertzig, Stefan W. Hell and William E. Moerner for their
development of super-resolved fluorescence microscopy, which is directly connected to single
molecule detection.

In recent years, optical nanofibers haven proven their ability to work as an efficient interface
between light and matter. They can be realized from standard optical glass fibers as the waist
of a tapered optical fiber (TOF). Although a TOF has a subwavelength-diameter which leads
to a strong radial confinement of the guided light field and a pronounced evanescent field sur-
rounding the nanofiber, the light is still guided almost without losses like by a standard optical
glass fiber. Due to the high evanescent field, effective light-matter coupling can be achieved
by bringing a particle close to the surface of the nanofiber. In the recent years TOFs have
been successfully used as optical sensors [14–16], for cold atom physics [17–19], as couplers
for whispering-gallery-mode microresonators [20, 21] or nonlinear optics [22, 23]. When used
for surface absorption spectroscopy, TOFs showed that they offer a sensitivity, which is or-
ders of magnitude higher compared to free-beam absorption spectroscopy [24]. Single quantum
dots [25] and single nanodiamonds [26] have already been coupled to a TOF.

In this group, spectroscopy of dye-doped organic crystals attached to the surface of the
nanofiber was already performed. But due to low crystal quality, the single-molecule level could
not be reached. Furthermore, the light-guiding abilities of a TOF were lost due to a large crystal
size. Sustaining the transmission properties of a TOF would allow for measurements in trans-
mission, which is a requirement e. g. for the implementation of single photon transistors [27].

In this thesis, TOF-based surface spectroscopy is extended to the single molecule level while
sustaining the transmission properties of the TOF. The coupling efficiency of the TOF as a fiber-
coupled interface depends on the intensity of the evanescent field TOF. Therefore, in chapter 2
the light propagation in a TOF is studied and the field distribution of the evanescent field is de-
rived from Maxwell’s equation in dependence of the radius of the TOF. As an organic sample
system, terrylene-doped p-terphenyl crystals are used. The theoretical background of the general
properties of crystal embedded single organic dye molecules and the special characteristics of
the used sample system are studied in chapter 3. The optical setup and the cryostat to cool down
TOFs with crystal samples to cryogenic temperatures is explained in chapter 4. To overcome
problems originating from large crystals and low crystal quality, different methods like subli-
mation of doped crystals directly on the TOF or crystal growth from an oversaturated solution
are investigated (chapter 5). In order to investigate the quality and the size of the manufactured
crystals, the fluorescence spectra and the transmitted power are recorded during the deposition
on the TOF. The shape of the crystals is examined with a scanning electron microscope. Small
monocrystals produced from an oversaturated solution via fast precipitation allow a suitable light
transmission through the TOF and are used for TOF-based spectroscopy at cryogenic tempera-
tures. In chapter 6 several single terrylene molecules in different crystal samples are identified
via their fluorescence intensity autocorrelation function. For spectrally stable molecules, the
saturation intensity and the linewidth is determined. For some molecules, the latter is already
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close to the lifetime-limited value. Finally, chapter 7 gives an overview of the whole work and
the results.
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CHAPTER 2
Spectroscopy with tapered optical

fibers

Since the development of optical glass fibers with very low losses in the 70s of the twenti-
eth century [28], the range of applications has enormously grown. Beside the telecommunica-
tions industry, where optical fibers are used as a transmitting medium for grid-bounded ways of
telecommunication, optical glass fibers are, e. g., also used in medical science (endoscopy) [29]
and measurement instrumentation (spectroscopy). Last but not least, specially doped glass fibers
offer the possibility to build very robust and compact fiber lasers with high beam quality and effi-
ciency [30]. Most optical fibers are of circular geometry and consist of a core and a cladding, cf.
fig. 2.1(a). Additionally, a surrounding acrylate coating or jacket is protecting against scratch-
ing, which would affect the mechanical stability of the fiber negatively. As the base material for

(a) (b)

Figure 2.1: (a) Schematic structure of a step-index-fiber. (b) Refractive index profile of a step-
index-fiber. For details see text.
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core and cladding, mainly fused silica (SiO2) is used. To induce a slight variation between the
refractive indices of core and cladding, either one or the other is doped with a few percent of
appropriate ions like germanium or fluorine. Step-index fibers, as used in this work, evince an
abrupt drop of the refractive index at the border of core and cladding, cf. fig. 2.1(b). The radius a
of the core depends on the wavelength the fiber is designed for and is usually a few micrometers.
Typically, the outer diameter of the cladding is 125 µm and the additional coating has 245 µm.

Although standard optical fibers proved their importance for many applications, they are not
suited for directly coupling matter with light and simultaneously assuring the light guiding abil-
ities of the fiber: The contact between the light within the core of the fiber and the surrounding
medium outside the fiber is effectively hindered by the fiber’s cladding. Although the evanescent
field extends into the cladding, the cladding’s thickness prevents contact with the environment.
To interface the guided light inside a fiber with matter outside the fiber, one has to access the
evanescent field of the guided mode. This can be achieved by so-called nanofibers. Such optical
fibers are usually produced by heating and stretching of a standard optical glass fiber, e. g. via
flame pulling. This results in a tapered optical fiber (TOF) with a characteristic shape and a sub-
wavelength diameter waist. In a TOF, a part of the guided mode of the light spreads out into the
environment. Nevertheless, the light guiding abilities of the fiber are still intact and the strong
confinement of the mode, which results in high intensities of the evanescent field, allows to use
a TOF as an effective way for to couple light with matter [24]. To make use of the light guiding
and matter-coupling abilities of a TOF, the theory of light propagation in optical fibers has to be
considered. Starting from the Maxwell equations, the derivation of the characteristic eigenvalue
equation is presented in app. A. Its solutions lead to the guided modes in an optical fiber. Based
on this, the properties of TOFs, including their field distribution and the prerequisites for their
fabrication are discussed in this chapter. Taking into account the light guiding properties of a
TOF, the coupling of light inside the TOF to objects on the fiber surface is shortly introduced.

2.1 Tapered optical fibers

After a TOF is produced from a standard optical fiber via tapering to a sub-wavelength diameter,
the light is guided by total internal reflection between the surrounding medium and the core,
which consists of the old cladding of the fiber (the influence of the old core is negligible). The
deviation of the TOF’s geometry from the untapered optical fiber leads to a change in the behav-
ior of the guided modes. Fig. 2.2 shows the three different parts of a TOF and the corresponding
change in the intensity distribution of the guided light: the unprocessed fiber at the beginning
is narrowed down in the taper transition to the desired sub-wavelength diameter of the waist.
Since the refractive index profile of the fiber is changing in the transition part, the guided light is
transformed from the core-guided mode of the unprocessed fiber to the cladding-guided mode of
the nanofiber. A TOF is symmetric, and therefore the former mode transition in the down-taper
is reversed in the up-taper, following the waist to the unprocessed fiber. The mode conversion
process is kept adiabatic, by keeping the angle of the taper transition shallow (not exceeding a
few milliradians) [31], i. e. no coupling between the fundamental mode and higher order modes
will occur. This is a prerequisite for efficiently coupling light into and out of the nanofiber.
Within the waist of a TOF, the guided light is strongly confined within the core but also exhibits
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Figure 2.2: Schematic of the shape of a tapered optical fiber and the change of the intensity
distribution.

an evanescent field outside the core and a strong surface intensity [32]. Matter on the surface of
the waist can then interact with this strong light field. A wide range of applications makes use
of this efficient interaction [33].

2.1.1 Field distribution

For interfacing the evanescent light of a TOF with matter on the surface of the waist, the field
distribution of the light mode has to be known. It allows the production of nanofibers with the
correct dimensions for a maximal light-matter interaction as well as the understanding of the
coupling. Unlike standard optical fibers, where the transcendental eqn. A.21 can be simplified
due the small differences of the refractive indices of core and cladding (cf. eqn. A.32), this
approximation is not valid for nanofibers: the refractive index contrast between the original
cladding, which acts as the nanofiber’s core, and the surrounding medium as the new cladding
is much too high (ncore/ncladding ≈ ncore). To calculate the propagation constant of a TOF and
hence the field distribution, the full transcendental equation A.21 has to be considered. The small
diameter of a nanofiber and the high refractive index contrast lead to a significant difference in
field distributions compared to standard optical fibers [34]. It is useful to distinguish between
two different polarization states of the guided light.

Quasi-linear polarization

In the case of linear polarization, the cylindrical symmetry of the problem is broken and a strong
azimuthal dependence of the field, especially outside the fiber is observed. Fig. 2.3 shows two
plots for the radial dependence of the intensity of the electric field of the HE11 mode for linear
polarization parallel to the x-axis. Along the x-axis the intensity of the electrical field exhibits
a discontinuity on the fiber surface, which results in a strong increase of the field, cf. fig. 2.3(a).
On the other hand, along the y-axis, i. e. perpendicular to the polarization of the light, no dis-
continuity occurs at the fiber surface 2.3(b). The difference in the surface intensity for both
directions is to emphasize: In the polarization direction, the intensity is almost five times higher
than perpendicular to it. The intensity inside the fiber exhibits a bell shape, but with a faster
decrease towards the fiber surface in y-direction. Outside the fiber, the decrease of the light in-
tensity is faster in x-direction. It is notable, that the intensity on the fiber surface parallel to the

7



(a) x-direction, y = 0, ϕ = 0
lig

ht
 in

te
ns

ity
 · 

w
av

el
en

gt
h2  [n

W
]

0

5

10

15

20

 

distance from fiber center [nm]
−600 −400 −200 0 200 400 600

(b) y-direction, x = 0, ϕ = π/2

lig
ht

 in
te

ns
ity

 · 
w

av
el

en
gt

h2  [n
W

]

0

5

10

15

20

 

distance from fiber center [nm]
−600 −400 −200 0 200 400 600

Figure 2.3: Plots of the radial dependence of the intensity of the electric field |E|2 = |Er|2 +
|Eφ|2 + |Ez|2 in the fundamental mode HE11 with quasi-linear polarization. Parameters used:
guided power = 5 nW, λ = 578 nm, ncore = 1.45881, ncladding = 1 and a = 160 nm (marked
with red dashed lines). Plot (a) shows the light intensity as a function of x at y = 0 with a
polarization parallel to the x-axis (ϕ = 0) and (b) as a function of y at x = 0 with a polarization
parallel to the x-axis (ϕ = π/2)
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Figure 2.4: Plots of the radial dependence of the intensity of the electric field |E|2 = |Er|2 +
|Eφ|2 + |Ez|2 in the fundamental mode HE11 with circular polarization. The parameters used
are the same as for fig. 2.4. Plot (a) shows the intensity as a function of x at y = 0 and (b) as a
function of y at x = 0.

polarization direction, exceeds the one within the fiber and also the one with circular polarization
for the same parameters.

Circular polarization

Unpolarized light, such as white light of a halogen lamp leads to the same intensity distribution
as circular polarization [34]. Fig. 2.4 shows two plots with the radial dependence of the intensity
of the electric field I = 1

2ε0c0|E|2 of the HE11 mode for circular polarization for the parameters
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Figure 2.5: Plot of the radius dependency of the surface intensity of the electric field |E|2 for
the fundamental mode HE11 with circular polarization. It is calculated for a guided power of
5 nW and the parameters already used for the calculation of fig. 2.4.

shown. The light intensity is azimuthally independent, and therefore cylindrically symmetric.
At the fiber surface, at r = 160 nm, a discontinuity can be observed, which results in a strong
increase of the light intensity on the fiber surface. It is caused by the boundary conditions and
the high contrast between the refractive indices of core and vacuum/air. Outside the TOF, the
intensity of the field decays within a distance that is on the order of the wavelength.

However, since the fibers used in this work are not ideal, they can show birefringence due
to external influences. This results in polarization mode dispersion and the polarization of the
guided light is a mixture of circular (elliptical) and linear polarized parts. The yielding intensity
distribution varies between the ones presented here.

For sensitive surface spectroscopy, the intensity on the fiber surface has to be maximized.
Fig. 2.5 shows the surface intensity as a function of the diameter in units of the wavelength
for the total electric field. It can be seen that the surface intensity strongly depends on the
diameter of the TOF. When the diameter is increased, the light is more and more concentrated
in the core and the intensity on the surface vanishes. When the diameter decreases, the intensity
reaches a maximum at dmax = 0.469 · λ. When the diameter decreases further and becomes
much smaller than the wavelength of the guided light, the confinement of the mode to the core
strongly diminishes and the mode spreads out to the surrounding medium, thus decreasing the
surface intensity.
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Figure 2.6: Schematic of the fiber pulling rig. A highly pure hydrogen/oxygen flame heats a
standard glass fiber while it is stretched and moved by two stages. To control the transmission
properties during the pulling process, a halogen lamp and a spectrometer is connected to the
fiber.

2.1.2 Fabrication and quantification of tapered optical fibers

It has been shown that the propagation properties of a TOF strongly depend on the applied
geometry during the pulling process [35]. Therefore, all fibers used for experiments in this
work have been produced by a computer-controlled pulling rig, built by F. Warken [36]. This
allows the control of the diameter of all parts of the TOF and ensures a high reproducibility. In
fig. 2.6 a schematic of the fiber pulling rig can be seen. It is based on two stages that allow to
stretch and move the fiber with respect to the flame, thus creating a variable hot zone, according
to the ”flame-brush” technique [37]. To achieve high transmission rates through the TOF it is
essential to undertake the whole process in the dust-free environment of a laminar flow box.
First, a standard optical glass fiber (Fibercore SM450) is stripped of the protective acrylate
coating and carefully cleaned with purified acetone to remove all remainings of the coating and
possible contaminations deposited during handling. After pulling, the fiber is clamped on an iron
holder by two magnets 2.7(a). Mechanical damages are avoided by placing the magnets on the
unstripped part of the fiber. To be held in place, the holder needs v-grooves that match the size of
the diameter of the unstripped fiber. Therefore, the part which is stripped off has to be as short as
possible (which is precisely 21 mm for this particular holder). The clean fiber is positioned and
fixed by magnets to the v-grooves on top of the stretcher stage. The stationary hyrdogen/oxygen
burner offers an electronically controlled laminar gas flow and heats the glass fiber beyond its
softening point at a temperature of about 1500 ◦C on a length of 1 mm. While the translator stage
is moving the fiber back and forth with respect to the flame, the stretcher stage is elongating the
fiber causing a reduction in the fiber diameter due to volume conservation. The movement of
both stages is computer controlled and their trajectories allow a full control over the shape of
the TOF. The calculation of the trajectories follows an analytic algorithm presented in [36]. By
manually moving the stretcher stage after the fiber is pulled, it is possible to stretch the TOF to a
desired tension. The clamping of the TOF on the holder has to resist the later cooling process to
cryogenic temperatures. Therefore a pure mechanic mount in terms of two magnets and an iron
holder was constructed, [38] cf. fig. 2.7. When positioning the magnets, care has to be taken to
clamp the tapered fiber at a part, where some coating is left and to exactly match the v-groove.
Once the TOF is clamped on the iron holder, it can be taken out of the pulling rig and transported
to the experimental setup for further use.
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(a) (b)

Figure 2.7: (a) Schematic of the iron fiber holder. (b) Magnets are fixing the fiber within a
v-groove.

The TOFs used in this work have been designed to offer a high transmission for the wave-
length ranges 575 to 582 nm (excitation wavelengths) and 620 to 650 nm (fluorescence wave-
lengths). Since the power loss from the fundamental mode strongly depends on the taper shape
and the used wavelength, the taper transition consists of three sections with different angles, cf.
fig. 2.8. The coupling between the modes HE11 and HE12 is predominant and increases strongly
when their propagation constants β1 and β2 approach each other. The energy exchange between
the two modes occurs periodically on the length scale ∆l of their beat length ∆l = 2π/(β1−β2).
To keep the coupling between these two modes at a minimum, the local taper angle Ω has to be
small at every position z along the taper, compared to the ratio of radius r and beat length [39]

Ω(z) <
r(z)

∆l(z)
=
r(z)

2π
(β1(z)− β2(z)) (2.1)

It is sufficient, to keep the taper angle shallow only for the region of the taper transition, where
the two propagation constants merge [36]. For the used wavelengths and fiber type, the mode
HE11 passes from the core to the cladding and the difference between both propagation constants
becomes smallest at r = 31 µm. Therefore, for the region between r2 = 42 µm and r3 = 20 µm a
rather flat local taper angle Ω2 = 2 mrad has been chosen. To minimize the overall length of the
TOF, the adjacent taper angles are steeper with Ω1 = 3 mrad and Ω3 = 5 mrad. Fig. 2.8 shows
the calculated shape of the fiber profile according the trajectories used by the pulling machine
for the pulling process. It has been found empirically, that for manufacturing a homogeneous
waist, the pulling speed1 vf has to be lower than the relative velocity of the fiber with respect
to the burner [36]. This limits the local taper angles Ωi(r) to 0.30 mrad/µm · r. Especially for
small taper radii, this relative velocity cannot be redeemed anymore, leading to an exponential
shape for radii smaller r ≈ 17 µm. The inset in fig. 2.8 shows a magnification of the 3 mm long
waist of the tapered fiber. The compliance between the calculated and the actual shape of a TOF
produced in this way has been verified by a measurement of the local radii with the help of a
scanning electron microscope by A. Stiebeiner [35] and C. Wuttke.

The length of the waist of the TOFs used in this work is 3 mm and the diameter is 320 nm
resulting in a total TOF length of 63 mm. The transmission spectrum of a TOF pulled with

1Defined by the speed vf/2 the translator and the stretcher stage are each pulling the fiber.
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Figure 2.8: Calculated radius profile of the TOF used in this work, the local taper angles are
Ω1 = 3 mrad,Ω2 = 2 mrad and Ω3 = 5 mrad starting at radii of r2 = 42 µm and r3 = 22 µm.
The inset shows a magnification of the waist with 3 mm length.

these parameters out of a standard glass fiber (Fibercore SM450) was recorded with a halo-
gen lamp (Avantes AvaLight-Hal-S) and a spectrometer (Avantes AvaSpec-2048-2) during the
pulling process, it can be seen in fig. 2.9 and has been normalized to the transmission spectrum
of the untapered fiber. The transmission is at about 95 % for all wavelengths above 570 nm.
Below that wavelength, a drop to 80 % can be observed.

2.1.3 Light coupling to external objects

The light guiding abilities of a nanofiber and the pronounced evanescent field outside the TOF
enable their use for spectroscopic purposes. The field shows a maximum directly at the fiber sur-
face yielding high surface intensities. Moreover, the waist of a TOF can be several centimeters
long. Thus, surface-deposited molecules or particles can be spectroscopically investigated with
a very high sensitivity.

The absorbance η(λ) of a sample, consisting of a number N molecules on the surface, is
defined as the negative decadic logarithm of the power loss after traveling through the sample:

η(λ) = − log

(
Psig(λ)

Pref(λ)

)
≈ Pabs(λ)

ln(10)Pref(λ)
(2.2)

The power loss is computed by comparing the transmitted power with the sample present,
Psig(λ), and without the sample present, Pref(λ), respectively. Here, only the limit of weak
absorption is considered, where the guided power of the excitation light is equal to Pref at all po-
sitions along the fiber. Thus, the total absorbed power is Pabs(λ) = Pref(λ)−Psig(λ)� Pref(λ)
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Figure 2.9: Typical transmission spectrum of the TOFs used in this work, normalized to the
transmission of the untapered fiber.

and the right hand side of eqn. 2.2 is valid. Absorbance measures the overall loss of the trans-
mission and, besides absorption, this includes scattering losses. For molecules directly adsorbed
on the surface of the TOF, the amount of absorbed light depends on the wavelength dependent
absorption cross section σ(λ). It measures the probability for a molecule to get excited via the
evanescent field (for further details on the absorption cross section see sec. 3.1.2).

The power Pabs(λ) absorbed by a molecule on the waist is given by:

Pabs(λ) = σ(λ) · Isurf(λ) (2.3)

Here, Isurf(λ) is the surface intensity of the evanescent field. The effective area of the guided
mode Aeff is defined by [24]

Aeff(λ) = Pref(λ)/Isurf(λ) (2.4)

Thus, the absorbed power per molecule can then be expressed by

Pabs(λ) = σ(λ) · Pref(λ)

Aeff(λ)
(2.5)

Assuming2 that the effective mode area is much bigger than the molecular absorption cross
section (σ(λ)/Aeff(λ)� 1), this yields an absorbance of [24]

η(λ) ≈ Pabs(λ)

ln 10 · Pref(λ)
≈ Nσ(λ)

ln 10 ·Aeff(λ)
(2.6)

2For very low temperatures, when the absorption cross section is strongly increased due to the narrowing of the
total spectral width of absorption (cf. sec. 3.1.2), this corresponds to a rough estimation.
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Figure 2.10: Plot of 1/Aeff in units of 1/λ2 in dependency of the fiber diameter d in units of the
used wavelength λ for a typical excitation power of Pexc = 5 nW. The dashed line marks Aeff

for fibers of 320 nm and an excitation wavelength of 578 nm.

Compared to free-beam surface absorption spectroscopy, where the absorbance for a given sur-
face coverage θ is ηfree = θσ(λ)/ ln(10), the sensitivity of TOF based spectroscopy is inversely
proportional to the effective mode area 1/Aeff . In order to maximize the sensitivity of a TOF for
the spectroscopy of single molecules, 1/Aeff has to be maximized. Fig. 2.10 shows this quantity
in units of 1/λ2 in dependence of the fiber diameter d in units of λ. It shows a maximum for
d = 0.45 · λ. For this work, fibers with a diameter of 320 nm are used with excitation wave-
lengths of round about 578 nm. This leads to d/λ = 0.55, which is marked with a dashed line.
After a molecule on the surface of the TOF has absorbed light, its fluorescence light is emitted
into all directions. For nanofiber diameters, wavelengths of about 580 nm, and the molecule
described as a single dipole emitter, round about 20 % of the fluorescence can be expected to be
coupled into the guided modes of the fiber, 10 % in each direction [40].

If the molecules are not directly adsorbed on the fiber surface but embedded within a crystal
with a certain distance from the surface and a defined angle between the molecules’ transition
dipole moment and the polarization of the guided mode, the situation is slightly different. The
single molecule spectroscopy in this work is based on terrylene dye molecules embedded in
p-terphenyl crystals, which are deposited or grown directly on the fiber. The transition dipole
moment of terrylene is oriented along the long axis of the molecule [41]. Since it has been found
experimentally that the orientation of the transition dipole moment of terrylene and the c-axis
of p-terphenyl varies between 2◦ to 4, it can be concluded that the transition dipole is almost
parallel to the c-axis [42]. P-terphenyl grows in the a-b plane as a platy crystal and the long axis
of the embedded terrylene molecule can form four different angles between 99.8◦ and 103.6◦

with the a-axis of the crystal, depending on the insertion site, cf. sec. 3.3.2. The four different
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Figure 2.11: Schematic of terrylene doped p-terphenyl crystals on a TOF. The dye molecules
and their transition dipole moment is depicted with red circles and small black arrows, respec-
tively. The crystal height is denoted h and the length, which is parallel to the growth in the a-b
plane is denoted l. Two different situations are shown: a pre-grown crystal deposited on a TOF
at φ = 90◦, oriented with the long side l parallel and the dipole moment perpendicular to the
fiber’s x-axis (a) and a large crystal directly grown on the TOF at φ = 90◦ via sublimation,
where the growth direction is away from the fiber and the dipole moment is parallel to the fiber’s
x-axis (b). For details see text.

angles are usually equally distributed.

Fig. 2.11 shows a schematic of different crystal orientations on a TOF. The embedded mole-
cule and its dipole orientation are sketched with a red circle and a black arrow, respectively. The
size of the crystal is assigned with h for the thickness and l for the side length. The position of a
molecule within the crystal with respect to the fiber center is determined by the distance r and the
angle φ. Along the nanofiber it is the fiber coordinate z. Depending on the growth and deposition
method of the doped crystals on the TOF, extensive investigations of the samples with a scanning
electron microscope (SEM) showed (cf. ch. 5), that there are mainly two different situations:
When pre-grown crystals, e. g. from an oversaturated solution (cf. sec. 5.2), are deposited on
the TOF at φ = 90◦, the crystal will orient itself with the long axis parallel to x-axis of the
fiber and the transition dipole moments are pointing in the y-direction, cf. fig. 2.11(a). Crystals
growing directly on the fiber surface, like during sublimation, can have different orientations.
Big sublimated crystals are usually growing in the y-direction with the dipole moments in the
x-z plane, cf. fig. 2.11(b). For small sublimated crystals no conclusive growth direction could
be identified.

The coupling of the evanescent field to one of the crystal-embedded molecules strongly de-
pends on the orientation of the molecule’s dipole moment and the position with respect to the
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fiber. Although the orientation of the dye molecules within a crystal is approximately the same
– with crystal sizes of up to a few micrometers, the different positions lead to very different
distances r and angles φ with respect to the fiber center. When a crystal-embedded molecule
absorbs light, its dipole moment can only interact with the parallel components of the polariza-
tion. According to a molecule on the fiber surface and eqn. 2.3 and 2.5, the absorbed power of
a crystal-embedded molecule, P crys

abs , at the position r, excited by linear polarized light with the
wavelength λ and the polarization angle φ can be expressed as:

P crys
abs (λ, r, φ, nc) = σmol(λ) · Isurf(λ, r, φ, nc) = σmol(λ) · cε0

2ncrys
· |E‖(λ, r, φ)|2 (2.7)

=
σmol(λ)

Aeff(λ, r, φ, nc)
Pref(λ) (2.8)

Here, σmol(λ) denotes the molecular absorption cross section, c the speed of light in vacuum and
ε0 the vacuum permittivity. The refractive index of the crystal is denoted with ncrys. In this work,
p-terphenyl is used which forms biaxial crystals and the refractive index depends on the axis of
the crystal with na < nb < nc. More details can be found in sec. 3.3.2. Depending on which
molecule inside the crystal is excited and how the crystal is placed on the fiber, the distance r,
the angle φ, the orientation dependent refractive index ncrys and the wavelength can differ. This
makes it rather difficult to determine the exact absorbed power per embedded molecule but as
a rough estimation, 1/Aeff is reduced by approx. 20 % for a molecule with a distance of 10 nm
from the fiber surface.

Another problem is the unknown polarization state of the excitation light. For this work,
only non-polarization-maintaining fiber is used, where the two possible polarization modes have
the same phase velocity. Bending, imperfections and local stress can cause birefringence which
leads to coupling between the two perpendicular polarized modes and a power transfer. This
results in an unknown polarization state at the position of the crystal on the TOF [43]. However,
if the orientation of the crystal is known, a rough estimation of the absorbed power can be
given and a study of the polarization dependence could lead to a determination of the molecules
position within the crystal.

The surface intensity and therefore the sensitivity of a TOF strongly depends on the di-
ameter of the nanofiber. During the deposition process of the sample on the surface, extreme
care is taken to place the sample in the middle of the waist to ensure an optimized coupling
to the evanescent field. In the transition part of the TOF, the diameter increases exponentially,
strongly reducing the surface intensity of the field and the sensitivity for spectroscopic appli-
cations. Therefore, misplaced samples, sample parts or sample residues after cleaning can be
assumed to be negligible when it comes to their absorbance/fluorescence. If the sample is too
large, a serious problem can be the disturbance of the mode conversion in the taper transition:
As mentioned in sec. 2.1.2, when the fundamental mode is converted from the core to cladding
modes of the TOF, any disturbance can lead to conversion to a higher order transverse mode.
The latter will then experience a cut-off at the corresponding radius of the taper transition and
be scattered out of the TOF. This then reduces the power of the guided light. If the sample is
too large, the change in refractive index of the surrounding medium can even disturb the light-
guiding capabilities of the waist. Therefore, small samples and a correct placement are a pre-
requisite for spectroscopy of surface adsorbed samples. If the sample interferes with the mode
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conversion and/or the light guiding capabilities, an immediate drop in the transmitted power can
be observed and the process can be repeated, after removing the misplaced/missized sample.
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CHAPTER 3
Spectroscopy of single organic dye

molecules – Theoretical background

Since the first detection and spectroscopic investigation of a single molecule within a solid [5]
and a solution [44], single molecule spectroscopy (SMS) has been demonstrated for many dif-
ferent combinations of molecules and environments. Measurements with single molecules are
performed in many different scientific fields from bio-physics [45] to quantum optics [7]. This
wide interest stems from the fact that SMS allows the study and manipulation of a single quan-
tum system. It gives insight into the processes in the molecule sample, such as flipping of
molecular groups and guest-host interactions or transport processes, e. g., through cell mem-
branes. For this purpose, the understanding of the interaction between a single molecule and the
surrounding medium, such as a solution or a crystal is necessary.

In this chapter, some fundamentals of single molecule spectroscopy, focused especially on
crystal-embedded single dye molecules are explained. After introducing the energy levels and
optical transitions in organic dye molecules, the characteristics of single molecule spectroscopy
are explained. The last part covers the characteristics of the sample system used for SMS in this
work.

3.1 Optical properties of organic dye molecules

An organic dye is a soluble substance, which appears to be colored because of its light absorbing
behavior: When dye molecules are illuminated with light of the visible range from 400 nm to
800 nm, the latter will be partly absorbed and reflected. The absorbed light has a specific wave-
length λ and its absence in the reflected light causes the human eye to perceive a specific color.
Since visible light has a relatively low energy, low-energy electronic transitions are necessary.
The coloring properties of dye molecules depend on their internal energy structure, caused by
intramolecular interactions and interactions with the surrounding environment.
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Figure 3.1: Simplified Jablonski diagram of an organic molecule, showing three electronic lev-
els S0, S1 and T1, their vibronic substructure (denoted with v and v

′
) and the phonon levels

(denoted with p, for clarity only in S1 and T1). Radiative transitions are denoted with solid
arrows: black and upward (absorption), black and downward (fluorescence), gray and down-
ward (phosphorescence). Non-radiative transitions are denoted with dashed arrows: intersystem
crossing (ISC, green), vibrational relaxation (VR, red) and internal conversion (IC, orange). For
details see text.

3.1.1 Transitions and energy levels in molecules

Typical dye molecules at room temperature possess many possible transitions leading to a very
broad absorption and emission spectrum. Since the emitted radiation depends only on the rel-
ative position of the energy levels and the preferred transitions, it is characteristic for the in-
vestigated molecule. To visualize the transitions of a molecule, a Jablonski diagram is used. It
shows the possible radiative and non-radiative relaxations between different energy levels and
the possible energy levels, see fig. 3.1. The electronic ground state is denoted with S0. Electrons
are fermions and since two identical fermions cannot occupy the same quantum state (Pauli ex-
clusion principle), the only possible level population is paired and antiparallel. This results in
a total spin of S = 0 and a spin projection quantum number of ms = 0. Such a state is called
singlet state. Higher electronic states are the singlet state S1 and the triplet state T1. When a
molecule is excited, the electrons do not share the same level necessarily, allowing also unpaired
and parallel spins. If the population consists of two unpaired electrons, the state is called triplet
state and has a total spin of S = 1 and therefore three possible projections ms = 1, 0, 1. Higher
electronic states are not shown here since for a dye molecule the excitations take place in the
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visible range, and thus within these three levels. Due to many possible vibrational states of the
molecule, every electronic state splits into several vibronic states of different energy, denoted
with v for S0 and v

′
for S1. As the molecules in this work are either surface adhered or built

into a solid organic matrix, rotations, which would further split the energy levels, are not shown
here. Furthermore, dye molecules embedded in a crystal possess phonon levels. Phonons are
quantized vibrations of the surrounding solid, e. g., the crystal lattice. Phonon levels cannot be
resolved since they have a broad spectral distribution.

Absorption

To excite a dye molecule via absorption of an optical photon, the energy of the excitation light
has to match the discrete energy difference ∆E = hν = hc/λ between the electronic ground
state and the excited state (ν: frequency, λ: wavelength of the irradiated light, c: speed of light,
h: Planck constant). When a molecule within a crystal is excited by a laser, the absorbance of
a photon with the energy ∆E takes place from the vibrationless electronic ground state S0 to
a specific vibrational or phonon level of the first excited electronic state S1, according to ∆E.
Due to the surrounding crystal, vibrations are effectively damped and non-radiative transitions
lead to a decay to the vibrationless ground state. As mentioned before, the triplet state T1 has
a different total spin, therefore transitions from the ground state directly to the triplet state are
forbidden due to total spin conservation and the selection rule (∆S = 0).

Non-radiative transitions

In molecules, many different processes exist, which result in a non-radiative energy transfer
between energy levels. Three main processes are responsible for this energy dissipation: inter-
system crossing (ISC), vibrational relaxation (VR) and internal conversion (IC). A molecule is
excited from the electronic ground level to a specific vibrational state of the excited electronic
state according to the Franck-Condon factor (cf. sec. 3.1.2). This external perturbation brings the
molecule out of thermal equilibrium. Internal vibrational relaxation, caused by interaction with
the environment, transfers the vibrational energy partially to the surrounding medium within
times of picoseconds and the initially excited vibrational mode is transferred to the lowest vi-
brational state. In the Jablonski diagram in 3.1, these processes are denoted with red dashed
arrows, they can only occur within a given electronic state. If the non-radiative transition is not
within an electronic level but from a higher to a lower electronic level of same spin multiplicity,
it is termed internal conversion (orange arrow in fig. 3.1) and the molecular spin-state remains
the same. The electronic energy is converted into vibrational energy and the access energy is
dissipated as heat. For higher electronic excited states, the overlap of the vibrational wavefunc-
tions strongly increases, therefore making the internal conversion between them very probable
as described by the Franck-Condon factor (cf. sec. 3.1.2). A non-radiative decay of the S1 to
the ground state S0 is, due to the energy difference of both states and the small overlap of the
vibrational eigenfunctions, very unlikely, but also a decay to the first excited triplet state T1

is possible. The necessary spin-flip can be induced if the spin-orbit coupling is strong and, as
required by energy conservation, the vibrational levels of the two excited states overlap. This is
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vibrational relaxation 10−12 s to 10−10 s
intersystem crossing 10−10 s to 10−8 s
internal conversion 10−11 s to 10−9 s

Table 3.1: Typical times for non-radiative transitions in a molecule [46].

more likely for molecules with heavy atoms, since the spin-orbit coupling is proportional to Z4,
where Z is the atomic number. The intersystem crossing is denoted with green arrows in fig. 3.1.

All these non-radiative processes are independent of each other. Their different transition
times can be seen in tab. 3.1. Due to the transition probabilities an excitation from S0 to a higher
electronic level is followed by a typical sequence: first, a transition via vibrational relaxation
within S1 to the vibrational ground state is performed. If no photon is emitted, a further decay
can occur via an internal conversion to the ground state, which is rather improbable due to the
high number of phonons to be emitted [47] or via intersystem crossing to any vibrational level
of T1. After a further internal conversion to the vibrational ground state of the triplet state,
the molecule can return into the ground state by emission of a phosphorescence photon or an
intersystem crossing to the ground state, followed by a vibrational relaxation to the vibrational
ground state of the electronic ground state.

Emission

After the molecule underwent internal non-radiative transitions, it can decay directly from the
vibrational ground state of S1 to any of the vibrational states of the electronic ground state by
emitting a photon. This emission process is called fluorescence (black downward pointing ar-
rows in fig. 3.1) and because of the energy loss due to non-radiative decays, the emitted energy is
smaller than the one absorbed before: ∆Ea > ∆Ef . This shifts the wavelength of fluorescence
to longer wavelengths than the absorption wavelength. The energy of the fluorescence photon is
reduced by the energy of all involved non-radiative processes: ∆Ef = ∆Ea − ∆Enr. To de-
scribe the relative proportion of the fluorescence decay of the overall decay rate, the fluorescence
quantum yield is introduced:

Φf =
kf

kf + knr
(3.1)

with fluorescence and non-radiative decay rates kf and knr. Therefore, high fluorescence quan-
tum yields can be found for molecules with low IC and ISC rates. The ISC rate leads to the
triplet quantum yield Φf , which characterizes the relative proportion of the transitions from T1

to the ground state of the overall decay rate:

ΦT =
k23

k21 + k23
(3.2)

with k23 as the ISC rate from S1 to T1 and k21 as the decay rate from S1 to S0. The reciprocal
value of the fluorescence decay rate and all non-radiative decay rates is the lifetime of the excited
electronic state S1:

τf =
1

kf + knr
(3.3)
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Typically, this fluorescence lifetime is between 10−10 s and 10−7 s. If the molecule does not
decay radiatively from the singlet state, but from the triplet state, this process is called phospho-
rescence and also ends up in any of the vibrational levels of the electronic ground state (gray
downward pointing arrows in fig. 3.1). The decay to the electronic ground state from the triplet
state includes a spin-flip. The triplet state has a lower energy as the first excited singlet state and
therefore the energy of the emitted phosphorescence photon is smaller, than that of fluorescence:
∆Ef > ∆Ep. As the transition from a triplet to a singlet state is forbidden due to spin selection
rules, the lifetime can reach up to a few seconds.

Optical lineshapes of dyes in organic crystals

When dye molecules are embedded in a host, phonon states yield a large number of additional
energy levels and possible transitions. For the lineshape of such a guest-molecule, these phonons
and their energies have to be taken into account. Analogously to the harmonic oscillator, the
energy of a vibrational state with the angular frequency ωph and n phonons is En = (n +
1/2)~ωph. The the mean occupation number 〈n〉 of a state at the temperature T is determined
by Bose-Einstein statistics [48]:

〈n〉 =
1

exp(~ωph/kBT )− 1
(3.4)

The mean occupation number 〈n〉 and therefore the number of possible transitions in which
phonons are involved is strongly dependent on the temperature. For high temperatures, the large
number of these additional transitions leads to a very broad absorption and emission spectrum,
represented by the so-called phonon sideband. When T → 0 K, the number of phonons is
strongly reduced and the spectrum is dominated by a narrow band which consists of the pure
electronic transitions to the vibronic levels. It is called the zero-phonon line (ZPL) and is cen-
tered at a frequency ν0, which is the same for absorption and emission. Such a combination of
ZPL and phonon sideband exists for every transition from the electronic ground state to the cor-
responding vibrational levels, e. g. the absorption S0

0 → S0
1 is named 0-0 transition. Accordingly,

S0
0 → S1

1 is the 0-1 transition. Fig. 3.2 schematically shows the shape of an absorption profile of
a molecule within a matrix at low temperatures of a selected transition. The ZPL has the shape
of a Lorentzian. The elastic scattering of a crystal phonon at the molecule can cause a shift of
the energy levels, leading to a change in the phase of the dipole oscillation. At low tempera-
tures, this dephasing effect is negligible and the width δν corresponds to the natural linewidth
of the transition of the molecule, which is typically 10 - 100 MHz. The phonon sideband is a
superposition of all participating phonon transitions. Since the number of these phonon transi-
tions is a number of discrete and independent events, the phonon sideband yields a Poissonian
distribution. At high temperatures, when the number of phonons is strongly increased, the shape
is approximately a Gaussian. With a width of round about 1 THz [49], the phonon wing is much
broader than the ZPL. The shift between ν0, the center of the ZPL, and the center of the phonon
wing corresponds to the energy shift of the pure electronic transition and the phonon levels. It is
usually between 0.5 THz and 6 THz [49]. For high temperatures, when the number of phonons
is increased, the ZPL is broadened via dephasing and overlapped by the broadened phonon side-
band. Due to non-radiative transitions, for absorption, the the phonon sideband is located on
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Figure 3.2: Schematic of an absorption profile of a selected transition in a single molecule
embedded in host matrix at low temperatures. It consists of a phonon sideband and a zero-
phonon line with a Lorentzian shape centered at ν0 and the width δν.

the high energy side of the ZPL, while for emission, it is located on the low energy side. The
intensity of the zero phonon transition with respect to the phonon transitions, is expressed with
the Debye-Waller factor:

αDW =
IZPL

IZPL + IPSB
(3.5)

with IZPL and IPSB as the integral intensities of the zero-phonon line and the phonon sideband.

3.1.2 Transition probabilities in molecules

At low temperatures, when the number of phonons is strongly reduced and the spectrum is
dominated by the ZPL, the transition probabilities can be treated approximately by a two-level
system.

Einstein coefficients

When the transition probability between two states Ei and Ek is different from zero, a transition
Ei ↔ Ek can be observed and radiation is absorbed or emitted.

If the molecule is within an electromagnetic field with the spectral energy density ρ(ν) =
n(ν)hν, with n(ν) as the spectral number density of photons, the probability for the molecule
to absorb a photon per second and to pass from an energetic lower to a higher state |i〉 → |k〉 is

Pik = Bik · ρ(ν) (3.6)

The constantBik is called Einstein coefficient for induced absorption and it is only dependent on
the specific transition |i〉 → |k〉 of the molecule. The energy of absorbed photons has to match
the energy difference between both states, hence hν = (Ek − Ei).
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An excited molecule can loose its excitation energy via spontaneous emission of a photon.
This process is independent of an external electromagnetic field and the according probability
for the transition from the level of higher energy |k〉 to the level of lower energy |i〉 via the
emission of a photon with the energy hν = (Ek − Ei) is

P spontan
ki = Aki (3.7)

Here, the constant Aki is the Einstein coefficient of spontaneous emission. The average emitted
power during the spontaneous emission follows directly as the product of probability and energy
of the emitted photon:

〈P̃ 〉 = Aik · h · νik (3.8)

When the radiation field forces a molecule to decay from the excited state |k〉 to the ground state
|i〉 via the emission of a photon, the probability of this induced emission is

Pki = Bki · ρ(ν) (3.9)

with Bki as the Einstein coefficient of the induced emission. Induced emission is an important
process for the occurrence of Rabi oscillations, which can be observed for the emission char-
acteristics of a molecule for short times (cf. sec. 3.2.3). If the fluorescence is emitted via the
transition from the S1 state, the fluorescence decay rate corresponds to the Einstein coefficient:

kf = τ−1
f = P21 = A21 (3.10)

Another way of characterizing an absorption process is the intensity loss of an electromagnetic
wave with the initial intensity I0, traveling through a medium along the z-axis. It is described
by the Lambert-Beer law:

dI = −α(ν)Idz ⇒ I(z, ν) = I0(ν) · exp[−α(ν) · z] (3.11)

The frequency dependent absorption coefficient is denoted α(ν) and describes the strength of
the attenuation of the light beam passing the medium. It is proportional to the number density n̄
of absorbing molecules N in the sample volume V :

α(ν) = n̄ · σ(ν) (3.12)

This defines the absorption cross section σ(ν) as the effective area of a molecule that a photon
needs to impinge on in order to be absorbed. At very low temperatures, when the optical ab-
sorption profile becomes the narrow ZPL, the absorption cross section of a single molecule on
resonance approaches the fundamental value of

σZPL =
3λ2

2π
(3.13)

with the excitation wavelength λ. While the typical absorption cross section of a dye molecule
at room temperature with λ = 500 nm is approx. σ = 4× 10−16 cm2, this increases for the
fundamental limit to approx. σZPL = 1× 10−13 cm2. For spectroscopy with a TOF the situation
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is slightly different and the effective mode area Aeff of the fiber mode has to be taken into
account (cf. sec. 2.1.3).

In practical applications, usually the frequency dependence of an absorption or emission
process has to be taken into account. To relate the Einstein coefficient for absorption Bik, which
was defined for an energy density which is constant over the frequency range, to the absorption
cross section σ(ν), the coefficient has to be expressed for a monochromatic, directed wave. This
leads to the cross section σik(ν) per molecule for a transition |i〉 → |k〉 [50]:∫

σik(ν) · dν =
2πν~
c

Bik (3.14)

The integration is carried out over all frequencies of the spectral profile of the absorption line.

Franck-Condon principle and transition dipole moment

For a full understanding of the optical properties of dye molecules, the energy structure of mol-
ecules has to be considered. This leads to a very complex many-body problem, containing the
nuclei and the electrons. The resulting Schrödinger equation has no analytical solution and even
a numerical solution is outstandingly difficult. Therefore, the problem is solved using the so-
called Born-Oppenheimer approximation [51]. The mass of the nuclei is much bigger than the
mass of the electrons. This leads to a much greater velocity of the electrons compared to the
nuclei which means that electronic dynamics are instantaneous compared to movements of the
nuclei. The movement of the nuclei is therefore so small compared to that of the electrons that
it is supposed to be fixed during electronic transitions. The total wavefunction of the molecule
Ψ(r,R), which is dependent on the positions of the electrons r and the positions of the nuclei
R, can thus be written as a product of nuclear (thus also including vibrational and rotational
components) and electronic parts:

Ψ(r,R) = φelectrons(r) · χnuclei(R) (3.15)

This separation allows the separate treatment of both wavefunctions. By assuming a fixed po-
sition for all nuclei, the Schrödinger equations of the electrons can be solved for this nuclear
positions. This process is repeated for all possible nuclear positions, which maps out the en-
ergy of the molecule with respect to the nuclear constellation. The energies E can be plotted in
dependence of the coordinates of the nuclei R, resulting in the potential energy surface of the
molecule. The potential energy surface represents the energy which is necessary to move the nu-
clei within the molecule. The minimum of a potential energy surface represents the equilibrium
nuclear constellation. Fig. 3.3 shows a schematic of the potential energy surfaces for the elec-
tronic ground state S0 and the first excited state S1 as a function of the nuclear coordinates R.
Possible vibrational states are given and denoted with ν for the ground state and ν

′
for the first

excited state. For each vibrational state, the vibrational wavefunction for the nuclei coordinate
χ(R) is sketched.

The organic molecules used in this work are typically embedded in a host crystal which
leads to additional phonon levels. The phonon interactions can be included in the nuclear parts
within the Born-Oppenheimer approximation, leading to additional states in the vibrational level
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Figure 3.3: Schematic plot of the potential energy surfaces for the electronic ground state S0

and the first excited state S1 as a function of the nuclear coordinates R. For each vibrational
level, the vibrational wavefunction χ(R) is given. Both arrows denote a radiative transition in
the molecule: (a) absorption and (b) emission.

structure. These levels are not shown in fig. 3.3. From the vibrational wavefunction χ(R), the
probability density ρ(R) = |χ(R)|2 can be determined. For large ν and ν

′
, ρ(R) only gets large

close to the potential energy surface. These are the classical turning points of the oscillation of
the molecule.

A molecule can be approximated as an electromagnetic dipole, which absorbs and emits
electromagnetic radiation. For every dipole, an electric dipole operator d̂ can be defined, which
characterizes the strength of these two effects. Besides the electrons with the position vector ri,
also the nuclei with the charge Ze and the position vectors Rj add to the dipole operator:

d̂ = −e
∑
i

ri + Z1eR1 + Z2eR2 + . . . = d̂el + d̂N (3.16)

The coupling strength of a transition between two energy levels Ei → Ek is defined by the
matrix element of the dipole operator [52]:

Dik =

∫
Ψ∗i d̂Ψk dr · dR (3.17)
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The integration dr is carried over the configuration space of the electrons, dR over the nuclear
coordinates of the molecule. The average power, emitted by a dipole in all directions during
such transition is defined as [52]

〈P̃ik〉 =
4

3

ω4
ik

4πε0c3
|Dik|2 (3.18)

Here, the angular frequency of the transition is denoted ωik = 2πνik. To simplify the transi-
tion dipole moment, the Born-Oppenheimer approximation can be used and the wavefunctions
of Dik can be separated into electronic and vibrational parts. Since only transitions between
different electronic levels are of interest, it can be shown [52] that the intensity of a transition is

Iik ∝ |Del
ik|2 · FC(νi, νk) ·HL(Ji, Jk) (3.19)

Hence, the intensity of a spectral line of a transition is determined by three factors: the electronic
part of the matrix element |Del

ik|2 assigns the probability for an electronic transition between the
two states. The second factor is the so-called Franck-Condon factor FC(νi, νk) = |〈χk|χi〉|2.
The Franck-Condon factor predicts which transitions between vibrational levels of the two elec-
tronic states are most probable: since the coordinate of the nuclei is not changing during the
transition (cf. Born-Oppenheimer approximation), vertical transitions can be assumed between
both potential energy surfaces of fig. 3.3. A transition is more probable, the larger the overlap
between the vibrational function in the ground state and the excited state is. In fig. 3.3, these
two most probable transitions are denoted with the arrows. The last factor is the so-called Hönl-
London factor, which determines the spatial distribution of the emitted radiation [50].

3.1.3 Optical Bloch equations

When a dye molecule is coherently excited via laser light, the photophysical dynamics of the
molecule consist of two components: a coherent coupling between the electronic ground state
(S0, abbreviated |1〉) and the first electronic excited state (S1, abbreviated |2〉), driven by the
coherent laser and coupling to incoherent transitions, causing radiative and non-radiative tran-
sitions between the electronic levels. A crystal-embedded dye molecule can be treated like a
purely electronic three level systems with T1 (abbreviated |3〉). This is possible since all vibra-
tional states are damped and decay within picoseconds but the transitions between the electronic
levels take place within nanoseconds, thus much slower. Therefore, all photophysical processes
can be treated as transitions between the purely electronic levels, without taking into account the
splitting to vibronic sub-levels. The time dependent wave function for such a three level system
system is

|ψ(t)〉 = c1(t)|1〉+ c2(t)|2〉+ c3(t)|3〉 (3.20)

where the amplitude coefficients are denoted with ci(t). By defining the density operator [53]

ρ̂ = |ψ(t)〉〈ψ(t)| (3.21)

the 3 × 3 density matrix can be deduced. It contains the maximum possible information which
can be deduced from the system and describes the current state of the molecule. The density
matrix elements are

ρij = 〈i|ρ̂|j〉 = 〈i|ψ(t)〉〈ψ(t)|j〉 = ci(t)c
∗
j (t) (3.22)
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While the diagonal elements ρii are the probabilities to find the molecule in the specified state
(with ρii = |ci|2 as the probability for state |i〉) , the off-diagonal elements ρij are the probabili-
ties to find the system in a coherent superposition of two states. The excitation with an external
field, e. g. laser causes a disturbance which leads to a time evolution of the system, hence for the
density operator. From the time dependent Schrödinger equation the Liouville-von Neumann
equation can be deduced, which describes the time evolution of the density operator [53]:

˙̂ρ =
1

i~
[Ĥ, ρ̂] (3.23)

with ~ as Planck’s reduced constant. The total Hamiltonian is given by Ĥ = ĤE + ĤI +
ĤR, where ĤE is the stationary Hamiltonian of the unperturbed three level system and the
Hamiltonian for the interaction between excitation light and molecule ĤI = −d̂EL. Here,
d̂ is the dipole operator of the molecule and EL the electric field amplitude of the laser light
which includes the polarization. The Hamiltonian for all other relaxation processes ĤR takes
into account spontaneous emission and all other perturbing effects, which cause the excited state
to depopulate. With the electric dipole and rotating-wave approximation, thus assuming that
the molecule is large compared with the wavelength of the excitation light and neglecting all
processes which are counter-rotating to absorption and emission (i. e. all emitted photons during
absorption and all absorbed photons during emission), the optical Bloch equations for a three
level system can be derived as equations of motion for the elements of the density matrix [54]

ρ̇11 = k21ρ22 + k31ρ33 + iΩ/2(ρ21 − ρ12) (3.24)

ρ̇22 = −(k21 + k23)ρ22 + iΩ/2(ρ12 − ρ21) (3.25)

˙ρ33 = k23ρ22 − k31ρ33 (3.26)

˙ρ12 = −iΩ/2ρ11 + iΩ/2ρ22 + (i∆− Γ2)ρ12 (3.27)

These equations fully describe the behavior of a three level system which interacts with a coher-
ent light field and no coherent coupling between the singlet and triplet state exists (ρ13 = ρ23 =
0). The sum of the diagonal elements of the density matrix is one: Tr(ρ̂) = ρ11 +ρ22 +ρ33 = 1.
The incoherent transition rates are denoted with kij and ∆ = ω0 − ω is the detuning of the
excitation laser frequency ω with respect to the resonance frequency of the molecule ω0. The
dephasing rate of the S0–S1 coherence is denoted with Γ2 = 1/2T1 + 1/T ∗2 and consists of the
lifetime of the excited state T1 and the pure dephasing time T ∗2 , compare eqn. 3.31. The interac-
tion between the oscillating electric field of the laser and the states of the molecule is defined by
the Rabi frequency Ω:

Ω =
|D21 ·EL|

~
(3.28)

with D21 = 〈2|d̂|1〉 as the matrix element of the dipole operator. By solving the Bloch equations
for different conditions, different situations for the molecule can be treated and can be found in
detail elsewhere [55]. When the laser is switched on for t = 0, for t → 0 (transient solution)
the time dependent population of the first excited state S1 can be derived and for t→∞ (steady
state solution) line shape and saturation effects can be calculated. Some of it will be treated in
the next sections.
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3.1.4 Line shape broadening effects

When light is emitted by a molecule with a resonance transition frequency νik, the frequency is
not strictly monochromatic but distributed around a center frequency ν0 of the transition. The
distribution is expressed via the line shape function g(ν). Depending on the molecule and the
environment, these can be several broadening effects, resulting in different line shape functions.

Homogeneous line shape broadening

The homogeneous broadening covers all broadening mechanisms which are the same for every
molecule of the same kind within a sample. Like a classical electromagnetic source of radiation,
an excited molecule loses its excitation energy exponentially via radiation. The loss of energy
via spontaneous emission of an excited molecule can be described by the model of a damped
harmonic oscillator with the eigenfrequency ω0 and the damping constant γ. Because of the
decreasing amplitude of the oscillation, the angular frequency ω of the emitted radiation is not
monochromatic. The frequency spectrum of the emitted electromagnetic wave can be obtained
by a Fourier transformation and corresponds to a Lorentzian distribution [50]:

g(ω) =
1

2π

γ

(ω − ω0)2 + (γ/2)2
(3.29)

The maximum of the Lorentzian lineshape is located at the angular frequency ω = ω0. From
eqn. 3.10 it is known, that the lifetime of a state τi = 1/Ai is determined via the Einstein
coefficient of spontaneous emission. Therefore, the classical damping constant γ can be replaced
by the transition probability Ai. Since γ relates to the width of the Lorentz lineshape ∆ω =
2π∆ν via the Fourier transformation, this leads to

∆ν =
∆ω

2π
=
Ai
2π

=
1

2π · τi
(3.30)

for a transition from an excited stateEi to the ground stateE0. This defines the natural linewidth
∆ν of a transition, it is the full width at half maximum (FWHM) of the Lorentzian distribution.
The natural linewidth is a fundamental lower limit for the width of a spectral line. This is due to
the Heisenberg uncertainty principle: a state with a limited lifetime τ has an energy uncertainty
∆E = ~/τ . This leads directly to an uncertainty for the transition frequency ∆ν = ∆E/h
and hence to eqn. 3.30. For molecules, coupled with the environment, like organic molecules
embedded in a host matrix, further homogeneous broadening effects exist, mainly due to phonon
interactions. Although the coupling to the host phonons provide additional decay channels for
an excited molecule, which would result in a reduced lifetime of the excited state, a relaxation
from the excited state to the ground state only via phonons is rather improbable due to the large
energy difference between both states and the huge required number of phonon levels [47].
Nevertheless, the elastic scattering of a crystal phonon by the molecule can cause a shift of the
energy levels, leading to a change in the phase of the dipole oscillation. This dephasing effect
causes a temperature dependent broadening which adds to the homogeneous linewidth [56]:

∆ν(T ) =
1

2π · T1
+

1

π · T ∗2 (T )
(3.31)
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Here, T1 = τ is the lifetime of the excited state. The pure dephasing time is denoted with T ∗2 and
it is strongly dependent on the temperature. Moreover, it follows an Arrhenius-type equation,
which describes the temperature dependence of a chemical reaction [57]:

T ∗2 (T ) = T ∗2 (∞) · 1

exp(−Ea/kBT )
(3.32)

The activation energy is denoted by Ea and the Boltzmann constant by kB . The pure phase
relaxation time T ∗2 (∞) is a measure of the the phonon coupling. If T → 0 K, the number of
phonons is highly reduced and the dephasing can be neglected.

Beside lifetime broadening and temperature dependent line broadening, power broadening
can also occur. Since the transition probability has a Lorentzian lineshape itself, the saturation
of the transition is stronger in the center of the lineshape than on the wings. Therefore, power
broadening leads to a compression of the absorption profile and a line broadening. To calculate
the influence of the excitation power on the homogeneous linewidth, the steady state solution
of the optical Bloch equations 3.24 - 3.27 ( ˙ρ11 = ˙ρ22 = ˙ρ33 = ˙ρ12 = 0) has to be found.
The power dependent excitation linewidth for a single molecule has a Lorentzian lineshape and
is [56]:

∆ν(I) = ∆ν0

√
1 +

I

IS
(3.33)

with ∆ν0 as the natural linewidth. The excitation intensity is denoted by I and the saturation
intensity of the molecule on transition is denoted by IS [56]:

IS =
εc~2(k21 + k23)

|D21|2(2 + k23/k31)T2
(3.34)

with D21 as the matrix element of the dipole operator and the dephasing rate 1/T2 = 1/2T1 +
1/T ∗2 . The saturation intensity IS is defined such that when I = IS on resonance, one quarter of
the molecules will be excited in the steady state. When the triplet state is ignored, the difference
in the population of ground state and excited state can be expressed by [58]

n1 − n2 =
n

1 + I
IS

(3.35)

with n as the total number density of molecules and ni as the number density of the molecules
in the energy state Ei. By applying the steady-state solution for the optical Bloch equations for
the excited state, the population inversion is found to be [58]

ρ11 − ρ22 =
1

1 + 2Ω2/Γ2
2

(3.36)

By comparing eqn. 3.35 and eqn. 3.36, an expression for the saturation intensity IS can be found
in terms of the Rabi frequency Ω [58]:

I

IS
=

2Ω2

Γ2
2

(3.37)
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The fluorescence emission rate R for a single molecule is also dependent on the excitation in-
tensity and can be derived as [56]:

R(I) = R∞
I/IS

1 + I/IS
(3.38)

Here, R∞ is the fully saturated emission rate [56]

R∞ =
(k21 + k23)Φf

2 + k23/k31
(3.39)

with Φf as the fluorescence quantum yield (cf. eqn. 3.1).

Inhomogeneous line shape broadening

The effect of inhomogeneous broadening covers all broadening mechanisms which are different
for every molecule within a sample. For crystal-embedded molecules this is caused by guest-
host interactions. In host materials, the local environment for every embedded molecule can vary
due to imperfections like structural defects or local tension, caused by external perturbations of
the crystal structure or by the embedded molecule itself, cf. fig. 3.4(a). These perturbations can
cause varying electric fields or field gradients or varying strain fields at the position of every
embedded molecule [59]. Without these perturbations, each of the guest molecules would have
a homogeneously broadened Lorentzian lineshape. Since for every guest molecule the external
effects are different in cause and strength, they cause a shift of the transition frequency around
the center frequency ν0 with respect to the unperturbed molecular transition and the absorption
band of the molecular ensemble is a superposition of these Lorentzian lineshapes and there-
fore broader. Such an inhomogeneously broadened absorption line is schematically shown in
fig. 3.4(b). The overall line profile of this inhomogeneously broadened lines can have different
shapes depending on the environment the molecules are embedded in. When the transition fre-
quencies are distributed over a large spectral range, like in polymers, where the embedded mole-
cules are unsorted and therefore a higher degree of structural disorder is present, the inhomoge-
neous lineshape has a Gaussian shape and is usually very broad (∆ν > 1000 GHz [49]). Crys-
tals however, offer a highly ordered lattice with a limited number of orientations for the guest
molecules. This strongly reduces the possible interactions and the inhomogeneous linewidth
(∆ν = 1− 100 GHz [49]).

For a full determination of the shape of an inhomogeneously broadened line, the defect con-
centration has to be taken into account. A low concentration of defects induces a Lorentzian
lineshape [59, 60]. If the defect concentration is slightly higher, the different configurations of
nearby defects causes the lineshape to show a so-called "satellite structure" [60]. For a very
large defect density with at least half the sites occupied by defects, the lineshape becomes Gaus-
sian [60].

In contrast to homogeneous broadening, inhomogeneous broadening does not depend on
temperature. At low temperatures (T < 20 K) [61], inhomogeneous broadening is the domi-
nating effect for the width of an absorption band, at higher temperatures it is the homogeneous
broadening.
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Figure 3.4: Schematic of the origin of inhomogeneous broadening for molecules embedded in
a host-crystal. (a) shows molecules (red, numbered) embedded in a matrix in different local
environments, due to imperfections of the material. (b) shows the resulting inhomogeneous
broadened absorption line (black), formed as a superposition of the Lorentzian homogeneous
profiles of the molecules (red, numbered accordingly). The inhomogeneous line is distributed
around the center frequency ν0.

3.2 Spectroscopy of single molecules

Conventional molecule absorption and fluorescence measurements deal with the investigation
of molecular ensembles. Therefore, all gathered information is always the superposition of all
participating single emitters. The properties of a single molecule cannot be deduced from this
average result. E. g. from a constant fluorescence rate of an ensemble, the conclusion that every
participating emitter also shows a constant emission rate is not valid, e. g., particular molecules
can show blinking, an occasional fluorescence emission.

The investigation of single molecules facilitates to overcome this limitation and allows to
directly examine the special characteristics of only one emitter. Single molecule spectroscopy
(SMS) reveals precise information on the interaction between the radiation field of the excitation
light and one molecule, which represents an easy accessible single quantum system and allows
insights into the interactions between the surrounding and the single emitter.

To perform spectroscopic single molecule experiments, two requirements have to be ful-
filled: only one molecule in the volume is under study and the emitted light has to be distin-
guishable from the experimental noise. While the first demand can be fulfilled relatively easy
via spatial or spectral selection, the second one requires the choice of the right sample system
and a careful preparation of the experimental setup.

3.2.1 Spatial and spectral selection

For the investigation of a single molecule, it is essential to make sure that only one molecule
is excited. This means that the sample volume which is illuminated with light of a certain
wavelength must only contain one absorbing dye molecule. This can be reached in two different
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Figure 3.5: Schematic of the principle of spectral selection. At low temperatures, the inhomo-
geneous line is the superposition of homogeneous profiles of the excited single molecules. Due
to the overlap of absorption lines, close to the center no single molecule can be excited (broad
black arrow). If the laser frequency is detuned to the wing of the inhomogeneous line, single
molecules can be excited, since they do not overlap (broad red arrow).

ways: for spatial selection, the number of absorbers irradiated by the excitation light is reduced
to one, either by lowering the concentration within the sample, by reducing the sample volume
or by focusing the excitation laser beam onto a small volume of the sample. To take advantage
of spatial selection for experiments with a confocal microscope, doping concentrations down to
10−9 mol/mol and sample thicknesses of ∼ 1 µm down to 80 nm were used in single molecule
experiments [42] [62].

However, if SMS is performed with nanofibers and the molecular sample is excited via the
fiber, spatial selection is not possible, since all molecules with the same excitation frequency on
the TOF will be excited and the reduction to only one single dye molecule within the sample
is in a actual fact impossible. As mentioned in sec. 3.1.4, crystal-embedded molecules show
inhomogeneous broadening due to guest-host interactions. Differences in the local environment
for every molecule cause a shift of the transition frequency around the center frequency ν0. At
low temperatures, the absorption band of the molecular ensemble is the superposition of these
homogeneous lifetime-limited lineshapes, generating an inhomogeneous line. The distribution
of the transition frequencies is not homogeneous, yielding larger distances between the shifted
frequencies in the wings of the inhomogeneous line. If the width of such a shifted absorption
line is less than the distance to the next shifted line, a single molecule transition can be resolved,
which can then be addressed with a narrowband laser. This procedure is called spectral selection
and is schematically shown in fig. 3.5.

However, the inhomogeneous broadened absorption line is only as smooth as depicted as
in the figure when a very large number of molecules is present. Since it is a superposition of
homogeneous lines with widths up to 1000 times narrower than the inhomogeneous line, the real
shape shows reproducible fluctuations during a laser scan, depending on the average number of
absorbers N̄H in the probed volume with center frequencies within one homogeneous width of
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the excitation frequency. This “spectral noise” which is present on the absorption line, is called
statistical fine structure (SFS) [63] and its absolute height scales with

√
N̄H (for N̄H � 1).

Since the observation of SFS precedes the single molecule detection, it is often used as a “test
signal“ to optimize the experimental setup [64]. Thus, the matrix material has to be chosen in a
way, that it offers a slight inhomogeneity for the embedded dopants, resulting in an acceptable
inhomogeneous broadening.

3.2.2 Further requirements for single molecule spectroscopy

To fulfill the two basic conditions for SMS, several further requirements have to be met. They
concern the design of the experiment and the choice and preparation of the sample. The re-
quirements listed here are universally valid for different guest/host systems and experimental
methods, but focus particularly on SMS with TOFs. These requirements represent the optimum
conditions for SMS, allowing a high resolution experiment with the best possible signal-to-noise
ratio.

sample system The use of a matrix for the molecule allows one to take advantage of inhomo-
geneous broadening and to increase the photostability of the molecule dramatically. Since
the dopants are immobile, it offers a fixed orientation for the dipole moment of the mol-
ecule. The dye molecule and the host matrix have to be chosen in a way that doping is
possible. For a crystalline host, the sizes and structure of both molecule types should allow
the proper growth of doped crystals. The dye molecules have to offer special optical prop-
erties: A high absorption cross section for the used wavelength increases the probability to
excite the molecule. A dye with a high fluorescence quantum yield yields an intense ZPL.
A high fluorescence yield can only be fulfilled if the ISC rates to the metastable triplet
state are low. A narrow ZPL can be obtained by a system, where the lifetime of the first
excited state S1 is relatively long. When the transition of the lowest electronic transition
is placed in the mid-visible, standard tunable single-frequency dye laser can be used.

sample preparation A high sample quality, especially crystal quality is decisive for a low
electron-phonon coupling between the dopant and the matrix. The latter reduces the width
of the ZPL and can have a positive influence on the photostability of the dye molecule.
Keeping the sample small with low dopant concentrations allows one to spatially select
single molecules. Small samples are particularly important for spectroscopy with TOFs,
since they only minimally effect the light guiding ability of the TOFs. However, too small
crystals have a negative effect on the photostability of the dye and the crystal quality in
general.

experimental design A tunable narrow-band excitation laser allows efficient spectral selection.
To maximize the signal-to-noise ratio, the fluorescence light has to be collected efficiently
from the single molecule and guided with low losses to a sensitive detector with low dark
counts. Since the emitted fluorescence from the molecules is collected with the TOF, the
wavelength of the fluorescence light should be significantly different from the excitation
wavelength so that the latter can be suppressed by appropriate spectral filtering. Keeping
the excitation intensity below the saturation intensity avoids power broadening and the
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generation of noise by scattered light. The possibility to cool down the whole sample to
cryogenic temperatures leads to small homogeneous linewidths.

3.2.3 Properties of a molecule as a single photon source

Fluorescence intensity autocorrelation

The ultimate identification of a single molecule as a single quantum emitter involves the investi-
gation of the statistical behavior of its emitted light. All intra- and intermolecular dynamics are
reflected by the time distribution of the emitted light. For an analysis of the light emission statis-
tics of a single molecule, the emitted stream of photons and its fluctuations have to be carefully
recorded. This yields the fluorescence intensity autocorrelation for two light fields [65]

g(2)(τ) =
〈I(t) · I(t+ τ)〉
〈I(t)〉2

(3.40)

with

〈I(t) · I(t+ τ)〉 = lim
T→∞

1

T

∫ T

0
I(t)I(t+ τ)dt (3.41)

where t is the point in time when the intensity I(t) is measured. An autocorrelation function
measures if a variable at the time t has an influence on the variable at a later time t + τ . For
the description of the photon statistics of a single molecule, the number of emitted photons n(t)
per detection interval ∆t corresponds to the intensity I(t). The probability to detect a pair of
photons emitted by the molecule in time intervals [t, t+dt] and [t+τ, t+τ+dτ ] is proportional
to the probability P (S1, t) and the conditional probability P (S1, t + τ | S0, t) that the excited
singlet state S1 is populated at the time t and at the time t + τ , respectively. Here, conditional
probability means, the probability for the molecule to be found in S1 at time t + τ after it was
in S0 at time t. When the first emitted photon is detected, the molecule is projected into the
ground state S0 and the occupation probability of state S1 at time τ becomes P (S1, t + τ). All
photons are emitted from S1 and after an emission, the molecule can be found in S0. Thus, the
expression for g(2)(τ) becomes

g(2)(τ) =
P (S1, t)P (S1, t+ τ | S0, t)

P (S1, t)2
=
P (S1, t+ τ | S0, t)

P (S1, t)
(3.42)

The occupation probability can be expressed with the help of the matrix element ρ22 of the
optical bloch equations (cf. eqn. 3.25) and the fluorescence intensity correlation becomes [66]:

g(2)(τ) =
ρ22(τ)

ρ22(∞)
(3.43)

The optical Bloch equation for a 3-level system can be solved analytically using a Laplace
transformation and the population of the excited state |2〉 is obtained [54]:

ρ22(τ) =
Ω2

2

[
k31Γ2

λ1λ2λ3λ4
+

4∑
i=1

(λi + k31)(λi + Γ2)

λi(λi − λj)(λi − λk)(λi − λl)
exp(λit)

]
(3.44)
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with λi as the roots of a fourth degree equation, which is not given here and can be found in
literature [54]. For single molecules in a solid, one can distinguish between two different cases
for short and long separation times τ :

short times, τ → 0 A molecule performs radiative transitions between its electronic levels.
Therefore it can only emit one photon at a time and it has to be excited again before a
further photon can be emitted. This nonclassical phenomenon is called antibunching and
the correlation for successive photons has a minimum for τ = 0. Since antibunching only
occurs for a single quantum emitter and is covered by averaging effects even for a small
ensemble of single emitters, it is a direct proof of working with a single molecule. For
short times τ when the triplet state is negligible, the function g(2)(τ) can be approximated
by the expression [67]

g(2)(τ) = 1−B exp

(
−(Γ2 + k21)τ

2

)[(
Γ2 + k21

2Ω

)
sin(Ωτ) + cos(Ωτ)

]
(3.45)

with Γ2 = 1/T2 = 1/2T1 + 1/T ∗2 as the dephasing rate, k21 = 1/T1 as the fluores-
cence rate and the on-resonance Rabi frequency Ω. Possible stray light results in g(2)(0)
different from zero, which is accounted by the additional factor B in the equation. The
autocorrelation function g(2)(τ) shows a correlation dip, as expected for antibunching. At
low temperatures, when pure dephasing can be neglected and for low excitation intensities
(Ω� Γ2) eqn. 3.45 reduces to [67]

g(2)(τ) = 1−B exp(−3/4 · k21τ)

[(
Γ2 + k21

2Ω

)
sin(Ωτ) + cos(Ωτ)

]
(3.46)

and the width of the correlation dip where the function dropped to 1/e is approx. the
lifetime of the excited state S1. Near the antibunching, eqn. 3.45 shows Rabi oscillations
which are damped with the dephasing rate Γ2.

long times, τ � T1 For long times τ much bigger than the lifetime T1, the triplet state cannot
be neglected any more. After the Rabi oscillations are damped, a decay of the normal-
ized correlation function follows and g(2)(τ) reaches one. The decay is caused by triplet
transitions: Although very rare, once a transition from S1 to T1 is performed, no further
fluorescence can be observed as long as the triplet state is populated. After decaying back
to the ground state S0 via the emission of a phosphorescence photon, the molecule can
be excited again. This results in bunches of fluorescence photons when the molecule is
cycling through the singlet states S0 → S1 → S0, separated by dark intervals when the
triplet state is occupied. The triplet lifetime τT = 1/k31 is the average duration of a dark
interval. This temporal behavior of a single molecule photon emission is schematically
shown in fig. 3.6. For times τ within a bunch the probability for a further photon is higher
than outside the bunch, thus leading to g(2)(τ) > 1. The triplet state T1 consists of two
unpaired electrons and even without an external magnetic field, their mangnetic dipole-
dipole interaction leads to a split of the triplet state into three spin sublevels Tx, Ty and
Tz (zero field splitting) [68]. For molecules with D2h- symmetry1 like terrylene, which is

1Arises from mirroring the dihedral group in the horizontal plane.
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time

bunching

τT

antibunching

Figure 3.6: Schematic of the photon statistics of a single molecule. The emitted photons are
plotted as vertical bars against the time. The separation between two bunches of photons is the
triplet lifetime τT . For details see text.

used in this work (cf. sec. 3.3), the spins in the sublevels are polarized perpendicular to the
spin axes, which coincide with the symmetry axes of the molecule, e. g. the spin of Tx is
polarized in the y-z plane. Furthermore, for planar aromatic hydrocarbons both in-plane
levels Tx and Ty have similar decay rates, while the one of Tz is significantly different.
For a single terrylene molecule in p-terphenyl, like used in this work, for temperatures
above 17.5 K the normalized correlation function decays exponentially and at 5 K a bi-
exponential decay with typical time constants of λ1 = 490 MHz and λ2 = 3075 MHz can
be found [69]:

g(2)(τ) = 1 + C1 exp(−λ1τ) + C2 exp(−λ2τ) (3.47)

with the decay rates λ1, λ2 and contrasts C1, C2. The short-lived component of this decay
is associated with an unresolved combination of spin sublevels Tx and Ty and a long-lived
component attributed to the sublevel Tz [70]. The decay rate λ depends weakly on the
intensity of the excitation light I but strongly on the depopulation rate of the triplet state
k31 [69, 71].

Experimentally, the fluorescence autocorrelation is measured by dividing the photon stream
emitted by a single molecule by a 50 : 50 beam splitter and guiding both streams to two photon
counters. The counters record each photon and the time of arrival and the separation times can
be calculated later. The use of two photon counters allows to overcome the dead time of each
counter. Fluorescence antibunching has been first observed with sodium atoms [72]. The first
single molecule antibunching was realized for pentacene in p-terphenyl crystal by Moerner et
al. [73].

3.3 Sample systems

During the last decades, several different systems of guest-dye and host-matrices were inves-
tigated. For many of them, high-resolution, low-temperature SMS has been performed. In
sec. 3.2.2, the requirements for single molecule spectroscopy were listed. For the guest mole-
cule, investigations so far concentrated on large aromatic hydrocarbons (AHCs) with the lowest
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Figure 3.7: Structure formula of terrylene.

electronic transition in the visible spectrum of light, easily reachable for tunable dye lasers.
The host-matrices can be divided into three groups, namely single crystals (e. g. p-terphenyl,
naphthalene, anthracene), polymers (e. g. polyethylene, polystyrene, polymethyl methacrylate)
and Shpolskii matrices (e. g. hexadecane, tetradecane, nonane). Shpolskii matrices are frozen
solutions of n-alkanes, which are solvents for the dopant at room temperature but crystallize
at low temperatures [74]. In general, crystal hosts offer the most stable environment for em-
bedded molecules and spontaneous spectral diffusion is rare, depending only on defects in the
host structure. For low temperatures (T ≤ 2 K) when dephasing is negligible (cf. sec.3.1.4)
the linewidth is only lifetime limited. Polymers as amorphous hosts show fast changes in the
local structure which leads to spontaneous as well as light driven line shifts. Furthermore, even
at low temperatures, linewidths of embedded dyes don’t reach the narrowness of the other host
systems and vary from molecule to molecule [75, 76]. For Shpolskii matrices, in some cases
a light driven shifting has been observed. Altogether, crystals are the favored host system for
SMS [47]. In this work, terrylene is used as a dye and p-terphenyl as a host molecule. This
combination is well known and a vast number on measurements has been performed, e. g., on
pressure effects [77], the travelling of terrylene molecules along cracks within the crystal [78],
fluorescence lifetime measurements [79], optical switching [80], Stark-shift measurements [9],
persistent hole burning [81] and the observation of quantum jumps [82].

3.3.1 Terrylene as a fluorescent dopant

The dye terrylene (C30H16) is, as part of the rylen-dyes, an aromatic hydrocarbon. It consists of
three naphthalene molecules and the structure can be seen in fig. 3.7. The size of the molecule is
1.36× 0.67 nm2 [42]. In Shpolskii matrices, the transition dipole moment of the lowest singlet
electronic transition and the vibronic bands has found to be oriented along the long molecular
axis [83].

The quantum yield Φf has not been directly measured for terrylene, but for tetra-tert-butyl-
terrylene in dioxane, which serves as a structural analog. It has been found to be 0.7 at room
temperature [84].

The spectral characteristics of terrylene depend strongly on the surrounding environment.
For terrylene in two different solutions, the absorption and fluorescence properties are shown
in fig. 3.8. While fig. 3.8(a) shows the fluorescence and the fluorescence excitation in dichlor-
methane (DCM), fig. 3.8(b) shows the absorbance spectrum for a solution of terrylene and p-
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Figure 3.8: Spectral characteristics of terrylene in different solutions. (a) shows the fluores-
cence excitation (green dashed line) and the fluorescence (red solid line) spectrum of terrylene
in dichlormethane at room temperature (adapted from [85]). (b) shows the UV/Vis absorption
spectrum of an unsaturated solution of 2.3 mg/ml p-terphenyl and 46 ng/ml terrylene in toluene.
Measured by W. Scholdei at the MPI for Polymer Research in Mainz with a spectral resolution
of 1 nm [86].

terphenyl in toluene. Since p-terphenyl does no absorb in this spectral range, it has no contribu-
tion to the absorbance. In general, the shape of the absorbance in toluene has a similiar shape
as the fluorescence excitation in DCM. The spectral position of the peaks agrees well and the
solvent shift shows only a difference of about 2 nm. The absorption for terrylene ranges from ap-
prox. 400 nm to 600 nm with a maximum at approx. 560 nm. According to the Franck-Condon
principle and the transition probabilities in molecules, the fluorescence of terrylene in DCM
shows the expected mirror symmetry of the fluorescence excitation. Since the optical properties
of a fluorescence dopant like terrylene are highly influenced by the surrounding medium or the
matrix, resp., further optical characteristics will be presented with respect to the matrix material
used in this work.

3.3.2 p-Terphenyl as a single crystal host

Since the first investigation of terrylene in p-terphenyl as a sample system by S. Kummer et
al. [87, 88], it has become a system widely used for single molecule spectroscopy. Different
approaches were made to produce samples of this guest-host system suited for single molecule
spectroscopy: E. g. growth of very pure terrylene-doped p-terphenyl crystals via sublimation of
a mixture of these two compounds [42, 87, 88] or spin-coating of extremely thin doped crystals
on a substrate [89]. For bulk measurements crystals were grown from the melt using standard
Bridgman techniques [42].

p-Terphenyl

Terphenyls are a group of a central benzene ring with two adjacent phenyl rings. The differ-
ent orientations of the phenyl rings allow three different isomers with the same chemical for-
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Figure 3.9: Structure formula of p-terphenyl.

mula (C18H14), but different spatial structures. Depending on the position of the substituted
phenyl rings with respect to the benzene ring, the different isomers are denoted ortho-, meta-
or para-terphenyl (with their abbreviations o-, m- or p-terphenyl, resp.). While o-terphenyl and
m-terphenyl have an angled structure, p-terphenyl is of linear shape, cf. fig. 3.9. At room tem-
perature, it forms a white, solid, crystalline powder. The molar mass is 230.31 g/mol and the
density 1.23 g/cm3. P-Terphenyl has a melting point of 213 ◦C and a boiling point of 404 ◦C.

The size of one p-terphenyl molecule is 1.36× 0.48 nm2 [42]. At room temperature, two
opposing forces are responsible for the structure of single p-terphenyl molecules, e. g., in the
gas phase: the delocalized π-electrons tend to a planar molecule structure, while steric effects
of the hydrogen atoms in the phenyl rings, close to the benzene ring, cause a twisted configu-
ration [90]. In this twisted formation, the M-axis, defined by the short axis of the molecule’s
outer rings and the M’-axis, defined by the short axis of the molecule’s central ring are tilted
against each other by an angle α. Contrastingly, in a crystal lattice, additional forces reduce the
freedom of movement for the central benzene ring to ±13.3◦ [91]. However, at room temper-
ature this movement is so fast and random, that in X-ray and neutron diffraction experiments,
the molecules show a planar structure. P-terphenyl forms crystals of monoclinic structure, by
aligning the long molecular axis parallel to the c-axis of the crystal, cf. fig. 3.9 and fig. 3.10(a).
The lattice constants are a = 8.1 Å, b = 5.6 Å and c = 13.6 Å with b as the direction of the
monoclinic axis and the monoclinic angle (between a and c) β = 92.1◦ [92]. Every unit cell
contains two molecules and their angle between the b-axis and the previously defined M-axis
is alternating Θ = ±32.7◦, cf. fig. 3.10(a). However, it has been observed [93] and theoretical
calculated [94], that p-terphenyl crystals undergo a phase transition at a temperature of 193.3 K
from a monoclinic to a triclinic unit cell. Due to the reduction of the temperature, the dynamic,
unorganized twisting of the central ring is frozen to defined positions, leading to two equiprob-
able domains α and β, which are related by a symmetry plane [93]. The molecules in the same
site have an opposite orientation in these two domains. At low temperatures, the triclinic unit
cell contains four molecules at four inequivalent positions (M1 - M4). These positions are de-
fined by different angles of the axis formed by the outer phenyl rings of the molecule (M-axis)
with respect to the central benzene ring (M’-axis) yielding 15.1◦ (M1), 18.0◦ (M3), 23.3◦ (M4)
and 26.3◦ (M4) [41, 47], cf. fig. 3.10(b). The long axis of the p-terphenyl molecules are still
parallel to each other. It is convenient to describe the crystal structure at low temperatures with a
pseudo-monoclinic unit cell containing eight molecules. The lattice constants are then a′ ∼ 2a,
b′ ∼ 2b and c′ ∼ c with b′ as the direction of the (pseudo-) monoclinic axis and the (pseudo-)
monoclinic angle β′ = 92◦ [93]. The growth of the crystal predominantly takes place in the a-b
plane, leading to thin, platy crystal flakes. P-terphenyl shows different polarizabilities, depend-
ing on the molecular axis. It is larger for the c-axis and results in birefringence of the crystal.
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Figure 3.10: Schematic of the crystal structure of p-terphenyl at (a) room temperature and (b)
below 193 K. Each figure shows the projection of the short axis of the molecule’s outer rings
(M-axis) onto the a/b- (resp. a′/b′-) plane. At room temperature, the molecules are planar
(in average), showing two possible angles Θ between the b-axis and the molecular plane. The
monoclinic unit cell, containing two inequivalent molecules is shown by the solid line. At low
temperatures, the central’s ring twisting is frozen to defined positions, leaving four inequivalent
positions (M1 - M4). The pseudo-monoclinic unit cell contains now four inequivalent molecules,
shown by the dashed line. The dotted line highlights the triclinic unit cell. The central ring and
its position is drawn with a thin bar (M’-axis), the outer rings are drawn with a thick bar (M-
axis). Below 193.3 K, two equiprobable domains α and β exist, related by a symmetry plane.
For more details, see text. Adapted from [47, 96]

At room temperature, the refractive indices for the corresponding axes where determined as
na = 1.584, nb = 1.687 and nc = 2.004 for a wavelength of 546.1 nm, but they are unknown
for low temperatures [95].

For the electronic singlet state, p-terphenyl shows an absorption in the ultraviolet spectral
range (/ 325 nm, with a maximum at about 275 nm). The fluorescence is in the spectral range
between approx. 315 nm and 460 nm with a maximum at 340 nm. The absorption band for
the triplet states is moved to a maximum at 460 nm, becoming negligible above 520 nm [97].
Crystals of p-terphenyl show no sign of self-absorption [98].

In this work, where terrylene is used as a dopant for p-terphenyl, for fluorescence and ab-
sorption measurements, the visible spectral range is of interest. In this region, p-terphenyl is
transparent and no spectral crosstalk with the embedded guest molecule exists.

P-terphenyl embedded terrylene

In spite of the size differences of p-terphenyl and terrylene, p-terphenyl crystals can be doped
with terrylene via different chemical methods. For low concentrations (less than 0.01 %) it has
been shown, that the doping of p-terphenyl with terrylene does not change the intermolecular
interaction energy and no significant deviation of the monoclinic or triclinic crystal structure
exists [99]. Each of the previously introduced four inequivalent sites can host one (two) ter-
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rylene molecule(s). Waiving possible crystal defects, simple size comparisons between both
molecules suggest, that one terrylene molecule would replace two p-terphenyl molecules within
the unit cell of the lattice. Contrastingly, it has been concluded that at low temperatures, one
p-terphenyl molecule is replaced by one terrylene molecule, aligning the long axis of terrylene
roughly parallel to the one of p-terphenyl. The transition dipole moment of terrylene is oriented
along the long axis of the molecule. [41]. Since crystal growth is not an equilibrium process, a
substitution of two p-terphenyl molecules is possible, but improbable [96]. Each site provides
a slightly different surrounding for the embedded dopant, resulting in an inhomogeneous shift
of the transition frequencies of terrylene. Therefore, the replacement of one p-terphenyl mole-
cule by one terrylene molecule within the four crystal sites leads to four different optical sites,
which have been designated as X1 to X4. Since the optical sites are named according to their
spectral position starting with the lowest wavenumber, the indices i of crystal sites Mi and opti-
cal sites Xi differ. In each site, the angle between the long axis of the molecule and the a-axis
is slightly different with 99.8◦ (M4, X2), 100.5◦ (M2, X3), 102.6◦ (M1, X4) and 103.6◦ (M3,
X1) [96]. This leads to a small variation of the dipole moment of terrylene depending on each
site. Although the benzene rings of neighboring naphthalene units show a small twist against
each other, resulting in a torsional strain of roughly 4◦, the entire molecule is centrosymmetric in
a mono-substituted site. [96]. The insertion sites show different photostabilities and spectral dy-
namics for the substituted terrylene molecules: Molecules at X2 and X4 are extremely stable and
survive up to 1012 optical cycles without bleaching at 1.8 K and their fluorescence count rates
under full saturation are very high, ranging between 3× 106 s−1 and 6× 106 s−1 [42], even at
room temperature, optical cycle rates up to 8× 106 and saturation count rates of 2.1× 106 s−1

are possible [100]. At X1 instead, they show reversible, photo-induced blue-shifted frequency
jumps to a site designated XY, which can be followed by further blue shifted jumps to sites
designated XY′, XY′′ and XY′′′. A reset to the initial site XY can be achieved by heating the
sample above 40 K. The excitation of a molecule in X1 leads to a change in the geometry of
terrylene and, triggered by that, an adjacent p-terphenyl molecule might modify the orientation
of its central phenyl ring, resulting in a new environment for this dye molecule and therefore
a new optical site XY with a new absorption wavelength. The additional jumps to further op-
tical sites can be explained by a reorientation of the central phenyl ring of other p-terphenyls
in the next surrounding solvent shell [80]. Molecules in the optical site X3 show spontaneous
jumps of the absorption lines to unknown positions on a very short timescale, which is why this
site is viewed as unstable. If one terrylene substitutes two p-terphenyl molecules, four different
geometric combinations of neighboring p-terphenyls are possible, denoted as C1 to C4, as anal-
ogous to M1 to M4 in fig. 3.10. Each geometric combination can consist of two non-equivalent
p-terphenyl molecules (M1 - M4), leading to eight additional terrylene sites named p1 to p8 with
red-shifted absorption lines. Terrylene in these di-substitution sites exhibits a slightly different
deformation with angles between the long axis of the molecule and the a-axis between 98.9◦ and
106.1◦. Molecules in these sites are not centrosymmetric anymore, since the inter-napthalene
twists vary [96]. A summary of the assignment of optical and crystal sites to their spectral origin
and their optical properties can be seen in tab. 3.2.

In fig. 3.11 fluorescence spectra for single terrylene molecules in a p-terphenyl crystal can
be seen. The spectra (a) and (b) were measured at room temperature for excitation wavelengths
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optical site crystal site wavelength [nm] wavenumber [cm−1] photostability
X1 M3 580.38 17230 induced jumps
XY 579.44 17258 induced jumps
XY′ 579.11 17268 induced jumps
XY′′ 578.80 17277 induced jumps
XY′′′ 578.54 17285 induced jumps
X2 M4 578.50 17286 very stable
X3 M2 578.27 17293 unstable
X4 M1 577.90 17304 very stable

p1 – p8 C1 – C4 589.97 – 609.76 16400 – 16950

Table 3.2: Designations of the optical and crystal sites of terrylene in p-terphenyl and their
absorption wavelength with the according photostability. [42, 96]. For details see text.
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Figure 3.11: Fluorescence spectra of single terrylene molecules in p-terphenyl. (a) is obtained
at room temperature and an excitation wavelength of 488.0 nm. (b) is also measured at room
temperature but with an excitation wavelength of 568.2 nm. The origin of the broad peaks at
room temperature can be recognized by comparing it with the spectrum for liquid helium tem-
peratures in (c) which was excited at the 0-0’ electronic transition. The red underlying marks
the range investigated in this work. Taken from [100]. For details see text.

of 488.0 nm and 568.2 nm, respectively. In spectrum (a), three broad peaks can be distinguished
at spectral positions of 578 nm, 630 nm and 685 nm. The difference between (a) and (b) is due to
acquisition method. These three bands correspond to the vibrational lines in the low temperature
fluorescence spectrum in (c). While the broad peak at 578 nm is the envelope of the purely
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Figure 3.12: Ensemble absorption spectrum of a 5 mm thick terrylene in p-terphenyl Bridgman
crystal (concentration: 10−4 mol/mol) at a temperature of 4.2 K, taken from [42]. X1 to X4

denote the optical site of terrylene within the crystal, numbers 1 to 8 vibronic transitions. For
details see text.

electronic transition and the first vibronic transitions, the broad peak at 625 nm consists only of
vibronic peaks. The poorly pronounced broad peak at 685 nm is supposedly a combination of
low- and high energy vibronic transitions [100]. The red underlying marks the range which is
investigated in this work due to constraints of the optical setup.

Fig. 3.12 shows a typical ensemble absorption spectrum of p-terphenyl embedded terrylene
at 4.2 K. The crystal was produced from the melt via the Bridgman technique. The four strong
absorption lines correspond to the four optical sites X1 to X4, each representing a pure electronic
transition (0-0’). They are of equal intensity which shows, that the terrylene molecules are
homogeneously distributed between the four crystal sites. Each ZPL is accompanied by two
vibronic transitions, located at about 245 cm−1 to 248 cm−1 and 255 cm−1 to 258 cm−1 shifted to
higher wavenumbers: lines 1 and 2 belong to X1, lines 3 and 4 belong to X2 and so on. The
optical sites p1 to p8 are not shown here.

The lifetime-limited linewidth of a single terrylene molecule embedded in a p-terphenyl
crystal is independent of the optical site and varies between 30 MHz to 55 MHz for low power
excitation and below 2.2 K [42]. However, the lifetime-limited linewidth has been predicted to
be around 42 MHz [101]. The ISC rates have been determined as k23 = 1.9× 103 s−1 and k31 =
2.0× 103 s−1 as the population and depopulation rate of the triplet state, respectively. With the
experimentally determined total decay rate of S1 as k21 = 3.1× 108 s−1 and eqn. 3.2, the triplet
quantum yield becomes ΦT = 6.1× 10−6 s−1 [87]. The lifetime of the excited S1 state has
been determined for a single molecule below 4 K via intensity correlation measurements to be
3.6(4) ns [67]. For the determination of the saturation intensity, the collection efficiency and
the orientation of the molecular dipole with respect to the polarization of the incident light have

45



to be taken into account [102]. Most values for the saturation intensity of a single terrylene
molecule in p-terphenyl in the site X2 at a temperature of 1.4 K determined experimentally and
given in literature vary slightly around 24(5) W cm−2 [87, 88]. This is due to the fact that the
excitation light was polarized almost perpendicular compared to the molecular dipole. For a
parallel polarization the saturation intensity has to be found much lower between 81 mW/cm2

and 94 mW/cm2 [103].
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CHAPTER 4
Experimental setup

For the experiments presented in this thesis, different experimental setups have been used and
different ways of producing and investigating dye-doped organic crystals on a TOF have been
tested. The optical setup for exciting the molecular sample and analyzing the emitted fluores-
cence light is the same for all experiments. Additional setups containing the TOF can be easily
spliced to the optical setup. These additional setups are the sublimation cell for growing doped
crystals directly on the TOF (explained in sec. 5.1) and the cryostat which allows the spectro-
scopic investigation of a molecular sample at cryogenic temperatures.

4.1 Optical setup

The complete optical setup is schematically depicted in fig. 4.1. The optical setup consists of
two independent parts: the excitation path (yellow beam path) includes all elements used for the
excitation of samples adhered to the TOF and the fluorescence path (red beam path) includes
the elements for collecting and analyzing the fluorescence light from the sample on the TOF.
Both parts are connected to the TOF on the same side, which reveals the perfect properties of
a TOF for the excitation of a surface adsorbed sample and the simultaneous collection of the
emitted fluorescence. Some parts are only used for a specific task of the experimental process.
It is explicitly mentioned when they are used and, for clarity, corresponding components are
encircled with a dashed gray line.

4.1.1 Excitation path

All laser light used for the experiments in this thesis is generated by a ring dye laser (Matisse DS,
Sirah, not shown in the setup) using rhodamine 6G as a dye. It is pumped by a diode-pumped
solid-state laser (Verdi V10, Coherent) with a wavelength of 532 nm and an output power of
10 W. The dye laser is tuneable from 560 nm to 615 nm and, using 10 W of pump power, has a
maximum output power of 1.8 W at a wavelength of 575 nm. It has a linewidth of 250 kHz [104].
The wavelength is determined with a fiber-coupled wavelength meter (WS-6/600, High Finesse)
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Figure 4.1: General scheme of the optical setup. λ/2: half-wave-plate, PBS and BS: polar-
izing and non-polarizing beam splitter, AOM: acousto-optic modulator, PD: photodiode, Pol:
polarizer, GP: glassplate, SP and LP filter: shortpass and longpass filter, SPCM: single photon
counting module, FC 2x2: 2x2 single mode fiber-optic coupler with corresponding coupling ra-
tios , TOF: tapered optical fiber (depending on use: enclosed in cryostat, sublimation chamber,
or laminar flow box). Components encircled with a dashed gray line have not been used at all
stages of the experiment.
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and constantly logged in a datafile. The light is guided via a 47 m long polarization-maintaining
fiber (PM-460-HP, Nufern) from the laser laboratory to the experiment table. Although the fiber
is polarization-maintaining and the polarization of the light is carefully adjusted with a half-
wave-plate to match the axis of the fiber, polarization fluctuations of the light exiting this fiber
cannot be completely avoided. Therefore, after being guided to the experiment table, the laser
light passes a half-wave-plate and a polarizing beam splitter. The polarizing beam splitter passes
light with parallel polarization, while light with perpendicular polarization is reflected and not
used. The half-wave-plate allows one to rotate the polarization-axis of the light by any desired
angle and therefore to choose how much of the light should have a parallel polarization, passing
the beam splitter. Any fluctuation in polarization, e. g., caused by the polarization maintaining
fiber, will be converted into intensity fluctuations. Furthermore, the stability of the laser intensity
is logged at the point of the intensity stabilization with a photodiode (PD 1) via a beamsplitter
(BS). To compensate for fast intensity fluctuations down to 1 Hz, an acousto-optic modulator
(AOM, Crystal Technology 3080-125) is used and a telescope is reducing the diameter of the
laser beam to fit its entry slit. A polarizer (Pol), allows one to set the linear polarization of the
light to a predefined angle. When passing a standard glass plate (GP), a small fraction of the ex-
citation laser light is coupled into a standard glass fiber (460HP, Nufern) which is directly or via
a 2x2 single mode fiber optic coupler (FC632-90B, Thorlabs) spliced to the TOF. Depending on
the measurement or sample preparation, the TOF is placed in different environments, like a sub-
limation cell, a cryostat, or a laminar flow box. On the opposite side of the TOF, a powermeter
(Coherent, FieldmaxII-TO) is placed to observe and log the transmitted power during measure-
ments (PD 2). At position PD 3, the power inside the fiber guided to the TOF is controlled with
either a single photon counting module (SPCM; AQHR-14-FC, Excelitas Technologies) or a
powermeter.

4.1.2 Fluorescence path

The fluorescence path is used for collecting and analyzing the light that bis emitted by the sam-
ple and that is coupled into the nanofiber in the direction opposite to the direction of propagation
of the excitation light. The spectral characteristics can be investigated with a grating spectrom-
eter (Shamrock SR-303i, Andor Technology) that is equipped with a CCD camera (Newton
DU920N-BR-DD, Andor Technology). Three different gratings allow spectral resolutions of
0.4 nm/pixel, 0.2 nm/pixel, and 0.1 nm/pixel [105]. To investigate the time-dependent behavior
of the emission of an emitter, which is crucial for the identification of the single-particle char-
acter (cf. ch. 3.2.3), a Hanbury-Brown and Twiss setup, is included in the optical setup. Once a
sample on the TOF is excited and emits fluorescence, a fraction of the light is coupled back into
the fiber. This backscattered fluorescence is then detected by the spectrometer or one SPCM as
indicated in fig. 4.1. After leaving the TOF, most of the light passes the glass plate. For some
measurements, a SP filter (650 nm) blocks background and stray light in the beampath. A 50/50
beamsplitter splits the light for two interferometer arms. Two identical long pass filters (610 nm
or 650 nm) in front of the fiber couplers further suppress unwanted wavelengths in the beampath.
Two single mode fibers (460HP, Nufern) guide the light from the fiber coupler to two SPCMs.
Both counting modules generate a TTL-pulse for every photon detection. Each TTL-pulse is
provided with a time tag by and processed further with a computer. Since the correlator is based
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on a field programmable gate array (FPGA), with a clock speed of picoseconds. Instead of using
the intensity interferometer, one beam path can be coupled to the spectrometer instead.

Collection efficiency

Since the spectrometer and the SPCMs are both fiber coupled, the collection efficiency for both
detection methods depends on the transmission property of the TOF (ηTOF), the same optical
elements passed by the fluorescence light (ηoptic) and the same coupling efficiency into the fiber,
which is coupled to one of the detectors (ηfiber). The coupling efficiency into each detector
is different for SPCM (ηcol1) and spectrometer (ηcol2), as well as the corresponding detection
efficiency (ηSPCM resp. ηCCD). If the 2x2 fiber coupler is used, ηTOF has to be corrected with
the corresponding value of the split ratio. All efficiencies depend differently on the wavelength
of the transmitted light and the overall collection efficiency can be estimated by

η(λ) = ηTOF(λ) · ηoptic(λ) · ηfiber(λ) · ηcol1/2(λ) · ηSPCM/CCD(λ) (4.1)

The transmission property of the TOF used in this work is wavelength independent for the spec-
tral region of interest and has been measured to be around ηTOF(λ) ≈ 0.95 (cf. sec. 2.1.2,
especially fig. 2.9). The transmission efficiency of the optical path ηoptic is also roughly wave-
length independent for the spectral region of interest between 610 nm resp. 630 nm and 650 nm
and consists mainly of the transmission of the glass plate (0.92) and the beam splitter (0.45).
The mirrors contribute only weakly with a reflection of 0.99 each. The LP and SP filters
have a transmission efficiency of 0.95 each. This yields ηoptic ≈ 0.35. The coupling into
the single mode fiber for the used fiber coupler (60FC-4-M12-33, Schäfter + Kirchhoff) de-
pends strongly on the quality of manual coupling. Since the coupling was checked before the
measurements, it should approx. be above ηfiber & 0.3. The overall detection efficiency of the
spectrometer has been determined experimentally to be ηcol2 · ηCCD = 0.01 for a wavelength of
600 nm [106]. For the fiber-coupled SPCM, the detection efficiency for a wavelength of 650 nm
is ηcol1 · ηSPCM = 0.60 [107].This yields overall detection efficiencies of η ≈ 6 % when using
the SPCM and η ≈ 0.1 % for using the spectrometer at 600 nm.

4.2 Cryostat

Cooling a molecular sample down to cryogenic temperatures is necessary for spectroscopic mea-
surements of narrow lifetime limited single molecule linewidths. A simple liquid helium bath
cryostat is used which assures sample temperatures down to round about 2 K, but usual work-
ing conditions are 4.4 K. It consists of a main liquid helium reservoir, in which the sample
chamber can be inserted. The liquid helium reservoir is surrounded by a concentric evacuated
shield, which is constantly evacuated with a rotary vane pump (Alcatel 1012A) during all mea-
surements. There is a concentric liquid nitrogen reservoir within the evacuated shield which is
used for precooling of the helium environment and shielding the helium reservoir from room
temperature radiation. In order to perform measurements at cryogenic temperatures with a TOF,
a new sample rod and sample chamber had to be designed. To keep the light guiding abilities
of a fiber, it should not be in direct contact with the liquid helium but still have a good thermal

50



(a)

heat shields

copper
sample chamber

stainless
steel flange

4-way KF-cross

height
adjustment

double tubing

top lid

(b)

Tcryo

(c)

z

setscrew

locking
screw

spring-steel clamps
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(c) are adopted from [86, 106]. See text for details.
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contact to grant a sufficient cooling to a cryogenic temperature by allowing one to evacuate the
sample chamber and to add a small amount of helium gas which ensures the thermal contact. A
schematic of the complete sample rod can be seen in fig. 4.2(a). Via the top lid, the rod is fixed
and sealed above the liquid helium reservoir. Outside the cryostat there is a height adjustment
which allows one to adjust the vertical position of the sample chamber by about 10 cm. The
4-way KF-cross on the top enables several connections to the sample volume. They are used for
an overpressure safety valve, a mechanical or a pirani pressure gauge, an electric feedthrough
for the temperature sensor inside the sample chamber, a fiber feedthrough for the fiber going
in and out, and a valve for evacuating or flooding the sample volume with helium buffer gas.
The top of the sample rod is connected with a thin double stainless steel tubing with the sam-
ple chamber. The double tubing allows one to keep the elctric wires and the fiber separated,
which makes assembling the sample rod easier. It is surrounded by three copper heat shields
to minimize the heat transfer via radiation. The sample chamber is attached at the bottom end
of the tubing, via a stainless steel flange which can be opened for access to the chamber. It is
sealed with a pure indium wire with a diameter of 1 mm. This ensures a high-vacuum proof
connection, even when immersed in liquid helium. In fig. 4.2(b) a sketch of the sample chamber
can be seen. The silicon diode temperature sensor (Lake Shore DT-670-CU-1.4L) is attached
to the upper flange and the temperature is continuously monitored (Lake Shore 211 temperature
monitor). The bottom part of the sample chamber is made of oxygen-free copper which grants
a more efficient thermalization with the liquid helium bath. Two flanges are positioned face to
face on the side of the sample chamber, allowing one to connect it to a vacuum chamber for free
beam deposition of molecules on a sample. The flanges can be opened when sample rod and
sample are assembled to flush the volume with helium gas and thereby remove all remainders
of air. The lids for the two flanges are made of stainless steel and are sealed with the same pure
indium wire. Due to heat transfer between the sample chamber and the warm environment, the
minimum temperature in helium bath mode (with no additional evaporative cooling) is about
4.4 K.

The TOF, manufactured and fixed on a holder as described in sec. 2.1.2, is placed on an
additional fiber mount to ensure proper positioning and thermalization of the fiber. It is displayed
in fig. 4.2(c). The main body is made of oxygen-free cooper and has full contact with the fiber
holder, when fixed. Two spring-steel clamps are used for fixing and adjusting the fiber holder
and allow for movement between fiber holder and fiber mount due to thermal expansion and
contraction. The fiber mount is inserted into the sample chamber along the labeled z-axis with
the locking screw on the top. With the set-screw, the vertical position can be adjusted while the
locking screw is used for retaining the fiber mount inside the sample chamber.

Thermal expansion and contraction of the TOF

When inserted on the fiber mount into the sample chamber, the TOF is fixated with magnets
on the fiber holder schematically shown in fig. 2.7(a). Cooling down a TOF on an iron holder
can be very challenging because of the different expansion and contraction behaviors. The linear
thermal expansion coefficient αL describes how the length L of an object with a defined material
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part material temperature range (K) range of αL(10−7 /K)

TOF Silica 4 . . . 283 −0.2 . . . 4.4 [108, 109]
Fiber holder Iron 4 . . . 283 0.14 . . . 118.5 [110]

Table 4.1: Linear thermal expansion coefficients for the TOF and different materials in contact
with the TOF

part thermal behavior ∆L
L absolute length change

Fiber holder contraction −3.3× 10−3 −231 µm
Fiber contraction −1.2× 10−4 −8 µm
Fiber expansion 2.3× 10−4 16 µm

Table 4.2: Maximum possible absolute length change for fiber and fiber holder with a length of
L = 70 mm during cooling down to 4 K.

changes with a change in temperature T :

αL =
1

L

dL
dT

(4.2)

Due to the linear geometry of fiber and sample holder, the volumetric thermal expansion coeffi-
cient αV can be neglected. Table 4.1 shows the thermal expansion coefficients for the material
of the fiber holder and the material of the TOF for a wide range of temperatures. The magnets
are not taken into account since they are not connected which each other and they only affect a
small part of the optical fiber outside the tapered region. Silica, the main constituent of the TOF,
has a positive expansion coefficient for temperatures above round about 150 K and therefore
experiences a contraction during cooling in this temperature range. Below 150 K the expan-
sion coefficient is negative and results in an expansion of the material. The maximum negative
thermal expansion coefficient is −8.1× 10−7 /K at round about 58 K. Iron, the material of the
holder has a positive expansion coefficient for the whole temperature range and undergoes only
a contraction during cooling. To estimate the maximum stress for the TOF, the expansion of
fiber holder and TOF have to be taken into account, based on the different expansions during
cooling. Because silica shows both expansion and contraction during cooling but for different
temperature ranges, two cases have to be taken into account: Contraction of the iron holder with
a contraction of the TOF and contraction of the holder with an expansion of the TOF. The change
in length can be calculated by

∆L

L
=

∫ T2

T1

αL(T )dT (4.3)

where T1 is the inital temperature while T2 is the final temperature of the cooling process. With a
distance L = 70 mm between the magnets holding the TOF and the values for αL from table 4.1,
the maximum possible absolute length change can be calculated by using the maximum thermal
expansion coefficient for the cooling for the whole temperature range, see table 4.2.

As it can be seen, the contraction of the fiber holder dominates during the cooling process.
Combined with the length change of the fiber, the maximum possible overall contraction for
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the TOF would be between 239 µm and 215 µm. This is a small contraction and can easily
compensated by pre-stretching the TOF after the pulling process.

Another difficulty for cooling down fibers to cryogenic temperatures is the influence of the
buffergas which is used inside the cryo rod to ensure the thermalization of the TOF and the
sample. As described in detail in [106], it turned out that a too high helium buffergas pressure
can results in a complete loss of fluorescence signal and transmitted power. To avoid this effect,
a very small amount of buffergas is used (approx. 10 mbar at 4.4 K). This is enough to ensure
the cooling of the sample but avoids any loss of transmission.
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CHAPTER 5
Manufacturing of dye-doped crystals

Different approaches by different groups were performed to produce terrylene doped p-terphenyl
crystal for SMS: they have been produced from solution, from the melt or from the gas phase
with diverse methods like spin-coating [89], cold-finger sublimation [42, 87, 88] or Bridgman
techniques [42]. Terrylene doped p-terphenyl crystals from solution for the use with a TOF were
already produced in this group before [38, 86, 106], but did not lead to SMS. For SMS with a
TOF, three requirements have to be fulfilled: as for other investigation methods, the quality of
the crystal has to be such that the dopants are incorporated in a very regular crystal structure
causing no additional phonon coupling and leading to narrow fluorescence lineshapes. Also, the
dopant concentration has to be low enough that inhomogeneous broadening allows the spectral
selection of single molecules. Additionally, for SMS with TOFs, the size of a crystal has to be
small enough so that the light guiding abilities of the fiber are still granted when the crystal is
interfaced with the TOF.

We tested different sample preparation techniques like cold-finger sublimation and crystal
growth from oversaturated solution concerning their suitability for the combination of TOFs and
SMS and will present the results in this chapter. The focus was set on high crystal quality and
a production and deposition method on the TOF which ensures a high transmission through the
fiber. To control both parameters, the crystal is excited through the fiber and the transmitted
power is directly checked during and after the deposition: the bigger the crystal, the bigger
the power drop. The crystal quality can be controlled only indirectly: the emitted fluorescence
light from the sample is collected and investigated spectrally. While the shape of the spectrum
allows conclusions on the crystal quality, the intensity of the signal is an indicator for the dopant
concentration. A large number of measurements were performed on the two manufacturing
methods. Only a representative selection will be given here. All spectra presented in this chapter
were recorded with a spectral resolution of 0.4 nm.
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Figure 5.1: Schematic of (a) the cold-finger sublimation cell and (b) the fiber holder. Details
see text.

5.1 Cold-finger sublimation

A common method for growing pure crystals of superior quality as well as crystals with different
doping grades is the use of a sublimation cell. To have full control over the resulting crystal sizes,
dopant concentrations, and crystal qualities, the terrylene doped p-terphenyl crystals are directly
grown on a TOF. The sublimation process offers many degrees of freedom such as temperature
of the crucible and the different parts of the sublimation cell, the pressure inside the cell, and the
moment of stopping the sublimation process.

5.1.1 Sublimation cell

The cell used in this work was designed following earlier work of sublimation growth of terry-
lene doped p-terphenyl crystals [61, 111]. However, compared to other setups where the grown
crystals have to be carefully harvested for further investigations, the main objective for the con-
struction of the sublimation cell here was to be able to grow crystals directly on the TOF and to
control the growth process spectroscopically. Furthermore, the growth process should be stop-
pable to avoid too big or too many crystals growing on the TOF, which would deteriorate the
transmission of light significantly.

A schematic of the sublimation cell can be seen in fig. 5.1. The body of the cell consists of
a vacuum tube with CF60 flanges on the top and bottom for easy access to the inside cell and
with several CF16 flanges on the top lid for different connections: a fiber feedthrough connects
the TOF inside the cell via a glass fiber with the optical setup (at the position of the TOF in the
optical setup in fig. 4.1) and the spectrometer, another flange leads to a valve which allows to
evacuate the cell with a vacuum scroll pump (Oerlikon, Scrollvac SC15D) as well as to introduce
nitrogen gas for the sublimation process. Further flanges, which are not shown, guide electrical
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wires for temperature sensor T3, the crucible, and the heating foil of the fiber holder into the
chamber. The concentric KF flange has a squeeze-type gasket for the water cooling in- and
outlet. On the side of the cell, two temperature sensors (Omega, type K, 5TC-KK-KI-20-1M)
are mounted, T1 at the bottom and T2 at the top. Two heating ribbons are wrapped around the
whole chamber, the top, and bottom flange. This allows the creation of a temperature gradient
with different temperatures at bottom and top. On the bottom flange, inside the cell, a small
crucible is placed, which can be filled with a mixture of molecules to sublimate. On the end of
the height-adjustable water cooling, a massive copper block is attached, which contains a PTFE
heating foil (Omega, Kapton KHLV) and another temperature sensor T3. This allows one to set
the exact temperature for the fiber holder, which is mounted below the copper block. In early
experiments, the complete TOF was exposed during the whole sublimation. Later, an adjustable
aperture covered the TOF from three sides that could be opened between 0 mm to 10 mm, thus
reducing the section of the TOF where sublimation can take place. Additionally, a mechanical
shutter was introduced. It is operated from outside the cell and can be used to completely cover
the TOF at any moment during the sublimation to stop the growth process immediately.

5.1.2 Preparing the molecule raw material

In a first step a molten mixture of terrylene (LianYunGang Henrychem Science, purity ≥ 98 %,
used as obtained) and p-terphenyl (Sigma-Aldrich, purity ≥ 99.5 %, used as obtained) was pre-
pared. The terrylene concentration was set to cterrylene = 2.6× 10−4 g/g. The melting was
carried out in an oven under a constant nitrogen pressure of 1 bar. In addition, the nitrogen gas
was constantly exchanged during the whole process. To avoid sublimation and evaporation of
the organic material, the crucible was covered. To ensure that all material was melted, the final
temperature of the process was kept at 280 ◦C for 10 min, which is above the melting point of
terrylene (Tmelt = 70 ◦C) and p-terphenyl (Tmelt = 213 ◦C). To reach this final temperature, the
oven was heated slowly from room temperature to 25 ◦C within 10 min and kept at this tempera-
ture for 1 min. The heating to 160 ◦C took again 10 min and the temperature was kept for 10 min
at this point to stabilize and to equably disperse within the mixture. It took again 10 min to rise
the temperature to 240 ◦C, followed by a 5 min rest. The final temperature was reached again
in 10 min. After cooling down and crystallization, the mixture was carefully pestled into a fine
powder to ensure homogenization. This powder was kept closed and used for all sublimation
processes without further treatment. Lower terrylene concentrations were realized by adding
more p-terphenyl later on.

5.1.3 Sublimation of doped cyrstals on the TOF

Before a TOF or the prepared raw material could be placed in the crucible inside the sublimation
cell, an attentive cleaning of the cell was required. Initially, the chamber and all parts inside
were swiped with ethyl alcohol (C2H6O, Merck uvasol), which is a solvent for p-terphenyl.
Additionally, the cell was closed and heated above 240 ◦C for an hour with the vacuum pump
running. After the cleaning process, the TOF could be attached to the fiber holder inside the cell.
Three ways were used to sublimate crystals on the fiber: the TOF directly exposed during the
whole sublimation process, an aperture with a fixed width of slit between 1 mm to 2 mm which
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had to be installed together with the TOF, and a fixed aperture in combination with a mechanical
shutter surrounding the TOF from three sides which could be operated from outside stopping
the growth process immediately. The height of the TOF above the bottom flange was usually
kept at the highest possible position at 23 cm. When the shutter was used, it was kept close till
the temperature of the sublimation cell and its contents had reached an equilibrium. Before the
heating was initiated, the chamber was evacuated to a pressure of 10−2 bar and then filled with an
initial nitrogen pressure of 0 mbar to 100 mbar. During the whole process, excitation light with
a wavelength of 578.5 nm was coupled into the TOF and the fluorescence was coupled back to
the spectrometer according to the optical setup in fig. 4.1. The transmitted power was controlled
with a powermeter. After the desired temperatures were reached, the shutter was opened and
the fluorescence was recorded. The fluorescence signal is an indicator for the quality of the
sublimated crystals. While a broad fluorescence indicates a high dopant concentration and/or a
bad crystal quality, a drop in the transmitted power indicates big and/or misplaced crystals in the
taper transitions.

Sublimation on bare TOF

In a first attempt, the possibility of growing crystals via sublimation directly on TOF was investi-
gated. The cell was prepared as explained above and several runs with different parameters were
performed while the sample was excited via the fiber and the transmission was checked. The
parameters that could be changed were: nitrogen pressure, final temperature of crucible, temper-
ature of cell, temperature of fiber holder. However, these parameters only had a small influence
on the shape of the fluorescence spectrum and the transmitted power was always completely lost
during the sublimation process. To check if this was a general sublimation problem or just in
combination with the growth on a TOF, some crystals from inside the cell were carefully har-
vested after the process finished. During the harvesting it could be seen, that the crystal growth
started with small crystals on the surface of contact to the sublimation cell with an increasing size
further away. A crystal sample was investigated with a scanning electron microscope (SEM).
The resulting image can be seen in fig. 5.2(a). The crystal consists of several smaller crystals,
the surface of contact to the sublimation cell is on the top. Some crystals are even arranged
perpendicularly (white stripes in the middle) to the main crystal.

To investigate the spectral properties of a sublimated crystal independently of growing them
on a TOF, a suspension of isopropanol and harvested crystals was dropped on the TOF of a
new fiber until a crystal was adhered. The spectrum is compared to the one obtained during the
growth of crystals directly on the TOF and can be seen in fig. 5.2(b). Both spectra were recorded
with an excitation power of 122 nW prior to sublimation. During the sublimation the excitation
power was not recorded. The spectra remained stable over time, indicating that the terrylene
molecules were well incorporated in the crystal matrix. No power was transmitted through the
fiber after the sample was grown or deposited, respectively. The growth conditions for both
samples were the same with maximum temperature of the cell and the crucible of 170 ◦C and
a nitrogen background pressure of 50 mbar. The fluorescence signal of the harvested crystal
(black spectrum) shows a similar shape as the spectrum of a single terrylene molecule in a p-
terphenyl crystal (cf. fig. 3.11) with a pronounced but broad peak at 645 nm. In contrast, the
crystal sublimated on the TOF (red spectrum) has no pronounced peak at this position. The

58



(a) (b)

6 0 0 6 5 0 7 0 0 7 5 00

5 0

1 0 0

1 5 0

2 0 0

2 5 0

 

 

flu
ore

sce
nc

e [
co

un
ts/

s]
w a v e l e n g t h  [ n m ]

 h a r v e s t e d  c r y s t a l
 s u b l i m a t i o n  o n  T O F

Figure 5.2: (a) shows a SEM image of a terrylene doped p-terphenyl crystal grown via sublima-
tion. Direction of growth is along the long axis from top to bottom. (b) shows two background
corrected spectra of terrylene doped p-terphenyl crystals on a TOF. The black spectrum is ob-
tained by depositing a sublimation crystal on the TOF. The red spectrum is obtained by subli-
mating crystals directly on the TOF. In both cases, the crystal was excited with a wavelength of
578.5 nm and a transmitted power of 122 nW prior to sublimation. A LP filter suppresses the
fluorescence below 610 nm. For details see text.

fluorescence signal consists of one broad peak with a shoulder at the position of the pronounced
peak. The harvested crystals grew on the fiber holder and copper block which could result
in slightly different growth temperatures compared to the TOF. This would directly affect the
crystal quality.

Sublimation with aperture

Crystal growth in the taper transitions will cause disturbances for the mode conversion from
the untapered fiber to the waist, which will lead to the excitation of higher transverse guided
modes. The latter will then be lost in the waist region which acts as a single mode filter, thereby
reducing the TOF transmission. To avoid the problems resulting of crystals growth on this
part of the TOF, apertures were constructed and mounted, leaving only a slit with the width of
1 mm to 2 mm on the side of the fiber opposite the crucible. Again, several runs with different
sublimation parameters were performed while the fluorescence and the transmitted power was
observed. The parameters changed were the ones before and they had only a slight influence on
the shape of the fluorescence signal. All sublimations resulted in a complete loss of transmitted
power. Also measurements of the sublimated fiber were performed with a SEM to investigate
the shape and the growth area of the crystals. In fig. 5.3 a SEM image of a fiber sublimated with
an aperture and the corresponding fluorescence can be seen. Different SEM images show that
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Figure 5.3: (a) shows a SEM image of the crystals grown on a TOF via sublimation with the use
of an aperture. (b) shows the corresponding background corrected fluorescence, excited with a
wavelength of 578.5 nm and a transmitted power of 82 nW prior to sublimation. A LP filter is
cutting the fluorescence below 610 nm. See text for details.

the use of the aperture strongly reduces the area of growth on the fiber to the length of the waist.
The SEM image in fig. 5.3(a) shows the fiber completely covered with crystals with the size of
a few micrometers. Some bigger crystals grow on top of the layer of small crystals with a size
up to 20 µm. The differences of the shape of the fluorescence signal, compared to the previous
measurements, can be seen in fig. 5.3(b). The pronounced peak at 645 nm is similar to the one
of a single terrylene molecule in p-terphenyl at room temperature (cf. fig. 3.11) and similar to
the harvested sublimated crystal adhered to the TOF (cf. fig. 5.2(b)).

Sublimation with aperture and shutter

To avoid the complete overgrowth of the TOF during the sublimation process, a mechanical
shutter was introduced to the sublimation cell. It could be operated from outside at any moment
of the process and shielded the TOF completely from further contact with the molecular vapor.
As before, several runs with different sublimation parameters were performed, which did not
seem to affect the shape of the fluorescence. The shutter was kept closed until the desired
temperature of cell and fiber holder was reached. Even before opening it, a slight increase
in fluorescence and a drop in the transmitted power was observed, indicating that the shutter
was not shielding the TOF completely. For mechanical reasons, this could never be entirely
avoided. After opening the shutter, the fluorescence and the transmitted power was monitored
and, before the transmitted power dropped to zero, the shutter was closed and the heating of all
components was switched off. Probably because of the non-hermetic closure of the shutter or
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Figure 5.4: (a) shows a SEM image of the crystals grown on a TOF via sublimation with an
aperture and the use of a shutter. Note that the detail shown here is not part of the waist, but a part
of the transition with a diameter of 369 nm. (b) shows the corresponding background corrected
fluorescence at different times after opening and closing the shutter, excited with a wavelength
of 578.5 nm and a transmitted power of 49 nW prior to sublimation. A LP filter is cutting the
fluorescence below 610 nm and the aperture has a slit width of 2 mm. See text for details.

the slow process of cooling down the cell1, a further drop in the transmitted power and a change
in the shape of the fluorescence spectra was observed in most cases. In fig. 5.4, a SEM image
and fluorescence spectra of crystals sublimated on a TOF while using a shutter can be seen.
The SEM image in fig.5.4(a) shows several crystals up to a size of 6 µm, grown with irregular
distances of each other on the TOF. Between the crystals no growth can be seen. Note that the
SEM image does not show the exact center of the TOF, as the latter has a diameter of round about
320 nm, while the part of the TOF shown here has a diameter of 369 nm. This size is measured
on the SEM image. The changes in the fluorescence signal during the sublimation process and
after the shutter was closed can be seen in fig. 5.4(b). The cell and the crucible was heated up
to about 140 ◦C before the shutter was opened. It took about 80 s until the fluorescence signal
stabilized (black curve). After 150 s the shutter was closed and all heaters of the sublimation
cell were switched off. Even when the shutter was closed, the transmitted power kept dropping
and the fluorescence signal changed its shapes and intensity. After almost 1 h, no power was
transmitted anymore and the fluorescence signal still changed intensity and shape. The blue
curve is where it stabilized. During the growth process, the shape of the fluorescence spectra had
some similarities with a typical ensemble/single molecule spectrum of terrylene in p-terphenyl at
room temperature (cf. fig. 3.11) during the growth process (cf. the green curve), the fluorescence

1After 3 h of cooling down from an initial temperature of 170 ◦C, the temperature of the cell was round about
50 ◦C.
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Figure 5.5: Interference fringes in the fluorescence signal during the sublimation process,
caused by isolated growth of crystals on the fiber, as seen as in fig. 5.4. The spectra are recorded
during the same measurement as the ones in fig. 5.4 at (a) 100 s after the shutter was opened and
(b) 100 s after the shutter was closed. For details see text.

signal for the stable system (cf. the blue curve) shows a rather small peak at 645 nm with no
clear double peak structure. The isolated crystal growth on the fiber might lead to interferences
which are responsible for some of the additional shoulders in the spectra. A reason for the
continued growth after closing the shutter was either the imperfect sealing or a resublimation of
grown crystals on the TOF. During some of the sublimations, strong interference fringes in the
fluorescence signal were observed, which are illustrated exemplarily in fig. 5.5. It shows two
spectra from the same measurement as in fig. 5.4 but after 100 s (fig. 5.5(a)) after opening the
shutter and 140 s (fig. 5.5(b)) after closing the shutter. The existence of small particles on the
TOF can form a Fabry-Pérot interferometer or etalon. The sublimated crystals with the distance
L act like partially reflective mirrors resulting in an optical resonator with distinctive peaks in
the transmission spectrum, whose intensity follows the Airy-formula [112]. The distance of
the transmission peaks is the free spectral range ∆λ. For a TOF with crystals and the light
partially inside and outside the fiber, the frequency distance ∆f is related to the distance L of
the reflecting crystals and the effective refractive index neff of the TOF(cf. eqn. A.29):

∆f =
c

2 · neff · L
(5.1)

While the irregular peak pattern in fig. 5.5(a) indicates the existence of several reflecting crystals
on the TOF, the spectrum in fig. 5.5(b) reveals three sharp peaks whose positions are deter-
mined via fits with the Airy-formula at 615.62 nm, 641.18 nm and 669.45 nm. This yields a
free spectral range of approx. ∆f = 20 THz. With eqn. 5.1 and neff = 1.19 for the TOF
used here (cf. ch. 2) the distance between the reflecting crystals can be calculated to be approx.
L = 6 µm. This fits well to the distances between crystals on the TOF for this sublimation,
shown in fig. 5.4(a). Note that the SEM image was taken after the complete sublimation process,
while the two spectra showing interferences were taken during the crystal growth. Additionally,
the finesse F = ∆λ/δλ with δλ as the FWHM of a transmission peak can be calculated as
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a characteristic of the resonator. With δλ ≈ 1.6 nm, the finesse is calculated as F = 18 and
F = 14, resp. Although this is a rather low value for an optical resonator, for a spectroscopic
use any interference caused by a resonator is undesirable. Besides the growth of isolated crystals
which can lead to interference effects, another limiting effect is that the shutter cannot stop the
growth process completely. Thus, with this technique, a TOF with transmission and suitable
fluorescence signal cannot be prepared.

5.1.4 Deposition of downsized sublimated crystals

The sublimation method produces crystals of suitable fluorescence signal but the growth directly
on the TOF leads to the loss of the transmission properties of the fiber and the occurrence of
interference effects. Hence, the possibility of depositing sublimated crystals manually on the
TOF was investigated. After sublimation, a small amount of crystals was carefully harvested
from the copper block and mixed with isopropanol in a cuvette. Since the harvesting took place
after the sublimation cell was cooled down, the crystal were of rather big size. To reduce the size,
the cuvette was kept in an ultrasonic bath for times up to 30 min. To remove the crystals of bigger
size, different filter papers were used with pore sizes of 7 µm to 12 µm (type Schwarzband),
2 µm to 4 µm (type Blauband) and 0.2 µm. The filtered suspension was then dropped on the TOF
until a fluorescence signal could be observed. To investigate the influence of the ultrasonic bath
on the crystal structure, SEM images were taken of different filtered suspensions. In fig. 5.6,
two SEM images and a fluorescence spectrum can be seen. The effect of the ultrasonic bath
in combination with filtering the suspension with filter paper of pore size 2 µm to 4 µm on the
crystal size can be seen in fig. 5.6(a). The size is highly reduced according to the specifications of
the used filter. In fig. 5.6(b) the evolution of the corresponding fluorescence signal can be seen.
The fluorescence signal shows the typical double peak structure at 645 nm, known already from
earlier sublimation measurements. The transmitted power is 112 nW prior to adhering the crystal
and the crystal causes to drop the transmitted power to 6 %. Note that, in all prior sublimation
measurements, a transmission together with a suitable fluorescence could not be established.
When observing the evolution of the fluorescence signal, a drop in intensity can be seen, while
the shape remains almost the same. The signal is completely lost for all adhered downsized
crystals, but, here, the spectrum was stopped to be recorded earlier. Since a well-incorporated
terrylene molecule should have a high stability against photochemical processes even under
ambient conditions, this indicates a damage in the crystal structure and/or terrylene molecules
which are dissolved away from the crystal. This effect was only observed with sublimated
crystals treated in an ultrasonic bath and is not a general problem with sublimated crystals,
as shown by the measurement of the fluorescence of a sublimated and untreated crystal (cf.
fig. 5.2(b)). The mechanical effect of the treatment in an ultrasonic bath on the initial big p-
terphenyl crystals can be seen in fig. 5.6(c). It shows two crystals which were kept for about
30 min in the bath. Both show a pronounced damage on the surface and the edges. Together with
the observed drop of the fluorescence signal it can be concluded, that an ultrasonic treatment of
p-terphenyl crystals effectively downsizes them but also causes mechanical damage in the crystal
structure resulting in a reduced photochemical stability of terrylene.
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Figure 5.6: Influence of the ultrasonic bath on the size and the spectral characteristics of subli-
mated crystals. (a) shows the downsized crystals after 30 min in an ultrasonic bath and filtered
with filter paper pore size 2 µm to 4 µm. (b) shows the evolution of the corresponding fluores-
cence between 30 s to 570 s after such a crystal was deposited on the TOF. The excitation wave-
length is 578.5 nm and the deposited crystal caused a drop of transmitted power from 112 nW to
7 nW. (c) shows two rather big crystals with visible damage caused by exposure to the ultrasonic
bath. For details see text.
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Figure 5.7: SEM image of a terrylene doped p-terphenyl crystal on a TOF. The crystal was pro-
duced with the former dropping method used in our group from an oversaturated solution with
an initial concentration of the terrylene/p-terphenyl mixture of 2.6× 10−6 g/g and an oversatu-
ration of 10.53 mg/ml p-terphenyl/toluene. The adhered crystal caused the transmitted power to
drop to zero.

5.2 Crystal growth from oversaturated solution

It has been shown in our group that the use of an oversaturated solution compared to an under-
saturated solution accelerates crystal growth and that this leads to a better inclusion of terrylene
molecules in p-terphenyl [86,106]. The method of growth and deposition of crystals was to heat
an oversaturated solution of terrylene, p-terphenyl and toluene to 80 ◦C and to start the growth
process by cooling the solution within a pipette. Such a drop of solution with grown crystals was
then dropped on the TOF. During this procedure, the solution kept crystallizing and this resulted
in rather random crystals of unpredictable size, dopant concentration, and quality. Furthermore,
the size of the crystal was always so large that no light could be guided through the fiber any-
more. It was never possible to grow and deposit crystals with sufficient quality for SMS with
this method. In fig. 5.7 such a crystal deposited on a TOF can be seen.

In general, the growth of crystals from on oversaturated solution depends strongly on param-
eters like pressure, temperature, rate of temperature change during cooling, and surface tension
and turbulences of the solution. Since terrylene and p-terphenyl are both involved in the growth
process even more parameters arise which have an influence on the dopant concentration in the
crystals: the dopant concentration increases if either the initial terrylene concentration is in-
creased or the crystallization speed is increased. The size of such a crystal is mainly determined
by the growth time and the oversaturation of the solution. To gain more control over the crystal
growth from oversaturated solution compared to earlier work in this group, different modifica-
tions of this method were carried out. To ensure the light guiding abilities of the fiber, particular
attention was paid to grow small crystals. To achieve the single molecule level, the quality of
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the grown crystals needed to be improved significantly.
The oversaturated solutions were always prepared in the same way. Great care was taken

during the preparation process to avoid contaminations of the solution and hence of the dye-
doped crystals. The cuvettes were cleaned in an ultrasonic bath in an aqueous detergent (Extran
MA02 neutral, Merck) and flushed first with distillated water, then Acetone (C3H6O, Rotipuran
purity ≥ 99.8 %). The glass pipettes, used for admeasuring toluene, were rinsed with Acetone
only. To prevent dust particles settling on the surfaces of the cleaned pipettes and cuvettes, the
drying was carried out under a lab’s flow box. The manufacturing process for an oversaturated
solution was as follows: a mixture of terrylene (LianYunGang Henrychem Science, purity ≥
98 %, used as obtained) and p-terphenyl (Sigma-Aldrich, purity ≥ 99.5 %, used as obtained)
was dissolved in toluene (C6H5CH3, Merck uvasol). The solubility of p-terphenyl in toluene is
reached for a concentration of about 5 mg/ml at ambient conditions Heating the solution in an
ultrasonic bath at 80 ◦C for about half an hour guaranteed that all molecules were in solution.

5.2.1 Different oversaturations and very low concentrations

A low dopant concentration is an important demand for SMS and relative terrylene concentra-
tions down to 10−9 have been successfully used [42]. Relative terrylene concentrations so far
used in this group for the initial terrylene/p-terphenyl mixture were only in the order of 10−5

and the resulting fluorescence excitation spectra showed rather broad spectral features which in-
dicate a relative high concentration of terrylene molecules that could prevent the observation of
single molecules with a TOF [106]. To investigate the general possibility of using lower dopant
concentrations for the crystal growth from solution and the possible improvement of highly di-
luted crystal samples, oversaturated solutions with low concentrations of 10−8 g/g terrylene/p-
terphenyl and different oversaturations were prepared. The solutions were heated up to 80 ◦C
and immediately drawn up with a clean glass pipette. Repeatedly, drops of the crystallizing so-
lution were dripped on the TOF until a fluorescence signal could be obtained. After recording
the spectrum, the fiber was cleaned with acetone, and the process was repeated many times. The
samples were excited via the fiber with a wavelength of 578.5 nm and a transmitted power of
170 nW prior to adhering the crystal. The fluorescence was recorded with the spectrometer in in-
tegration intervals of 10 s. No power transmission through the fiber could be achieved. In fig. 5.8
the highest obtainable fluorescence spectra of both oversaturations are shown. In both cases the
fluorescence signal is very broad and continuously ranges from 610 nm (where the LP filter pre-
vents the recording of fluorescence light with lower wavelengths) to 760 nm. The strength of
the fluorescence is rather low with a maximum of 7 counts/s for the sample with an oversatu-
rated solution of 18.47 mg/ml p-terphenyl/toluene (fig. 5.8(a)) and even lower with 5 counts/s for
the sample with an oversaturated solution of 11.48 mg/ml p-terphenyl/toluene (fig. 5.8(b)). The
higher the oversaturation, the faster is the crystal growth and the easier present dopants are in-
corporated into the crystal. Consequently, the sample with the higher oversaturation (fig. 5.8(a))
shows a more distinct fluorescence signal than the one with the lower oversaturation (fig. 5.8(b)).
However, the signal shows only one broad peak. In the spectral range above 610 nm, according
to fig. 3.11 one would expect one distinctive peak centered at 630 nm which drops to zero and
a second weakly pronounced peak at 685 nm. Both spectra have similarity with the spectra of
non-localized terrylene (cf. fig. 3.8(a)). Non-localized terrylene shows a bleaching effect under a
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Figure 5.8: Background corrected fluorescence of samples grown from highly diluted terrylene
concentrations and an excitation wavelength of 578.5 nm and a transmitted power of 170 nW
prior to adhering the crystals. A LP filter cuts the fluorescence below 610 nm. The sample shown
in (a) results from an initial terrylene/p-terphenyl mixture with a concentration of 2.4× 10−8 g/g
and an oversaturation of 18.47 mg/ml p-terphenyl/toluene. The sample in (b) results from a
similar initial terrylene/p-terphenyl mixture with a concentration of 2.5× 10−8 g/g but a lower
oversaturation of 11.48 mg/ml p-terphenyl/toluene.

continuous excitation at room temperature. But since the spectra were not recorded long enough
to observe bleaching, it could also be possible that the crystal growth resulted in a crystal of
low quality, leading to a strong electron-phonon coupling between dopant and crystal. From the
fluorescence signal, it can be assumed that the crystal quality will not be sufficient for SMS.
Both measurements represent the strongest achievable fluorescence signals achieved with this
concentration and this method.

5.2.2 Deposition of crystals from solution via drop-touch method

So far, crystals from an oversaturated solution were deposited on a TOF by dropping solution
onto the waist [38, 86, 106]. Beside the uncontrolled growth process of the crystals within the
pipette, this method has the disadvantage of a high consumption of solution and a small prob-
ability that crystals adhere to the fiber. A different crystal deposition method, which relies on
a rather simple setup and procedure, was therefore introduced. It is schematically shown in
fig. 5.9.

After crystals have formed from the oversaturated solution according to the chosen parame-
ters, a standard microliter plastic pipettor was drawn up with the solution. By slightly pressing
the pipettor, a small drop was formed at the tip, small enough to not detach. The drop was then
brought into contact with the TOF and immediately pulled away. This procedure was repeated
until a crystal was adhered to the surface of the TOF. The TOF was was coupled to the optical
setup shown in fig. 4.1 and an adhered crystal could be identified with its fluorescence signal.
Furthermore, the fluorescence and transmitted power are indication of the crystal quality and
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drop with grown crystals
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Figure 5.9: Drop-touch method of adhering crystals from solution to a TOF. Details see text.

crystal size, respectively. If the attached crystal was not satisfactory in terms of quality or size,
it could be washed away by rinsing the TOF with acetone and the process could be repeated.
For obtaining small crystals on the TOF via this drop-touch method, many tries might be nec-
essary. The advantage of this method is that it can be repeated very often and quickly. After a
crystal with appropriate quality and size was attached, the fluorescence signal was observed up
to an hour to check if bleaching occurred, which would indicate a low crystal quality. Note that
some bleaching can arise from terrylene molecules which are not incorporated in the crystal.
In fig. 5.10 the time evolution of the background-corrected fluorescence of two samples directly
after adhering to the TOF can be seen. In fig. 5.10(a) the fluorescence permanently decreases
over time. After about 27 min, the signal is almost completely lost due to bleaching. The crystal
in fig. 5.10(b) also exhibits a decrease in the fluorescence signal, but after a time of more than
36 min (green curve) the signal is stable and does not decrease further for the next 24 min (blue
curve). For a first check of the crystal quality, features of the spectrum can be compared to the
spectrum of a single terrylene molecule in p-terphenyl at room temperature (cf. fig. 3.11): the
peak in the stable spectrum is clearly pronounced at 645 nm, even the small peak can be identi-
fied at 695 nm. In contrast, the unstable spectrum does not show a pronounced peak but a very
wide peak with a shoulder at the position of 645 nm. The peak is so wide that the the small peak
at 695 nm is completely covered.

Before a crystal sample is processed further, in particular cooled down to cryogenic temper-
atures, the fluorescence signal should be stable. Furthermore, the shape allows a preselection of
crystals with supposedly higher quality, according to the mentioned criteria.

5.2.3 Enhanced crystal growth via fast precipitation

For reproducibly producing small crystals with a good crystal quality providing a high terry-
lene stability and narrow lineshapes at room temperature, more control had to be gained over
the whole growth process. Instead of changing the ratio of p-terphenyl and toluene and thereby
varying the oversaturation of the used solutions, a precipitation agent can be used. For a possible
precipitation agent, terrylene and p-terphenyl have to be insoluble and toluene has to be soluble.
A solvent fulfilling these requirements is isopropanol. When isopropanol is added to an over-
saturated solution of terrylene and p-terphenyl in toluene, the oversaturation increases instantly
and strongly since the mixture of toluene and isopropanol have a lower solubility for the two
molecule species. The accelerated crystal growth starts and creates a distribution of different
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Figure 5.10: Time evolution of two background-corrected fluorescence spectra directly after
adhering the sample to the TOF. A LP filter cuts the fluorescence below 610 nm. The sample in
(a) was excited with 578.51 nm and a transmitted power of 27 nW prior to adhering the crystal.
Bleaching is clearly visible and the fluorescence decreases almost to zero. The sample in (b)
was excited with 578.5 nm and a transmitted power of 24 nW prior to adhering the crystal.

crystal sizes of monocrystalline structure in a suspension. After the precipitation is complete,
further recrystallization and agglomeration which changes the structure and size of the crystals
can occur over time. This can modify the crystals in two ways: While possible defects are cured
improving the structure of the crystals, agglomeration leads to bigger crystals with an increased
number of defects.

The procedure to produce such a suspension with crystals grown via fast precipitation was
always as follows: Oversaturated solutions with the desired concentrations of terrylene and p-
terphenyl in toluene were prepared. For further processing, a small defined volume of a few
ml was filled into a separate recipient and heated again to 80 ◦C in an ultrasonic bath until all
molecules were dissolved. After a specified time, room temperature isopropanol of a defined
volume was added and the precipitation process was started. After a few minutes, the crystals
are completely precipitated and the suspension can be used to place crystals on a TOF with the
drop-touch method. The suspension can be used for several days over which the size and the
quality of the crystals can however change. To gain access to the smaller crystals, the tendency
of the suspension to form sediments can be used. A simple size selection was performed by
joggling the solution and sedimenting it: The density of the crystals is higher than the one of the
toluene/isopropanol mixture and the bigger crystals will sink much faster than the small ones.
If the pipettor was drawn up in the upper part of the suspension, predominantly small crystals
were captured.

Besides the known number of parameters for crystal growth, this procedure adds even more
degrees of freedom. Some of them can be controlled, like the volume of the oversaturated solu-
tion, the volume of the precipitant, the elapsed time until the precipitant is added, and the time
after the precipitation when the crystal sample is adhered to the TOF. Others, like the distribu-
tion of crystal sizes which are drawn up with the pipettor, are however difficult to control. To
investigate the influence of the elapsed time before the precipitation is started on the crystal size
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Figure 5.11: Dependence of background-corrected and excitation power-normalized maximum
of fluorescence signal on transmitted power for terrylene doped p-terphenyl crystals for start-
times of the precipitation between 1 min and 5 min. The initial concentration of the oversaturated
solution was 8.55× 10−5 g/g terrylene/p-terphenyl and 10.9 mg/ml p-terphenyl/toluene and the
integration time of the spectrometer 10 s. Data taken from [113]. For details see text.

and the fluorescence yield, a series of crystal depositions on a TOF was performed, where the
transmitted power and the peak fluorescence were measured. Here, peak fluorescence means
that only the maximum fluorescence count rate of the whole spectrum was taken into account.
Only fluorescence signals with a pronounced peak structure like in fig. 3.11 were used. The
excitation wavelength was 578.5 nm, the integration time of the spectrometer 10 s and the max-
imum peak fluorescence was background-corrected and normalized for the excitation power. In
fig. 5.11 the relation between transmitted power and peak fluorescence can be seen for elapsed
times of 1 min, 3 min and 5 min before the precipitation was started. The transmitted power is
related to the crystal size and the number of deposited crystals. The bigger the crystal or the the
more are adhered, the smaller is the transmitted power. The peak fluorescence is an evidence
for the terrylene concentration of the crystal while it would be desirable to have a larger data
base, some fundamental conclusions can be drawn: The shorter the start-time, the higher is the
possible achievable peak countrate and the higher is the number of crystals with a substantial
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transmitted power. It can be concluded that shorter precipitation start-times lead to higher con-
centrated and smaller crystals. When comparing the achieved transmitted powers of all three
measurements it is conspicuous that for half of the adhered crystals the transmitted power drops
to or close to zero. No measurement shows a crystal with 100 % of transmission and an appre-
ciable fluorescence signal, indicating the difficulty to grow, pick, and deposit a crystal of small
size on a TOF. Crystals with high transmitted power could be more often produced with short
precipitation start-times (5.11(a),5.11(b)). The variation of results is quite high and no conclu-
sive result can be drawn from this measurement, but precipitation start-times between 1 min and
3 min seem to result in slightly smaller crystals with a distinctive fluorescence. For the prepara-
tion of terrylene doped p-terphenyl crystals which were used for SMS in this work, the time was
always chosen between those values.

To examine the crystal quality and smallest achievable size, a drop of a precipitated solution
(which was used for crystal sample #3 later) was drawn up with the pipettor like for the adhering
of crystals on the TOF and was placed on a copper substrate. After drying out, the sample was
investigated with a SEM. The resulting images can be seen in fig. 5.12(b) and fig. 5.12(c). In both
images, the solution evaporated from the left to the right side, i. e. from the outer to the inner
side of the drop. As known from chromatography, during the movement of the mobile phase
(suspension consisting of crystals and solution), the different sizes of the consisting particles
lead to different speeds compared to the mobile phase. The big crystals are too slow to follow
the withdrawing evaporating solution and are therefore separated from the mobile phase. This
separation by crystal size can be seen in fig. 5.12(b), which is giving an overview of a 150 µm×
100 µm large area of the remainders on the substrate. The crystal size is decreasing from left
to right. In fig. 5.12(c), an image of the center of the remaining crystals is shown. The crystal
size is now very homogeneous. To estimate the size of the smallest crystals achievable via the
precipitation growth method, in fig. 5.12(d) the magnification of an area in the center of the
remaining crystals can be seen. Exemplarily, one small crystal was measured to have a length
of 381.5 nm. This is almost as small as the diameter of 320 nm of the used TOFs. The shape is
similar to the p-terphenyl monocrystals produced via spin-coating and measured with an AFM
by S. Karotke [61]. Another possibility to determine the crystal structure is to measure the
selected area electron diffraction (SAED) with a transmission electron microscope (TEM). In
fig. 5.12(a) the SAED signal of a terrylene doped p-terphenyl crystal, produced from the sample
later used for crystal #3 taken and measured by B. Bayer from the Universität Wien, can be seen.
The diffraction pattern fits well to the crystal line structure of a p-terphenyl monocrystal. Thus,
the crystal growth method via fast precipitation has proven to produce monocrystals of small
size.

To investigate the possibility of depositing such small crystals on a TOF via the drop-touch
method, different oversaturated solutions were precipitated and crystals from the suspension
were placed in the described way on the TOF while monitoring the transmitted power. The
prepared samples were again examined with a SEM. Since the main focus was to adhere small
crystals and these crystals are often not clearly identifiable with a SEM on a TOF, so far only one
crystal but without monocrystalline structure could be clearly found on the TOF. The resulting
image can be seen in fig. 5.13.

The precipitation method has shown to produce significantly smaller crystals than the former

71



(a) (b)

(c) (d)

Figure 5.12: TEM and SEM images to show the monocrystalline structure of the terrylene
doped p-terphenyl crystals obtained from a precipitation reaction of an oversaturated solution of
terrylene and p-terphenyl in toluene with isopropanol as a precipitating agent (same sample used
for crystal #3 later). (a) shows a SAED image of a TEM (taken by B. Bayer from the Universität
Wien). The diffraction pattern proves the monocrystalline structure. (b) and (c) show SEM
images of the dried suspension. (d) is a magnification of (c) including a length measurement of
a small monocrystal. For details see text.

growth method. The size is small enough to still transmit light through the TOF and the shape is
monocrystalline. The drop-touch method has proven to improve the deposition of crystals on the
TOF and especially to allow the adhering of small crystals. Three of the many produced crystal
samples have been used for SMS. The corresponding ensemble fluorescence spectra under am-
bient conditions can be seen in fig. 5.14. In tab. 5.1 the underlying production characteristics for
the three crystal samples can bee seen. The highest achievable power transmission through the
fiber with a single molecule sample on the TOF was 46.3 %.
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Figure 5.13: SEM image of a terrylene doped p-terphenyl crystals on a TOF, produced from a
volume of 0.91 ml of oversaturated solution with an initial terrylene/p-terphenyl concentration of
the mixture of 8.3× 10−5 g/g and an oversaturation of 14.62 mg/ml p-terphenyl/toluene. 3.09 ml
isopropanol were used as a precipitation agent and caused a drop in the transmitted power to
9.8 %.

crystal #1 crystal #2 crystal #3
volume solution 0.7 ml 0.35 ml 0.35 ml

start-time 1 min 40 s 2 min 2 min
volume precipitant 3.3 ml 3.65 ml 3.65 ml

resttime 1 day none 4 days
initial concentration (g/g) 8.3× 10−5 8.5× 10−5 7.8× 10−5

oversaturation (mg/ml) 14.62 14.90 14.48
transmitted power (%) 25.0 46.3 42.5

Table 5.1: Crystal samples used for SMS with their production characteristics and transmitted
power through the fiber after adhering to the TOF. The production characteristics covers the
volume of oversaturated solution and precipitant. The “start-time”is the elapsed time before the
precipitation process is initiated. The time between the precipitation of the solution and the
deposition of crystals is the “resttime”. Concentration and oversaturation are from the initial
solution. For further details see text.
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(c) crystal #3
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Figure 5.14: Background corrected ensemble fluorescence spectra at ambient conditions for the
crystals #1 to #3, which were used for SMS. LP filters cut the fluorescence below 610 nm (a)
and 630 nm (b) and (c), respectively. Excitation wavelengths are always 578.5 nm and excitation
powers are (a) 24 nW of transmitted power prior to adhering the crystal, (b) 82 nW of transmitted
power prior to adhering the crystal and (c) 61.2 nW excitation power inside the fiber, measured
with the 2x2 single mode fiber optic coupler.
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CHAPTER 6
Spectroscopy of molecules in solid state

at low temperatures

Optical nanofibers have proven to be an extremely sensitive tool for surface spectroscopy [24,
114]. But, so far, only ensembles of dye molecules, either surface adsorbed or as dopants in
an organic crystal matrix, have been investigated using nanofibers. As described in chapter 5,
preparing crystal samples of terrylene in p-terphenyl from an oversaturated solution via fast
precipitation leads to to the smallest crystal sizes usable for spectroscopy on a TOF and, at room
temperature, to fluorescence signals similar to spectra of single terrylene molecules. In order to
perform spectroscopy of single terrylene molecules with a TOF, the crystal samples have to be
cooled down to cryogenic temperatures to take advantage of the accompanying narrowing of the
homogeneous linewidths.

In this chapter, the process of cooling down the TOF is described and fluorescence measure-
ments on the molecular ensemble of different crystal samples are presented. It is shown how
single emitters within the sample can be found and identified. Once single molecules are iden-
tified, several experiments are performed in order to characterize their properties. The crystal
samples #1 to #3 with the characteristics presented in tab. 5.1 are used for the different measure-
ments presented here.

As common in spectroscopy and for better comparison with existing work, for the following
measurements the scale is converted from wavelength [λ] = nm to wavenumber [ν̃] = cm−1.
However, if the spectral range is on the order of a single molecule, the frequency [ν] = Hz is
used as a scale.

Cooling down procedure

Once the crystal samples were prepared, deposited on the TOF, and have proven to be of the
desired quality (in terms of fluorescence signal, size and stability), the fiber mount was inserted
into the open sample chamber. After carefully closing and sealing the sample chamber and the

75



side flanges with indium wire, the whole cryo rod was evacuated with a scroll pump (oerlikon,
Scrollvac SC15D) for at least 1 h before it was placed in the warm cryostat and fixated. The
nitrogen tank was then filled with liquid nitrogen to start the slow pre-cooling of cryo rod and
the sample. Because the sample volume was evacuated and the liquid nitrogen had no direct
contact with the sample chamber, the pre-cooling from 295 K to round about 125 K, took 2 h.
For the further cooling, liquid helium was filled into the main cryo reservoir which contained the
sample chamber with the sample. The reservoir was simply completely filled, which reduced
the temperature further to round about 20 K on a timescale of 20 min. At this point, a small
amount of helium gas (Air Liquide, Alphagaz 2) was injected into the sample space of the
cryostat. This was done very slowly in order to avoid turbulences. It has been pointed out,
that too much buffergas degrades the light guiding abilities of the TOF [106], therefore it is
important to only use a tiny quantity. The amount of the buffergas was not exactly quantified but
when the spectroscopic signal of the sample showed a significant change in width, the gas flow
was stopped. This was the case for round about 10 mbar of helium buffergas at a temperature
of 4.4 K. The fact that the width of the signal decreased immediately and there was no further
change with time guarantees that the sample was efficiently cooled.

Figure 6.1 shows a series of fluorescence spectra of crystal #2 during the cooling pro-
cess from room temperature down to cryogenic temperatures. The excitation wavelength was
578.5 nm and, thus, always resonant with a terrylene ensemble. All spectra show the region
between 13 500 cm−1 and 16 500 cm−1, a long pass filter filtered out the fluorescence light with
wavenumbers higher than 16 393 cm−1. The spectral resolution of the spectrometer for these
spectra is round about 0.4 nm (10 cm−1). The broad band with the slight double peak structure
located at 15 500 cm−1 at room temperature reveals its substructure due to the homogeneous nar-
rowing of the spectral shape when lowering the temperature. At 4.4 K (cf. fig. 6.1(d)), three main
lines with a substructure are visible. These narrow spectral lines will be examined further in the
next section. The buffergas was led into the sample chamber directly after taking spectra 6.1(c).
Since the spectrum consists of one broad band with no pronounced substructure or even sep-
arated peaks before adding the buffergas, it can be assumed that the sample was not perfectly
thermalized without. Note that the absolute emitted fluorescence in this spectral region (area
under the curve) experienced a strong drop between 295 K and 150 K (cf. fig. 6.1(a) and 6.1(b)),
followed by a further decrease when cooled to 20.1 K (cf. fig. 6.1(c)). For 4.4 K the overall
emitted fluorescence increased to a value higher than at room temperature (cf. fig. 6.1(d)). The
excitation power and excitation wavelength was kept constant during the whole cooling pro-
cedure. The cooling process is accompanied by a reduction of phonons and a narrowing of the
ZPL. This can lead to a reduced number of excited molecules. At 4.4 K the ZPLs are very narrow
and almost lifetime-limited with a low saturation intensity. Furthermore, only a small spectral
jump, as observed for terrylene in p-terphenyl (cf. the corresponding subsection in sec. 6.2.1)
could bring the narrow ZPL of a molecule in full resonance with the excitation laser, leading to
a strong fluorescence emission.

Once a molecule sample was cooled down to cryogenic temperatures, it was kept at this
temperature for several months without interruption. All the following measurements were per-
formed at a sample temperature of 4.4 K.
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(c) 20.1K
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(d) 4.4K
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Figure 6.1: Background corrected fluorescence signal of crystal #2 at different temperatures
during the cooling process. The excitation power is 82 nW of transmitted power prior to adhering
the crystal with a wavelength of 578.5 nm and the spectral resolution is 0.4 nm (approx. 10 cm−1)
for all spectra. The approx. overall emitted fluorescence is (a) 4800 counts/s, (b) 1800 counts/s,
(c) 1400 counts/s, and (d) 6000 counts/s. For details see text.

6.1 Ensemble spectroscopy

6.1.1 Identification of peaks

To resolve the narrow vibronic lines further and to get insights into the fluorescence spectra at
cryogenic temperatures, a different grating of the spectrometer was used, resulting in an effective
resolution of 0.1 nm (approx. 2.5 cm−1). For a better comparability with spectral positions given
in literature, this and the following spectra are converted to relative wavenumbers. Therefore,
the excitation wavenumber ν̃0 is substracted from each wavenumber ν̃ of the spectrum. This
results in positive wavenumbers, although the excitation is always carried out at a higher energy
than the fluorescence is observed. The fluorescence spectrum of crystal sample #1 at a tempera-
ture of 4.4 K, excited with 577.895 nm and an excitation power of 16.2 nW of transmitted power
prior to adhering the crystal can be seen in fig. 6.2. This high resolution fluorescence spectrum
reveals characteristic peaks at certain positions, belonging to pure vibronic transitions (with no
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Figure 6.2: Background corrected fluorescence ensemble spectrum of crystal #1 in the center of
site X4 at a temperature of 4.4 K for an excitation wavelength of 577.895 nm and an excitation
power of 16.2 nW of transmitted power prior to adhering the crystal. Peaks with known vibronic
origin are denoted according to [42].

phonon participation). Known peaks are denoted according to [42]. All these vibronic transi-
tion originate from different carbon-carbon stretch vibrations within the terrylene molecule and
can be found in detail in literature [42, 115]. On the low energy side, these transitions are ac-
companied by phonon sidebands, clearly visible for the two bands at 1450 cm−1 and 1700 cm−1.
As phonon sidebands have a broad spectral distribution, they cannot be further resolved. The
stronger the phonon sideband, the more phonon states are excited within the terrylene mole-
cules. The intensity of the phonon sideband strongly increases when the ZPL is saturated or
the crystal sample exhibits a strong electron-phonon coupling. The electron-phonon coupling
is determined by the coupling of the electronic states of a terrylene molecule to the vibrations
of the p-terphenyl crystal lattice. Therefore, the crystal quality in terms of crystal structure is
important to achieve a small phonon sideband. According to [115], the combination band is the
simultaneous excitation of the vibronic lines ν84 and ν88 with a strong vibronic line at 243 cm−1.

For a further investigation of the strength and the position of the vibronic transitions near the
transition frequency of the optical site X4, the fluorescence ensemble spectra of different crystal
samples are compared. The site X1 was not investigated for crystal #1 and crystal #3 or did not
exhibit a terrylene population (crystal #2). Site X2 and X3 were investigated but for this spectral
range, the fluorescence is partly cut off by a 630 nm long pass filter. In fig. 6.3 a comparison
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(a) ensemble spectrum, crystal #1
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(b) ensemble spectrum, crystal #2
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(c) single molecule, crystal #1
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(d) single molecule, crystal #2
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Figure 6.3: Comparison of background-corrected ensemble fluorescence spectra with the flu-
orescence spectra of single molecules near the center of optical site X4 for different crystal
samples: (a) ensemble spectrum of crystal #1 with a excitation wavelength of 577.895 nm and
an excitation power of 8.1 nW of transmitted power prior to adhering the crystal. (b) ensemble
spectrum of crystal #2 with an excitation wavelength of 577.894 nm and an excitation power of
52.4 nW of transmitted power prior to adhering the crystal. (c) single molecule at the spectral
position 577.896 nm in crystal #1 and an excitation power of 1.9 nW of transmitted power prior
to adhering the crystal and (d) single molecule at the spectral position 577.851 nm in crystal #2
and an excitation power of 17 nW of transmitted power prior to adhering the crystal. For details
see text.

between the fluorescence spectra of the different ensemble spectra of crystals #1 and #2 and
fluorescence spectra of single molecules can be seen for the X4 site. When comparing the peak
positions of ensemble and single molecule spectra, no significant difference can be detected.
Due to the higher excitation power, phonon sidebands are more distinctive for the measurements
in crystal #2 (cf. fig. 6.3(b) and fig. 6.3(d)). The intensity of the different vibronic transitions
shows differences, most easily visible for the two strongest vibronic lines ν98 and ν96: in most
cases, the intensity of ν98 is higher than for ν96 for the ensemble as well as the single molecule
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spectrum. Only for the ensemble spectrum of crystal #2 near the site X4 (cf. fig. 6.3(b)) it is the
other way around.

The spectral center positions of the six known peaks of the purely vibronic transitions of the
two ensemble spectra are determined via Gaussian fits and are listed in tab. 6.1.

Taking into account the spectral resolution of 2.5 cm−1 of the spectrometer for these spectra,
all ensemble peak positions of both samples agree well with each other. Only the lowest tran-
sition ν84 is slightly shifted to a lower frequency. Compared to the peak positions of a single
molecule in site X4 measured by Kummer et al. [42] (second column), all positions are shifted
between 32 cm−1 and 44 cm−1 to higher frequencies (with an average of 41.5 cm−1 for crystal #1
and 36.3 cm−1 for crystal #2). However, the distance between the peaks agrees very well.

The reason for this shift possibly lies in a different influence of the crystal host on the vi-
brational transitions of the terrylene molecules. Earlier measurements of fluorescence ensemble
spectra of terrylene in p-terphenyl on a TOF in this group revealed a shift to higher frequen-
cies as well, but only 11 cm−1 to 14 cm−1 [38, 86]. The main difference between the crystal
samples used before and now is the way of manufacturing: while the former crystals were pro-
duced from an oversaturated solution, crystallizing mainly uncontrolled within the pipette (cf.
sec. 5.2), the crystal samples here are all produced via the method of fast precipitation and de-
posited via the drop-touch method. The spectrometer has never been precisely calibrated, e. g.
with a helium-neon laser. Only the internal calibration method of the spectrometer was used
before each measurement. Thus, a systematic error cannot be ruled out.

6.1.2 Anomalous peaks

The peak structure of the shown ensemble spectra coincide well with each other except for the
intensity of some vibronic transitions and the spectral position of the transition ν84. Neverthe-
less, in one ensemble spectrum of crystal #2, near the transition frequency of the X4 site and
in the spectrum of the single molecule at a spectral position of 577.896 nm in crystal #1 (cf.
fig. 6.3(c)), a clear deviation of the common structure was observed. For the ensemble spectrum,
this deviation is shown in fig. 6.4: the vibronic transitions are marked following the previous no-
tation and the additional peak is assigned with νx. Note that for better visibility of the peaks, a
smaller area is shown here, compared to the previous spectra . All peak positions are determined
via Gaussian fits and are listed in tab. 6.1. As before, they are offset by 33 cm−1 to 50 cm−1.
Since all peaks have their origin in vibronic transitions of terrylene in p-terphenyl, additional
peaks are an indication, that molecules with different transitions exist and can be excited. From
earlier experiments with terrylene in polyethylene it is known, that about 10 % to 20 % of the
molecules show a qualitatively different intensity and frequency pattern [115]. Also earlier ex-
periments of terrylene in p-terphenyl revealed the existence of a terrylene species with additional
vibronic transitions but at slightly different spectral positions [42]: Kummer et al. discovered two
additional vibronic lines in site X2 at positions 1370 cm−1 and 1583 cm−1. Due to a low signal-
to-noise ratio, the line at 1370 cm−1 cannot be applied to any peak here. The line at 1583 cm−1

showed a much weaker intensity than their transition ν98 at 1574 cm−1 (X2) and was 9 cm−1

shifted to a higher relative wavenumber. Taking into account the spectral resolution of 2.5 cm−1

for the measurement presented here, the distance of 11 cm−1 between νx and ν98 corresponds
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Figure 6.4: Background corrected fluorescence ensemble spectrum of the optical site X4 of
crystal sample #2, showing an additional vibronic transition (νx). Excitation wavelength was
577.935 nm with an excitation power of 9.0 nW of transmitted power prior to adhering the crys-
tal. The vibronic transitions are denoted according to the spectra before.

well with this distance and it can be concluded that the anomalous peak here is the same as
discovered by Kummer et al.

Several attempts have been made to explain the origin of these shifted or additional vi-
bronic lines [42, 115]. An isotopic substitution with a heavy 13C atom in the terrylene structure
would increase the reduced mass and should shift the vibronic transitions towards lower frequen-
cies. Also, for pentacene in p-terphenyl it has been found, that heavy atom substitution shifts
the purely electronic transition to shorter wavelengths [116]. Since the spectrum showing the
anomalous peak is recorded in the red wing of site X4, the substitution with 13C as the reason
for the additional vibronic line at this excitation wavelength can be ruled out. More likely is the
existence of different types of environments within the p-terphenyl matrix, leading to different
vibronic transitions. For the crystals manufactured via fast precipitation and investigated via a
TOF and compared to earlier experiments and other production methods, the amount of mole-
cules with anomalous peaks seems to be very low: in all crystal samples investigated, it could
only clearly be observed twice.
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SM, X4 [42] crystal #1, X4 crystal #2, X4 crystal #2, X4, anomalous
ν84 1288 cm−1 1331 cm−1 1323 cm−1 1328 cm−1

ν88 1295 cm−1 1339 cm−1 1334 cm−1 1336 cm−1

ν91 1323 cm−1 1366 cm−1 1361 cm−1 1373 cm−1

ν96 1369 cm−1 1410 cm−1 1406 cm−1 1407 cm−1

ν97 1379 cm−1 1420 cm−1 1416 cm−1 1417 cm−1

ν98 1576 cm−1 1613 cm−1 1608 cm−1 1609 cm−1

νx 1620 cm−1

Table 6.1: Peak positions of different vibronic transitions in the ensemble fluorescence spectra
of the optical site X4 in crystal samples #1 and #2 (cf. fig. 6.3). The last row contains the posi-
tions of the spectrum containing an anomalous peak denoted with νX (cf. fig.6.4). The literature
values are determined experimentally for a single molecule in X4 by Kummer et al. [42].

6.1.3 Fluorescence excitation spectroscopy

The first single molecule detection experiment by Moerner and Kador in 1989 allowed to mea-
sure the absorption signal of a single pentacene molecule in a p-terphenyl host directly [5].
However, due to the ratio of the unfavorable molecular cross section to the beam cross section,
the absorption was low and only led to a limited signal-to-noise ratio. In order to overcome these
limitations, Orrit et al. introduced fluorescence excitation spectroscopy as a new method for sin-
gle molecule spectroscopy in 1990 [6], making it the preferred technique for single molecule in-
vestigation. For a fluorescence excitation measurement, a tunable narrowband single-frequency
laser is scanned over the absorption band of the single molecule or ensemble and the emitted
fluorescence is collected. By recording the fluorescence intensity as a function of the excitation
wavelength, the molecular absorption can be visualized. To maximize the signal-to-noise ratio,
the emitted fluorescence has to be collected efficiently and scattered light has to be minimized.
Therefore, an extinction of the excitation light by a long pass filter is essential.

Here, the fluorescence was either detected by one of the SPCMs or the spectrometer (cf.
fig. 4.1). The emitted fluorescence of a molecule covers a broad range of wavelengths, since the
emission occurs from the ground vibrational level ν

′
= 0 of the first electronically excited state

S1 to the different vibrationally excited levels of the electronic ground state S0 (cf. fig. 3.1 for
the energy levels within a molecule and fig. 6.2 for the spectral representation of some of these
vibronic transitions). While the SPCM counts all incoming photons passing the long and short
pass filters indiscriminately, the spectrometer distinguishes spectrally between them and a man-
ual integration over a specific spectral region has to be performed afterwards. The spectrometer
is sensitive to cosmic radiation hitting the CCD, which causes additional events adding to the
fluorescence counts. If such an event was recorded in the spectral range used for the fluorescence
excitation measurement, the recorded spectrum was discarded. In order to minimize the spectral
noise and to raise the amount of usable recordings, the range of integration was narrowed down
to the ν98 vibronic transition. It offers one of the strongest peaks and allows the use of a 630 nm
long pass and a 650 nm short pass filter to block the laser excitation light and other scattered
light.
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Figure 6.5: Fluorescence excitation spectra of (a) crystal #1 with an excitation power between
1.7 nW and 2.3 nW of transmitted power prior to adhering the crystal and (b) crystal #2 with an
excitation power between 10.5 nW and 52 nW of transmitted power prior to adhering the crystal.
The smoothed curves (black lines) are the moving averages of the fluorescence signals. For both
measurements, the laser frequency scan speed is 50 MHz/s. The fluorescence is normalized for
an excitation power of 1 nW. For details see text.
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Detailed fluorescence excitation measurements were performed for crystal samples #1 and
#2. They can be seen in fig. 6.5. Both spectra were obtained by scanning the laser frequency
continuously with a speed of 50 MHz/s and measuring the total fluorescence counts in a wave-
length range of 0.63 nm around the vibronic transition ν98. The integration time is 10 s per data
point and both spectra are normalized to an excitation power of 1 nW. Note, that only the spec-
trum of crystal #2 in fig. 6.5(b) covers the full spectral range of the four crystal sites X1 to X4 of
terrylene in p-terphenyl. The spectrum of crystal #1 in fig. 6.5(a) covers only the spectral range
of X4. Both spectra exhibit a strong inhomogeneous broadening of the ZPLs of the molecules,
resulting in a wide range of transition frequencies. For a sample with an equal distribution of ter-
rylene molecules on the four crystal sites in p-terphenyl, the fluorescence excitation is expected
to show four strong peaks at the spectral position of the sites at 17 230 cm−1 (X1), 17 286 cm−1

(X2), 17 293 cm−1 (X3) and 17 304 cm−1 (X4) (cf. fig. 3.12). For a possible assignment of peaks
to the spectral position of the sites, the moving averages of the fluorescence signal are added
(black lines). For crystal #1 two peaks can be identified at 17 303.3 cm−1 and at 17 310.5 cm−1.
The first one can be identified as X4 while the second one is of unknown origin. In crystal #2 no
peaks are clearly identifiable, either because they are missing (X1) or they are strongly smeared
out (X3 and X4). The smoothed fluorescence of crystal #2 shows two peaks at 17 272 cm−1 and
at 17 286 cm−1 of which the latter one can be probably assigned to X2. Although both crystal
samples were produced from oversaturated solutions with a similar terrylene concentration (cf.
tab. 5.1), the spectra reveal that the terrylene concentrations of the crystals are quite different:
the fluorescence count rate is strongly increased for crystal #1. The strength of inhomogeneous
broadening cannot be compared for both crystals, since the fluorescence excitation spectrum of
crystal #1 covers only a small range of crystal #2.

6.1.4 Statistical finestructure

As described in sec. 3.2.1, the absence of smoothness of the inhomogeneous broadened line is
a direct result of the superposition of the narrow homogeneous lines of many individual mole-
cules. Since the transition energies of these molecules are stable over time, the spectral position
of the peaks is not varying when measured at different times. The spectral peaks represent the
statistical fine structure (SFS) It can be identified by repeatedly performing a measurement of the
fluorescence excitation in the same spectral region. The measurement of the SFS was performed
in the region of the X4 site for crystal #1 and can bee seen in fig. 6.6. It shows the fluorescence
excitation determined with a resolution of 500 MHz. The integration is carried out over a spec-
tral range of 0.63 nm around the vibronic transition ν98. The red line is a magnification of the
spectrum presented in fig. 6.5(a). The black line corresponds to a fluorescence excitation mea-
surement performed four days later. Both measurements agree well with each other, showing
narrow peaks with the same intensity at the same spectral positions. Small differences in peak
position or intensity are probably due to instabilities of the laser scan speed.
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Figure 6.6: Detailed fluorescence excitation spectrum around the purely electronic transition of
site X4 (zero detuning) in crystal #1 with a laser scan speed of 50 MHz, an integration time of
10 s and normalized to an excitation power of 1 nW of transmitted power prior to adhering the
crystal. Both spectra are recorded with a time difference of 4 d. For details see text.

6.2 Single molecule experiments

6.2.1 Finding a single molecule in a haystack

The fluorescence excitation measurements give a first insight into the spectral position of the
ZPLs of individual terrylene molecules within the p-terphenyl crystal. To verify that any of
the sharp peaks correlates to the ZPL of a single molecule, the fluorescence autocorrelation is
measured.

Fluorescence excitation and linewidth

To reduce the number of possibilities for such a measurement dramatically, a preselection was
performed by identifying the narrowest peaks in the fluorescence excitation spectrum for each
crystal sample. The laser scan speed was reduced stepwise to a minimum of 1 MHz/s, which
could be still handled by the stabilization of the dye laser, and promising spectral regions for
a fluorescence excitation were scanned. This results in fluorescence excitation spectra of much
higher resolution. In fig. 6.7(a) such a detailed spectrum can be seen. It is a re-scan of a small
area of the fluorescence excitation spectrum of site X4 in crystal #1 showed in fig. 6.5(a) with a
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Figure 6.7: (a) shows the fluorescence excitation spectra of a small area on the high frequency
side of site X4 in crystal #1 (cf. fig. 6.5(a)) with a laser scan speed of 1 MHz/s, an integration
time of 10 s and normalized to an excitation power of 1 nW of transmitted power prior to ad-
hering the crystal. The arrow marks a possible candidate for a single molecule. (b) shows a
magnification of the small peak fitted with a Lorentzian resulting with a FWHM linewidth of
5.1(4)× 10−3 cm−1 (153(3) MHz).

resolution of 10 MHz. All fluorescence peaks with a FWHM appropriate for a single molecule
in a crystal matrix a low temperatures (up to a few hundred MHz) have to be considered as
possible candidates for single molecules. If they are separated from other peaks, the linewidth
can be determined by fitting a Lorentzian. Fig. 6.7(b) shows a magnification of the single peak
in fig. 6.7(a) with the same resolution. It is fitted with a Lorentzian and the FWHM linewidth is
5.1(4)× 10−3 cm−1 or 153(3) MHz.

As discussed in sec. 3.1.4, the homogeneous linewidth of a single molecule strongly depends
on the temperature. When it is lowered to cryogenic temperatures, the phonon coupling between
molecule and host matrix is strongly reduced. Below 2.2 K, the linewidth of terrylene in p-
terphenyl can be almost lifetime-limited with a predicted value of around ∆ν0 = 42 MHz [101].
Kummer et al. have performed measurements on terrylene in p-terphenyl at various tempera-
tures and found values between 30 MHz to 55 MHz for the low temperature limit [42]. In this
work, measurements were conducted at a temperature of 4.4 K, which leads to an increase in
the molecule’s linewidth. To calculate the linewidth of terrylene molecules in p-terphenyl at ar-
bitrary temperatures, eqn. 3.31 has to be considered. The dephasing-dependent lifetime T ∗2 (T )
can be calculated via the pure phase relaxation time T ∗2 (∞) and eqn. 3.32. For 4 K, T ∗2 has
been determined from the linewidth of a single molecule in a rather large sublimation crystal as
2.3(2) ns [67] and with an activation energy ofEa = 17(2) cm−1 [42] it yields T ∗2 (∞) = 5(3) ps.
By inserting eqn. 3.30 and eqn. 3.32 into eqn. 3.31 the temperature dependent linewidth is given
by:

∆ν(T ) = ∆ν0 +
1

πT ∗2 (∞)
· exp

[
− Ea
kBT

]
(6.1)

Therewith, the expected linewidth for terrylene in p-terphenyl at 4.4 K is ∆ν = 291(5) MHz.
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This value can only be a rough estimation, since the dephasing-dependent lifetime T ∗2 (4 K) taken
from literature and used to calculate T ∗2 (∞) and ∆ν(T ) depends on the specific sample used for
the measurement. E. g. a crystal with smaller dephasing would lead to a smaller linewidth.

The value determined from the fluorescence excitation spectrum for the shown peak is only
half as large as the calculated theoretical value for the linewidth of terrylene at 4.4 K and there-
fore a strong indication for a single terrylene molecule.

Fluorescence intensity autocorrelation

After localizing promising isolated fluorescence peaks which exhibit a FWHM linewidth that is
compatible with a single molecule, a measurement of the fluorescence intensity autocorrelation
was performed. The optical setup was reconfigured for the use of the two SPCMs instead of
the spectrometer by simply replugging the optical fiber (cf. fig. 4.1). To minimize detection of
stray light from external light sources and of the excitation light from the laser, a 650 nm short
pass and a 630 nm long pass filter were used in the optical setup. To carry out a correlation
measurement, the laser wavelength was set to the previously determined position of a possible
single molecule and the photon emission was recorded for up to an hour. In the Hanbury-Brown
Twiss setup, the photon beam is divided by a 50/50 beamsplitter and led to the two SPCMs,
where the arrival times are recorded [117].

In order to verify the antibunching behavior of a single molecule candidate, the fluorescence
intensity correlation function is investigated for short times τ . The antibunching for a terrylene
molecule with the expected linewidth should take place on a timescale of nanoseconds. In
fig. 6.8 the correlation function g(2)(τ) is plotted against the separation time τ for short times up
to ±100 ns with a resolution of 1 ns. The excitation wavelength was 577.5634 nm with a power
of 9.6 nW. The power was low enough to not cause power broadening (cf. sec.6.2.3). The data
shows a clear antibunching dip at τ = 0, which proves that the investigated signal stems from
a single molecule. Due to the low excitation power, no Rabi oscillations can be observed. The
normalization has been carried out with the countrate at long times. Around the antibunching,
g(2) is slightly higher than unity as a consequence of the photon bunching from the triplet state.
This leads to a decay of the autocorrelation function corresponding to the lifetime of the triplet
state. The drawn line is the result of a fit of eqn. 3.45. The argument of the exponential consists
of the fluorescence rate k21 = 1/T1 and the dephasing contribution Γ2 = 1/T2 = 1/2T1+1/T ∗2 .
While k21 is independent of the temperature, T ∗2 becomes large only for very low temperatures of
about 2 K, at which the dephasing is dominated by the fluorescence rate. Since the experiments
in this work have been carried out at a temperature of 4.4 K, pure dephasing cannot be neglected.
To determine the pure dephasing time T ∗2 for a slightly different sample temperature of 4.4 K,
eqn. 3.32 has to be solved. For 4 K, T ∗2 has been determined experimentally from the linewidth
of a single molecule as 2.3(2) ns [67]. With an activation energy of Ea = 17(2) cm−1 [42] it
yields T ∗2 (∞) = 5(3) ps. With this value, the expected pure dephasing time for the temperature
in the experiment is calculated as

T ∗2,theor.(4.4 K) = 1.3(8) ns (6.2)

By setting the lifetime of the excited state to the experimentally determined value of T1 =
3.7(2) ns by S. Kummer [67], the fit of the autocorrelation function in fig. 6.8 with eqn. 3.45
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Figure 6.8: Normalized fluorescence intensity autocorrelation function g(2)(τ) at short times
for a single terrylene molecule in p-terphenyl (crystal #3, spectral position 577.5634 nm). The
red line is a fit of eqn. 3.45. For details see text.

reveals for the pure dephasing time for this molecule T ∗2 (4.4 K) = 5(4) ns. This is round about
four times higher than the expected value. The higher the pure dephasing time T ∗2 is, the smaller
is the dephasing contribution to the homogeneous linewidth, thus leading to a smaller broadening
of the homogeneous linewidth. With eqn. 3.31, the fluorescence rate T1, and the determined
pure dephasing time T ∗2 , the homogeneous linewidth for this molecule can be calculated as
∆ν(4.4 K) = 102(45) MHz.

For this molecule the linewidth was also determined from a fluorescence excitation measure-
ment yielding 184(17) MHz. This value and the linewidths ∆ν of other molecules from crystal
#1 to #3 investigated in this work can be seen in tab. 6.2. The linewidths have been determined
from autocorrelation measurements and/or spectrally from a fluorescence excitation measure-
ment from the peak width. Due to some reasons like spectral stability (cf. the next section) or
relatively high scan speeds, the linewidths determined spectrally have the tendency to be larger
than the ones determined from the g(2) measurement.

The three crystal samples show a large variation for the linewidths of the embedded mole-
cules between 35 MHz and 394 MHz. Crystal #2 shows the largest linewidth for terrylene, even
larger than the theoretical expected 291 MHz. It is remarkable that all other linewidths in crys-
tal #1 and #3 are smaller than this theoretical value. Some molecules in crystal #3 even reach
the lifetime-limited value, expected below 2.2 K. A possible reason for linewidths smaller than
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T ∗2 (ns) – 0.9(7) 5(4) – – –
∆ν (from g(2)) (MHz) – 394(255) 102(45) 35(2) 43(2) 44(2)

∆ν (spectrally) (MHz) 153(3) 366(18) 184(17) 142(12) 181(52) 113(23)

Table 6.2: Summary and overview of the properties of some single terrylene molecules (denoted
with spectral position and crystal #) found in crystal #1 to #3.

expected for this temperature could be the extraordinary small crystal samples, which have been
manufactured and used in this work. The Bridgman crystals used by Kummer et al. had thick-
nesses between a few hundred µm and 5 mm [42]. The crystals used here have lateral dimension
far less than 1 µm (cf. sec. 5.2.3). According to the Debye model, the phonon density in a solid
is directly proportional to the volume. A smaller volume leads to less atoms, thus less vibra-
tional states. This results in less phonon states and, therefore, less dephasing for the embedded
terrylene molecules might occur.

For two molecules, the pure dephasing time T ∗2 could be determined from the autocorrelation
measurement as well (cf. tab. 6.2). To determine the pure dephasing time from the autocorrela-
tion function, the argument of the exponential in eqn. 3.45 is solved for the parameter obtained
from the fit of the autocorrelation function to the experimental data. Here, for most molecules
the lifetime of the excited state T1 = 1/k21 is already close to the lifetime-limited value. Thus,
the pure dephasing time cannot be extracted from the argument of the exponential. In such cases
eqn. 3.46 is used.

Spectral stability

At low cryogenic temperatures, crystals like p-terphenyl have stable and well-defined structures.
Since the ZPL of embedded terrylene molecule is extremely narrow at such temperatures, it is
highly sensitive to changes in the molecular environment or external perturbations. As a result,
the intensity, the width, and the position of the molecule’s ZPL can be affected. Not only is
the spectral position of the molecule the most sensitive feature of the ZPL, it is also the most
crucial one when it comes to a continuous investigation of the molecule’s characteristics. The
magnitude of interactions between environment and molecule that already lead to a measurable
lineshift is rather small: From Stark effect measurements, it is known that an external electric
field leads to a shift of the ZPL of a molecule. E. g., for some terrylene molecules in a polymer,
it has been observed that a field of 50 kV/m results in a shift of 50 MHz of the ZPL [118]. For
the small dimensions of an organic dye molecule, such a field would correspond to an electron
moving by 0.1 nm at a distance of 10 nm [47].

Small amounts of crystal defects like dislocations, vacancies or grain boundaries are present
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Figure 6.9: Fluorescence excitation measurement of a single terrylene molecule in p-terphenyl
(crystal #2, spectral position 577.8510 nm) showing spectral jumps during the scan. The resolu-
tion is 10 MHz and the fluorescence signal is normalized to an excitation power of 1 nW. In (a)
the resulting dips are marked. In (b) the line is fitted with a Lorentzian resulting in a FWHM
linewidth of 1.22(6)× 10−2 cm−1 (366(18) MHz). For details see text.

in every crystal, leading to inhomogeneous broadening, as described before (cf. sec. 3.1.4). But
these defects are static at low temperatures and thus contribute only to the static distribution of
the ZPLs around the center frequency. Crystal defects can also have a dynamic effect, leading
to reversible or irreversible spectral jumps of the ZPL [119]. This could be the case for mis-
arrangements in the molecular packing near a defect which would create additional space and
allow for molecular motion.

Such spectral jumps in the molecular frequency due to crystal defects have been also ob-
served for p-terphenyl crystals. Usually, the most stable molecules were found near the center of
an inhomogeneous line, with an increase of unstable molecules in the wings [6, 56]. Reversible
jumps are for example the photo-induced jumps of molecules in site XY (cf. sec. 3.3.2). Such
molecules as well as molecules with irreversible jumps have not been investigated in this work.
It has been observed, that during the thermalization process of the sample due to cooling to
cyrogenic temperatures, spectral instabilities can also occur [120]. Such an instability would
become more stable with time as the sample reaches the thermal equilibrium. The molecules in
this work were at cryogenic temperatures for months, enough time for a proper thermalization.
Although measurements were performed with low excitation energies and the buffergas should
ensure a proper heat transfer, a possible heating of the sample due to laser irradiation cannot be
completely ruled out.

The investigation of the intramolecular characteristics like fluorescence rate or triplet transi-
tions require a spectrally stable molecule, which allows for an extensive observation over a long
time. When a molecule performs a spectral jump during an excitation measurement, the fluo-
rescence signal shows discontinuities. Such a measurement can be seen in fig. 6.9(a). It shows
a continuous fluorescence excitation scan with a slow speed of 1 MHz/s. Since the data was ac-
quired with the spectrometer and an integration time of 10 s, the resulting resolution is 10 MHz.
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Figure 6.10: Individual fluorescence excitation scan of the molecule at spectral position
577.8436 nm in crystal #3 with a resolution of 25 MHz and an excitation power of approx. 2 nW.
For details see text.

Every time the molecule jumps off the frequency of the excitation laser, the signal exhibits a dip
in the emitted fluorescence, marked by two arrows. Since the integration time is long compared
to triplet transitions, times of no photon emission clearly correspond to spectral diffusion and not
to photon bunching. Depending on the spectral position of the jump, a broadening of the single
molecule line in the fluorescence excitation may be observed, e. g., if the new jump position is
within the linewidth of the molecule. This only weakly influences – if at all – the spectrum of the
molecule investigated here: a fit with a Lorentzian reveals a FWHM linewidth of 366(18) MHz
(cf. fig. 6.7(b)), which is close to the expected linewidth of 291 MHz for 4.4 K.

In order to find a molecule with a high spectral stability, a fast scan with approx. 250 MHz/s
was performed in the spectral region in which the spectral jumps were expected to take place.
The individual scans are then compared to see any change in the center frequency. The excitation
wavelength was continuously scanned over the molecule’s resonance from one side to another
and the emitted fluorescence was collected with a SPCM. One typical individual scan can be
seen in fig. 6.10. To compare the spectra of the individual scans with each other, they are fitted
to Lorentzians. The spectral stability for two different molecules of crystal #3 can be seen
in fig. 6.11. Both measurements were performed at different excitation powers, thus allowing
not to draw conclusions on the linewidth of the investigated molecule. While the molecule in
fig. 6.11(a) is stable at the initial position of 577.8436 nm for more than 25 min, the molecule in
fig. 6.11(b) shows fluctuations of about 1 GHz around the initial position of 578.557 nm. Both
molecules are located in sites X4 and X2, resp. These sites are known to be stable (cf. sec. 3.3.2)
and the spectral distance from the center of the inhomogeneous band is approx. 0.06 nm for both
molecules.
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Figure 6.11: Spectral stability of two different molecules. A successive scan with a resolution of
25 MHz and a power of approx. 2 nW and 1 nW, respectively is performed for several minutes.
The spectra are fitted with Lorentzians for better visibility and 0 GHz detuning is set for the first
spectral position. (a) shows a relatively stable molecule (spectral position 577.8436 nm, crystal
#3) and (b) an unstable molecule (spectral position 578.5570 nm, crystal #3). For details see
text.
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Figure 6.12: Normalized fluorescence intensity for two different molecules in crystal #3 as a
function of the polarization of the exciting light coupled into the optical nanofiber with respect
to the horizontal plane. For details see text.

Polarization measurements

Unlike other host materials for single molecule spectroscopy like polymers or Shpolskii matri-
ces, crystals have the advantage of offering a highly ordered surrounding for the guest molecule.
Only specific orientations are possible for an embedded dopant. In sec. 3.3.2, these possible ori-
entations have been discussed extensively. The probability for the absorption of light depends
strongly on the orientation of the molecule’s transition dipole moment and thus, since the latter
is parallel to a certain axis of the molecule, on the orientation of the molecule within the crystal
with respect to the excitation light.

In this work linearly polarized light was used to excite the molecular samples via a non-
polarization-maintaining optical fiber. For the interpretation of the molecule’s characteristics in
dependence of the excitation power, each molecule’s orientation has to be known. To determine
the orientations of the single terrylene molecules investigated in this work with respect to the po-
larization of the laser light coupled into the optical fiber, the intensity of the emitted fluorescence
has been measured with a SPCM for different angles of the incident linearly polarized light. The
angle of polarization was set with the polarizer before the glass plate in the optical setup (cf.
fig. 4.1), with the definition that 0◦ is perfectly linear horizontal polarization and 90◦ is perfectly
linear perpendicular polarization. For the molecules with the spectral position 577.4153 nm and
577.8444 nm, the results can be seen in fig. 6.12.
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Like for the two molecules here, all investigated molecules in crystal #3 show the same drop
in the emitted fluorescence for a polarization of 2◦ and 182◦. From this it can be concluded, that
the orientation of all terrylene molecules in this crystal is the same. The contrast between the
minimum and the maximum is approx. 6 to 7 and the modulation of the fluorescence intensity of
both molecules shows a similar phase and amplitude. There is no polarization angle for which
the fluorescence signal vanishes completely, suggesting that the polarization of the excitation
light at the location of each molecule is not linear. Non-polarization-maintaining fiber was used
for the TOF and the connection from/to the optical setup. Even properly taped to the experiment
table and guided on a metal rail to the cryostat, small disturbances like bending or tempera-
ture fluctuations (inside the cryostat) can cause birefringence within the optical fiber, leading to
crosstalk between the two possible polarization modes. As a direct result, the polarization of the
light is not purely linear anymore. But even if birefringence was induced here, it was constant
for every molecule in time, since the the minimum of fluorescence is located explicitly at a spe-
cific angle for all terrylene molecules in crystal #3. The constant position of the minimum also
shows, that the position of the crystal on the TOF was stable in time.

6.2.2 Autocorrelation measurements

Besides giving evidence that the emitted fluorescence originates from a single molecule, g(2)

measurements also allow to extract further intramolecular information. For short times, g(2)(τ)
gives information on the antibunching, the fluorescence rate k21, the dephasing 1/T2 and the
Rabi oscillations. Longer times hold information about the long-lived triplet state. A combined
correlation measurement for short and long times for the molecule with the spectral position
at 577.4252 nm in crystal #3 and an excitation power of 7.7 nW can be seen in fig. 6.13. It
covers over 7 orders of magnitude in time and the three characteristic features in the emitted
fluorescence of a single molecule can be seen (cf. sec. 3.2.3): antibunching for times shorter
than 5 ns, followed by Rabi oscillations up to 50 ns and the decay of the correlation function due
to the decay of the triplet state. Here, the excitation power is set to a rather high value to ensure
the clear visibility of all these three features. Short- and long-time autocorrelation measurements
will be discussed separately in general and with regard to the influence of the excitation power
below.

Short times

In fig. 6.14, the correlation rates N(τ) of the correlation measurements for the molecule at the
spectral position of 577.5702 nm in crystal #3, performed for different excitation powers be-
tween 4.7 nW and 37.7 nW, a linear input polarization of 2◦ for the excitation light and up to
delays of ±50 ns are shown. Here, the results are not normalized to show the clear increase
of the correlation rate with increasing excitation power. Note that the antibunching dip is not
exactly centered at τ = 0 due to a time delay in the signal transmission between one SPCM and
the FPGA. The excitation power has a clear effect on the steepness of the antibunching dip and
on the existence of Rabi oscillations near the antibunching dip. Rabi oscillations are caused by
the laser-driven motion between the ground state S0 and the excited state S1. The subsequent
damping is due to energy and phase relaxation processes. An increase in the excitation power
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Figure 6.13: Normalized fluorescence intensity autocorrelation function g(2)(τ) for a single
terrylene molecule in p-terphenyl (crystal #3, spectral position 577.4552 nm) measured over 7
orders of magnitude in time. The red line is a fit with eqn. 3.45 and eqn. 3.47. For details see
text.

has several effects: the higher the power, the more pronounced are the Rabi oscillations. At
the same time, more stray light occurs, resulting in a worsening of the contrast1. According to
eqn. 3.33, the linewidth increases with increasing power and, since the width of the antibunch-
ing dip is inversely proportional to the linewidth (cf. eqn. 3.46), the dips width decreases with
increasing excitation power.

By determining the Rabi frequency Ω from the autocorrelation function as a function of
the excitation intensity for a single molecule, the saturation intensity IS can be calculated. For
three different molecules in crystal #3, the function g(2)(τ) is determined for short times and the
Rabi frequency is calculated for each excitation intensity, according to eqn. 3.45. The excitation
power is converted to the excitation intensity according to the parameters of the TOF and the
field distribution for linear polarization, cf. sec. 2.1.1. This intensity is only valid for molecules
directly on the fiber surface. Since the exact distance between molecule and fiber is unknown,
lower intensities can be expected at the exact position of the molecule. The resulting dependence
of the square of the Rabi frequency on the intensity is plotted in fig. 6.15 and linear fits according
to eqn. 3.37 are applied. Then, the slope corresponds to Γ2

2/(2IS). It can be seen that, with an
increasing excitation intensity, the square of the Rabi frequency Ω2 grows linearly for each

1Here, the contrast is defined as the relative depth of the antibunching dip.
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Figure 6.14: N(τ) at short times for a single terrylene molecule (spectral position 577.5702 nm,
crystal #3) for different excitation powers. The lines are fits of eqn. 3.45. For details see text.

molecule. Although all molecules are located in crystal #3 and in the vicinity of site X4, the
increase of the Rabi frequency differs strongly for every molecule. From the linear fit, the
saturation intensity can be extracted. The dephasing rate Γ2 is simplified to k21 and can be
extracted from the fit of the correlation function as well. An overview of the obtained results is
given in tab. 6.3. The values for the temperature independent fluorescence rate k21 are similar
for all three molecules and also comparable to the value obtained by S. Kummer for terrylene
in p-terphenyl with k21 = 0.28 ns−1 [67]. The saturation intensity has also been calculated by
S. Kummer via the measured transition rates k21, k23 and k31 and varies between 81 mW/cm2

and 94 mW/cm2 for a polarization of the excitation light parallel to the molecular dipole and a
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Figure 6.15: Dependence of the square of the Rabi frequency on the intensity for three different
molecules in crystal #3. From the linear fit, the saturation intensity can be determined according
to eqn. 3.37. For details see text.

molecule 57
7
.4

25
2

nm

57
7
.5

41
0

nm

57
7
.5

70
2

nm

k21 [ns−1] 0.22(1) 0.27(1) 0.27(1)

IS [W/cm2] 0.66(7) 1.57(7) 5.6(2)

polarization 92◦ 42◦ 2◦

Table 6.3: Saturation intensities for three different molecules in crystal #3 determined from the
data in fig. 6.15 with the help of eqn. 3.37. The fluorescence rates k21 have been determined
from the fit of eqn. 3.46 to the data of the correlation measurement. The polarization gives the
angle between the horizontal plane and the linear polarization of the light. For details see text.

temperature of 1.4 K. Since the saturation intensity of a single terrylene molecule in p-terphenyl
is indirectly dependent on the temperature T via the dephasing rate 1/T2 = 1/2T1 + 1/T ∗2
(cf. eqn. 3.34), the expected saturation intensity for 4.4 K has to be determined. To calculate
the expected saturation intensity at 4.4 K, eqn. 3.34 has to be used with the dephasing time
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T2(4.4 K). With the previously determined expected pure dephasing time of T ∗2,theor.(4.4 K) =
1.3 ns (cf. eqn. 6.2) and the experimentally determined temperature independent fluorescence
rate of T1 = 3.7(2) ns [67], the saturation intensity can be calculated as

IS(4.4 K) = IS(1.4 K) · 1/T1 + 1/T ∗2 (4.4 K)

1/T1 + 1/T ∗2 (1.4 K)
≈ 3.8 · IS(1.4 K) (6.3)

Thus, the expected saturation intensity at 4.4 K is approx. 3.8 times higher than at 1.4 K and
therefore between 0.23 W/cm2 and 0.27 W/cm2. The saturation intensities calculated here are
varying between 0.66 W/cm2 and 5.6 W/cm2, but were determined with different polarizations
of the excitation light. Here, the excitation intensity on the fiber surface is calculated for lin-
ear polarization and contains all three field components |E|2 = |Er|2 + |Eφ|2 + |Ez|2 of the
fundamental mode HE11 (cf. sec. 2.1.1). For a molecule with a transition dipole perpendicular
to the fiber surface, the maximum coupling to the field is achieved when all field components
are maximal. Nevertheless, the longitudinal component does not couple to the molecular dipole.
For the fiber diameters and excitation wavelength used here, this reduces the excitation inten-
sity by 23.4 % directly on the fiber surface for the molecule with the maximum coupling to
IS = 0.51 W/cm2 (577.4252 nm (polarization 92◦)). This saturation intensity is directly compa-
rable with the temperature-adapted values by S. Kummer. The molecule at the spectral position
577.5702 nm is measured with a light polarization perpendicular to the transition dipole moment
and the molecule at the spectral position 577.5410 nm with a light polarization approx. between
perpendicular and parallel orientation of the dipole. Taking into account the contrast of approx.
6 to 7 between parallel and perpendicular orientation, a rough estimation for the saturation inten-
sity of these two molecules can be given. The saturation intensity reduces to approx. 0.9 W/cm2

for the molecule at 577.5702 nm and approx. 0.5 W/cm2 for the molecule at 577.5410 nm. All
determined saturation intensities are higher than corresponding temperature-adapted values from
literature. A fact, which has not been taken into account is the distance of the molecule from the
surface of the TOF. The intensities here refer to a position directly on the surface. Even if small
monocrystals of lateral dimensions with a few hundred nm and a thickness of a few ten nm are
used, this would reduce the intensity at the position of the molecule up to 20 % (cf. sec. 2.1.3).

Long times

In order to investigate the behavior of the correlation function for long delays, an evaluation
of the counted photon events has been performed for values of τ up to a few ms and the bi-
exponential eqn. 3.47

g(2)(τ) = 1 + C1 exp(−λ1τ) + C2 exp(−λ2τ)

has been fitted to the results. In fig. 6.16, the correlation function g(2) is plotted against τ for
long times up to 10 ms with a resolution of 1 ns. The decay of the autocorrelation function
due to photon bunching is clearly visible. The fit reveals decay times of λ1 = 159(1) µs and
λ2 = 2721(26) µs and contrasts of C1 = 0.08 and C2 = 0.03. Similar values were obtained by
M. Białkowska for terrylene in p-terphenyl at 5 K with λ1 = 490 µs, λ2 = 3075 µs, C1 = 0.1
and C2 = 0.05 [69].
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Figure 6.16: Decay of the normalized fluorescence intensity autocorrelation function g(2)(τ) for
a single terrylene molecule (spectral position 577.4252 nm, crystal #3) for an excitation power
of 7.9 nW. The red line is a fit of eqn. 3.47. For details see text.

A set of long time autocorrelation measurements was performed for different molecules and
for different excitation powers. This should allow to determine the ISC rates k31 and k23 but,
as already observed by S. Kummer, the decay rates λ show a rather high scatter [87]. In our
measurement, no conclusive results could therefore be obtained for the ISC rates.

6.2.3 Further saturation measurements

An increase of the excitation power has several effects on a molecule as discussed in sec. 3.1.4.
In a previous section, the saturation intensity IS has been already determined via the Rabi-
frequency which were extracted from the autocorrelation functions for different excitation pow-
ers. Another possibility is to measure the increase of the fluorescence emission rate R. It is
also dependent on the excitation intensity according to eqn. 3.38. To this end, fluorescence exci-
tation measurements of a single molecule were repeated for different excitation intensities and
the emitted fluorescence was collected with an SPCM. The excitation wavelength is scanned
with a speed of 450 MHz/s a few GHz over the resonance frequency of the molecule. The re-
sulting countrates of these scans are fitted with Lorentzians and are shown in fig. 6.17. As the
excitation power increases, a clear increase in the peak width and in the emitted fluorescence
can be observed. From the fitted Lorentzians, the fluorescence emission rate R and linewidth
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Figure 6.17: Fluorescence excitation measurement for different excitation powers for a sin-
gle terrylene molecule (spectral position 577.8444 nm, crystal #3). The resolution is approx.
4.5 MHz and the data is fitted with Lorentzians. For details see text.

can be obtained for different excitation intensities I . For three different terrylene molecules in
crystal #3, the resulting emission rate R(I) is plotted in fig. 6.18(a). The solid lines are fits of
eqn. 3.38 and show that the functional form of the theory is reproduced well by the saturation
data. The values obtained from the fit are listed in tab. 6.4. For two of the molecules (spectral
positions 577.5410 nm and 577.5702 nm), the saturation intensity has been determined earlier
via the Rabi-frequency of the autocorrelation measurement (cf. tab. 6.3). The resulting satura-
tion intensities from the different ways of determination are compatible within the errors, but
a few times higher than the lowest ones determined by S. Kummer [103]. All in all, the ex-
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Figure 6.18: Saturation behavior of single terrylene molecules in p-terphenyl in crystal #3. (a)
Fluorescence emission rate R of three molecules with the shown spectral position. (b) Fluores-
cence excitation linewidth for the molecule at the spectral position 577.8444 nm. Both quantities
are plotted as a function of the laser intensity. The solid lines are fits with eqn. 3.38 and eqn. 3.33,
respectively. For details see text.

molecule (spectral position [nm]) 57
7
.8

44
4

57
7.

54
10

57
7
.5

70
2

IS [W/cm2] 4.7(3) 1.9(8) 6.7(10)

R∞ [1/s] 22 122(423) 30 680(2863) 33 359(1582)

Table 6.4: Resulting saturation intensities IS and fully saturated emission rate R∞ for three
different molecules in crystal #3 via eqn. 3.38 determined from linewidth measurements for
different excitation powers. For details see text.

perimental values of the saturation intensity which was determined here for different molecules
in the same crystal sample, show a large scatter up to a factor of 10. According to eqn. 3.34,
the saturation intensity depends strongly on k21, the ISC rates k23 and k31 and the projection
of the molecule’s dipole moment along the electric field of the excitation light µ21. Since the
determined values for k21 show only a slight variation for the different molecules (cf. tab. 6.3),
one possible reason for the strong variation of the saturation intensity has to lie in the ISC rates.
The molecules’ orientation can be ruled out, as measurements of the polarization dependence
of different molecules in crystal #3 showed (cf. sec. 6.2.1). Another possibility can be different
distances between the fiber surface and the molecules: the higher the distance, the lower is the
intensity at the position of the molecule and thus, the higher the saturation intensity.

The linewidth (FWHM) for different excitation powers has been extracted from the fluo-
rescence excitation measurement and is plotted in fig. 6.18(b) for the molecule at 577.8444 nm.
A fit has been applied according to eqn. 3.33. At low excitation energies the linewidth reaches
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143(12) MHz, a value approx. three times higher than the lifetime-limited value. The saturation
intensity resulting from the fit is 2.6(6) W/cm2, round about half of the value determined via the
fluorescence emission rate.
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CHAPTER 7
Summary and Outlook

In this thesis, single molecule spectroscopy (SMS) was realized by optically interfacing dye mol-
ecules via the nanofiber waist of a tapered optical fiber (TOF). The molecules were embedded in
a crystalline host and different methods to manufacture small dye-doped organic monocrystals
were investigated. Since the crystals are coupled to the evanescent field at the surface of the
nanofiber, it is imperative to keep their size well below the wavelength of the nanofiber-guided
light in order to conserve the light-guiding abilities of a TOF. After a crystal of suitable size was
manufactured and deposited on a TOF, the sample was cooled down to a temperature of 4.4 K.
At this temperature, single molecules within the crystal were spectrally adressed and investi-
gated for their characteristics. The pronounced evanescent field surrounding the nanofiber waist
of a TOF then allows one to efficiently couple the guided light and the dopant molecules.

These studies were carried out with terrylene-dye molecules embedded in a p-terphenyl
crystal, a well-known organic system with a high quantum yield. The use of a crystal introduces
a highly ordered environment for the embedded molecules, leading to a high photostability.
Due to crystal defects, the local environment of each molecule is slightly different, thereby
causing inhomogeneous broadening of their transition frequencies and, in particular, of their
zero-phonon lines (ZPL). This allows one to spectrally address individual molecules out of the
ensemble. When the crystals were deposited or grown on the TOF, their excitation through the
fiber allowed the observation of emitted fluorescence and transmitted power.

In terms of fluorescence signal and power transmittance through the fiber, the most suc-
cessful method was to grow the crystals from an oversaturated solution. In this case, use of a
precipitation agent speeded up the crystallization process, leading to crystals of different sizes.
The smallest achievable sizes were approx. 380 nm in diameter. These crystals could be de-
posited on a TOF. Images of these nanocrystals on a substrate, taken with a scanning electron
microscope (SEM) showed their monocrystalline character. Their small size enabled transmitted
powers up to 46.3 %.

To further investigate the spectral characteristics of the doped crystal samples and to local-
ize single terrylene molecules, the TOF with the deposited crystal had to be cooled down to
cryogenic temperatures in a liquid helium bath cryostat. Thereby, the number of phonon transi-
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tions is highly reduced and the ZPLs are ideally lifetime-limited. In total, three suitable crystal
samples were cooled down and investigated at a temperature of 4.4 K. I performed fluorescence
spectroscopy of the dopant molecular ensemble and could identify the vibronic peaks belonging
to specific vibronic transitions of terrylene in p-terphenyl.

I performed fluorescence excitation measurements for two of the crystal samples. The cor-
responding spectra revealed a strong inhomogeneous broadening. To verify that the observed
sharp fluorescence lines belong to single molecules, I determined the fluorescence intensity au-
tocorrelation function. Clear antibunching was visible for the investigated spectral lines, thereby
proving the observation of single molecules. In total, more than ten single terrylene molecules
were identified in the crystal samples and some of them were used for further measurements of
their spectral characteristics. I determined the linewidth of these molecules, spectrally and from
the correlation measurements. Linewidths between 35 MHz and 394 MHz could be found. A
comparison with the theoretically expected width of 291 MHz for the temperature of 4.4 K re-
vealed that most linewidths were much narrower than expected. In particular, some were already
comparable to lifetime-limited values. Due to the small size of the manufactured nanocrystals,
the phonon density is reduced, possibly leading to a small dephasing and a narrow linewidth.

I also examined the spectral stability of the molecules - an important characteristic if one
wants to perform measurements with one molecule for a long time period. While some mol-
ecules showed spectral instabilities, others offered stable spectral positions for the full time of
continuous excitation of 25 min.

In addition to offering a highly ordered surrounding for the embedded molecules the host
crystal should also force them to have a specific orientation. In order to check this assumption
and to gain information on the orientations of the molecules within the crystal, I performed
measurements of the emitted fluorescence in dependence of the polarization of the excitation
light. Several measurements on different molecules in the same crystal revealed, that the long
axis of all terrylene molecules in this crystal indeed had the same orientation.

Finally, the measurement of the fluorescence intensity autocorrelation function also provides
further intramolecular information. Besides the antibunching-dip for τ = 0, due to the coher-
ent excitation with a laser, Rabi oscillations can be observed. Moreover, the triplet state of the
molecules leads to a clear photon bunching on longer time scales. By measuring the increase in
the Rabi frequency in dependence of the excitation intensity, the saturation intensity for several
molecules was determined. For a polarization of maximum excitation, a saturation intensity of
0.51 W/cm2 was determined. This is two times higher than the expected value for this tempera-
ture. However, this intensity was calculated at the fiber surface. The unknown distance between
molecule and surface might therefore at least partially explain the deviation.

In summary, the spectral characteristics of the molecules in our nanocrystals is similar to
other samples known from literature. One remarkable difference is the narrow linewidth for
some molecules, which is already close to the lifetime-limited value, even though at 4.4 K.

Future measurements of the linewidth for higher temperatures would show, below which
temperature the lifetime-limited value is reached. It would also conclude to what extent the
crystal size and the reduced phonon density are related to the reduced linewidth of the molecules
at 4.4 K. Since the transmission properties of the TOF could be granted by using nanocrystals,
absorption measurements of single molecules would also be possible and would enlarge the
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capabilities of SMS with a TOF. Our nanofiber-coupled dye-doped nanocrystals might be useful
as a building block for future quantum information systems. Along this line, the next step would
be to turn the system into a triggered photon source. By coupling a single molecule within the
crystal to the mode of a fiber Bragg grating resonator, efficient single photon emission into the
cavity could be triggered by the excitation with a ps laser pulse. An external electric field would
allow one to tune the molecule in resonance with the resonator via the Stark effect. Since the
shift of the linewidth due to the Stark effect is different for every molecule in a crystal, it should
be possible to shift two molecules in resonance with each other and the fiber Bragg grating
resonator. Their mutual excitation would be highly increased in the strong-coupling regime.
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APPENDIX A
Light propagation in optical fibers

The reason for the light guiding abilities of optical fibers can be found in the total internal reflec-
tion of the light at the boundary layer from core to cladding, where the refractive index shows
an abrupt jump for step-index fibers. Because the size of the core is of the same order as the
wavelength of the transmitted light, the theory of ray optics is not sufficient for the description
of the propagating light and the wave equations have to be taken into account. The derivation
presented here is mainly oriented on [121], but other detailed derivations of the light guiding
properties of standard optical glass fibers can be found elsewhere in literature [122–124]. For
calculating the field distribution within a step-index fiber, Maxwell equations for an isotropic,
charge and current-free medium have to be solved:

∇×H = ε
∂E

∂t
(A.1)

∇×E = −µ∂H
∂t

(A.2)

∇ · (εE) = 0 (A.3)

∇ · (µH) = 0 (A.4)

where E and H denote the electric respectively magnetic field, ∇ is the nabla operator, t is the
time and ε = ε0εr is the permittivity. It is composed of the vacuum permittivity ε0 and the
material dependent relative permittivity εr. Similarly, the magnetic permeability µ = µ0µr
describes the influence of the material on the magnetic field. In a diamagnetic solid, the relative
permeability µr can be assumed to be almost equal to the vacuum permeability µ0. Solutions
describing an electromagnetic wave with a propagation direction along the z-axis of the fiber
take the following form: [

E(r, t)
H(r, t)

]
=

[
E(r, φ)
H(r, φ)

]
exp[i(ωt− βz)] (A.5)

where β denotes the propagation constant along the fiber and ω = 2πf the angular frequency
with the frequency of the light field f . The use of cylindrical coordinates comes naturally due
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to the geometry of the fiber. Taking the curl of eqn. A.2 and substituting eqn. A.1 in leads to

∇2E− µε∂
2E

∂t2
= −∇

(
E

ε
· ∇ε

)
(A.6)

∇2 denotes the delta operator. With eqn. A.3 and considering only real parts of E, this leads to

∇2E + k2(r)E = 0 (A.7)

Here, k = ωn/c0 is the wavenumber of the propagating field in the medium with the refractive
index n and c0 = 1/

√
ε0µ0 is the vacuum speed of light. Although the wave equation is rather

complicated for cylindrical components, the z-components of the electric and magnetic field
remain simple:

(∇2 + k2)

{
Ez
Hz

}
= 0 (A.8)

By means of the Maxwell equations, solutions for Er, Eφ, Hr and Hφ can be deduced from the
solutions of Ez and Hz . Thereto, eqn. A.5 is inserted into eqn. A.8, leading to the Helmholtz
equation for Ez and Hz in cylindrical coordinates:(

∂2

∂r2
+

1

r

∂

∂r
+

1

r2

∂2

∂φ2
+ (k2 + β2)

){
Ez
Hz

}
= 0 (A.9)

This equation is separable into angular and radial components and is reduced with the ansatz{
Ez
Hz

}
= ψ(r) exp(±ilφ) (A.10)

to a Bessel differential equation:[
∂2

∂r2
+

1

r

∂

∂r
+

(
k2 − β2 − l2

r2

)]{
Ez
Hz

}
= 0 (A.11)

The solutions for the Bessel equation are linear combinations of Bessel functions of the order
l = 0, 1, 2, 3, . . .. If Bessel functions with only imaginary variables are allowed as solutions as
well, thus considering positive and negative signs for (k2 − β2), possible solutions are:

(k2 − β2) > 0 :

{
Ez
Hz

}
= c1Jl(hr) + c2Yl(hr) (A.12)

(k2 − β2) < 0 :

{
Ez
Hz

}
= c1Il(qr) + c2Kl(qr) (A.13)

These set of solutions represents the radial dependency of the fields Ez and Hz . Here, c1 and c2

are constants depending on the boundary conditions and h2 = k2 − β2 and q2 = β2 − k2. The
Bessel functions of first and second kind are represented by Jl and Yl, respectively, while Il and
Kl represent the modified Bessel functions of first and second kind, respectively. The Bessel
functions are plotted in fig. A.1.
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Figure A.1: Plot of (a) Bessel functions of first and second kind and (b) modified Bessel func-
tions of first and second kind.

In an optical glass fiber, the light field is guided by the core and decays rapidly within the
cladding so that no power loss via radiation is possible. This transversal confinement requires
the propagation constant to be between the one in the cladding and the one in the core:

ncorek0 > β > ncladdingk0 (A.14)

As this ensures that the wave is evanescent in the cladding, in the solution (eqn. A.13) c1 must
be zero. Thus for a confined mode the fields in the cladding are:

r > a :

Ez(r, t) = CKl(qr) exp[i(ωt+ lφ− βz)] (A.15)

Hz(r, t) = DKl(qr) exp[i(ωt+ lφ− βz)] (A.16)

with two arbitrary constants C and D, where

q2 = β2 − n2
2k

2
0 > 0 (A.17)

with k0 = ω/c0 and ncladding = n2. Inside the core the field has to stay finite as r → 0.
Additionally, at r = a the tangential components of the fields E and H inside the core have to
match the ones inside the cladding. As evident from fig. A.1, this means in eqn. A.12, c2 = 0.
Hence the fields inside the core are:

r < a :

Ez(r, t) = AJl(hr) exp[i(ωt+ lφ− βz)] (A.18)

Hz(r, t) = BJl(hr) exp[i(ωt+ lφ− βz)] (A.19)

where A and B are two arbitrary constants with

h2 = n2
1k

2
0 − β2 > 0 (A.20)
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where n1 = ncore. With these solutions for the z-components of the fields of core and cladding,
the other field componentsEr,Eφ,Hr andHφ can be determined using eqn. A.1 and A.2. These
components and a more detailed way of calculating them can be found in [121] and will not be
given here. The continuity of the tangential parts of the field vectors E and H at the interface
between core and cladding r = a leads to a eigenvalue equation that determines β:(

J
′
l (ha)

haJl(ha)
+

K
′
l (qa)

qaKl(qa)

)(
n2

1J
′
l (ha)

haJl(ha)
+
n2

2K
′
l (qa)

qaKl(qa)

)
=

(
lβ

k0

)2
[(

1

ha

)2

+

(
1

qa

)2
]2

(A.21)
Here, J

′
l (ha) = dJl(ha)/d(ha) andK

′
l (qa) = dJl(qa)/d(qa) denote the derivative with respect

to their arguments ha and qa. By taking into account ha and qa, for every k0 and and each value
of l, a set of discrete solutions for the propagation constant βlm (with m = 1, 2, 3 . . .) can be
found numerically. Therefore, the propagation constant is representing all possible propagating
modes within the fiber. The eqn. A.21 is quadratic in J

′
l (ha)/haJl(ha) and can be separated:

J
′
l (ha)

haJl(ha)
= −

(
n2

1 + n2
2

2n2
1

)
K
′
l (qa)

qaKl(qa)

±

√(
n2

1 − n2
2

2n2
1

)2( K
′
l (qa)

qaKl(qa)

)2

+
l2

n2
1

(
β

k0

)2( 1

q2a2
+

1

h2a2

)2

(A.22)

In generally, the solutions of the this equation correspond to two sets of modes, which are named
EH and HE modes. These are so-called hybrid modes, because they exhibit non-vanishing parts
for Ez and Hz . While for the EH modes Ez is larger than Hz , for HE modes it is the other
way round. Since Ez and Hz are non-vanishing for both families of modes, these modes have
to be imagined as skew rays propagating helical in the fiber. At each reflection of such a helical
ray, both polarizations are mixed, resulting in hybrid modes with non-vanishing Ez and Hz .
The solutions for the equation above can be obtained by using the relations between the Bessel
functions [125] which leads to:

EH modes:
Jl+1(ha)

haJl(ha)
=
n2

1 + n2
2

2n2
1

K
′
l (qa)

qaKl(qa)
+

(
l

(ha)2
−R

)
(A.23)

HE modes:
Jl−1(ha)

haJl(ha)
= −

(
n2

1 + n2
2

2n2
1

)
K
′
l (qa)

qaKl(qa)
+

(
l

(ha)2
−R

)
(A.24)

with the abbreviation

R =

√(
n2

1 − n2
2

2n2
1

)2( K
′
l (qa)

qaKl(qa)

)2

+

(
lβ

n1k0

)2( 1

q2a2
+

1

h2a2

)2

(A.25)

For every propagation constant βlm, depending on the combination of the indices l and m, two
modes exist. In the special case l = 0, according to eqn. A.15 to A.19, the fields are independent
of the angular variable φ. That means ∂/∂φ = 0 and the field components are radially symmetric
leaving Er, Ez and Hφ as the non-vanishing field components for the EH0m modes (with l = 0
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Figure A.2: Graphical solution for (a) HE and (b) EH modes. The black graph is the left and
the red graph the right side of the according equation respectively. The intersection marked with
red dots are the solutions for the according modes. The dotted lines correspond to the cut-off
frequencies of each mode.

and m = 0, 1, 2, 3, . . .). Since only the magnetic component is perpendicular to the propagation
direction z, and in z-direction, only electric components exist, these modes are designated as
transversal magnetic modes TM0m. The other way round can be found for HE0m modes (with
l = 0 and m = 0, 1, 2, 3, . . .): the non-vanishing components are Hr, Hz and Eφ. Here, only
the electric component is perpendicular to the propagation direction z, while in z-direction, only
magnetic components exist. Thus, these modes are designated as transversal electric modes
TE0m. As both TM and TE modes, have to preserve their vanishing z-component at every
reflection, they have to pass the fiber axis and can be imagined as meridional rays [123]. Since
the possible solutions in eqn. A.23 and A.24 are transcendental, to find the propagation constants
for the different modes, a graphical or numerical solution can be used. It is useful to express the
equations solely in terms of ha:

qa =
√
V 2 − (ha)2 (A.26)

The normalized frequency V is a fundamental parameter describing the system:

V = k0a
√
n2

1 − n2
2 = k0aNA (A.27)

It considers the properties of a step-index fiber (refractive indices n1 and n2 and the core radius
a) for each wave number k0. The normalized frequency gives information about the number
of modes guided by the fiber. NA denominates the numerical aperture of the glass fiber and
characterizes the angle of the conical light field leaving the fiber core.

In fig. A.2, the graphical solutions for the EH- and HE-modes are implemented by plotting
the left and the right side of eqn. A.23 and A.24 in dependence of ha. Clearly visible are the
intersections marked with red points, where both sides of an equation have the same value, repre-
senting the solutions of the equation. By taking eqn. A.20, extending it with a2, the propagation
constant βlm can be directly calculated:

βlm =

√
n2

1k
2
0 −

h2a2

a2
(A.28)
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with l labeling the mode number and m counting the solution with increasing ha and a specified
value for V and thus characterizing the modes, which are named accordingly. Since the left
side of each equation diverges at V = ha, the normalized frequency V commits the number of
modes propagating in a fiber. The vertical asymptotes arise from the roots of the Bessel function
J1. They denote the lower limit for the normalized frequency V , for which the according mode
can exist. This lower limit is called the cut-off frequency Vc. It is important to note, that for
arbitrary small values of V , an intersection for the HE11 mode always exists. Therefore, HE11

is the fundamental mode without a cut-off frequency, it is present for each fiber configuration.
This allows to define the single-mode condition for a fiber, where only the fundamental mode
can be guided by the fiber. Calculating the roots of the Bessel functions J0 for the TE and TM
modes gives a value of ha = 2.405. According to the graphical solution shown here, it can be
demonstrated that below this value no TE or TM mode exists. Therefore, making V < 2.405
the single-mode condition, where only the fundamental mode HE11 is guided.

As mentioned before, the propagation constant β serves as a characteristic of the propagating
mode inside a cylindrical waveguide. The effective refractive index can be written in terms of β
as

neff =
β

k0
(A.29)

where k0 is related to the normalized frequency V , according to eqn. A.27. With eqn. A.14 it
applies:

ncore > neff > ncladding (A.30)

In fig. A.3 neff is plotted as a function of V for the lowest modes of a step-index optical fiber.
It can be seen, that for every mode it applies neff(Vc) = β

k0
= ncladding. The reason for this is,

that by approaching the cut-off frequency Vc the light field spreads out more and more into the
cladding. For n → ncladding the confinement of the modes to the core becomes smaller and the
main part of the energy propagates within the cladding. The reverse situation can be found for
normalized frequencies far away from cut-off V >> Vc: the modes are more and more confined
to the core leading to n→ ncore.

A.1 Linearly polarized modes

Although the solutions of the characteristic equation A.21 are exact for arbitrary configurations
of step-index fibers and wavelengths, solving is difficult for HE- and EH-modes where all six
field components are nonzero. Since the refractive indices of core and cladding are very similar

ncore/ncladding ≈ 1 (A.31)

eqn. A.21 is reduced to new linear characteristic equation

h
Jl−1(ha)

Jl(ha)
= −qKl−1(qa)

Kl(qa)
(A.32)

The resulting modes are simplified in a way, that the transversal field is mainly polarized in
one direction, thus introducing linear polarized modes, which are called LP-modes [126]. Solv-
ing the characteristic equation for LP-modes A.32 leads again to the propagation constant βlm.
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ncore

ncladding

Figure A.3: neff(V ) for some modes of lower order, adopted from [121]. The red dashed line
assigns Vc = 2, 405, the single mode condition, below only the fundamental mode HE11 can
propagate.

For the borderline case ncore → ncladding the propagation constant is the same for the modes
HEl+1,m and EHl−1,m, the modes are degenerated and commonly expressed via the LP-modes.
The former mode of lowest order HE11 has now the propagation constant β01 and is named
LP01-mode.
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